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INTRODUCTION 

This report presents and summarizes the results of prospecting carried out for Rainy River 

Resources (RRR) on the Off Lake property located northwest of Fort Francis, Ontario (Figure 

1). 

The prospecting program was conducted over a two year interval by four separate 

contractors: Lome Ayers of Tofino, British Columbia, CJ Baker of Ottawa, Ontario, Marcel 

Spoon plus Karl and Jessica Bjorkman of Sapawe, Ontario and finally Joe Hackl and Randy 

Qualie of Shebandewan, Ontario. 

Andrew Tims P.Geo of Thunder Bay and CJ Baker. of Ottawa, Ontario managed the 

program. 

LOCATION, ACCESS AND PHYSIOGRAPHY 

The Off Lake Property is located in Northwestern Ontario and is centred on NAD83 UTM 

coordinates 438300mE and 5419600mN on NTS map sheet 52 C/13 (Figure 2). The town of 

Fort Francis is located 50 kilometres to the southwest of the property. The property holdings 

are displayed on the Ontario Mining Tenure Map Plan G-3819 (Menary), G 3826 (Potts), G-

3809 (Flemming) and G-3832 (Senn). 

Access to both properties is obtained via the Off Lake Road, provincial Highway 615, which 

departs from Highway71 about 18.5 km north of provincial Highway 11. The Off Lake 

Road crosses nearly the entire property in a north-south direction, and an portions of the 

property are readily accessible from it by boat access from Off and Clearwater Lake. 

The Rainy River region is located within the Severn Upland of the Canadian Shield. 

Generally the Precambrian surface and the overlying Paleozoic and Mesozoic strata to the 

west, dip at a very low angle to the southwest into the Williston Basin. PhysiographicaI1y 

the Rainy River claim groups are situated in typical Precambrian highland and are only 

sparsely covered by glacial drift. Overall this area has been subjected to only one 
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of the most recent glacial advances (the Whiteshell -from the northeast) because of the 

elevated topography which prevented the advance of other glacial lobes from the west. 

Glacial drift attains significant thickness only in very local areas. It displays few signs of 

intense weathering. Relief is controlled by bedrock geology with the supracrustal sequences 

displaying positive relief relative to the batholitruc complexes; relief can attain 90 meter. 

The area has been subdivided by Bajc (1991b) into two-egions. Region 2a contains 10-40% 

outcrop by area, and may attain significant relief wruch is related to bedrock topography; 

areas separating outcrops are sites of extensive drift accumulation. In region 2b southwest 

of the Rainy Lake -Lake of the Woods Moraine outcrop density is less than 5% of the surface 

area, topography is low and undulating, drainage is poor, and peat land is common. 

CLAIMS AND OWNERSHIP 

The property has an ?rea of approximately 10 432 hectares consisting of 652 mineral claim 

units in 55 claims which lie within the Kenora Mining Division. Three of the above 

mentioned 55 claims are optioned from Clinton Barr of Stares Contract of Thunder Bay. The 

mineral claims comprising the property are presented in Table l. All claims are currently in 

good standing. The general location of tI1e claim block is shown in Figure 2. 

The three Stares claims are under four year option deal involving payments totalling $65000 

and 50 000 common shares of Rainy River Resources Ltd. Upon completion of these 

payments Rainy River Resources will have purchased 100% of the property less a 3% NSR. 

Table 1 
Off Lake Property Claims List (* Barr Optioned Claims) 

Claim Recording Claim Due Work Total Total 

Township/Area Number Date Date Required Applied Reserve 

FLEMING* 3019809 2004-May-17 201O-May-17 $1,200 $22,800 $61,680 

FLEMING 4208907 2005-Aug-17 2008-Aug-17 $2,080 $10,720 $0 

FLEMING 4208908 2005-Aug-17 2008-Aug-17 $320 $6,080 $0 

FLEMING 4211671 2006-Jun-26 2008-Jun-26 $400 $0 $0 

MENARY 4208866 2005-0ct-26 2007-0ct-26 $6,400 $0 $3,777 

MENARY 4208867 2005-0ct-26 2007-0ct-26 $4,800 $0 $2,583 

MENARY 4208868 200S-0ct-26 2007-0ct-26 $6,400 $0 $3,711 

MENARY 4208869 200S-0ct -26 2007-0ct-26 $6,400 $0 $2,777 

MENARY 4208870 2005-0ct-26 2007-0ct-26 $6,400 $0 $2,777 

MENARY 4208871 2005-0ct -26 2007-0ct-26 $6,000 $0 $2,479 

ME NARY 4208872 2005-0ct-26 2007-0ct-26 $6,400 $0 $2,777 
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POTTS 

POTTS 

POTTS 

POTTS 

POTTS 

POTTS 

POTTS 

POTTS 

POTTS 
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SENN* 

SENN* 
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SENN 

SENN 

SENN 

SENN 

SENN 

SENN 

SENN 

SENN 

SENN 

SENN 

SENN 

SENN 

SENN 

SENN 

SENN 

4208873 ! 2005-0ct-26 

4208874 I 200S-0ct-26 

4208875 2005-0ct-26 

4208876 200S-0ct-26 

4208910 1005-Aug-17 

4208911 200s-Aug-17 

4208912 200S-Aug-17 

4208914 2005-Aug-17 

1161279 1992-Apr-l0 

1161280 ffi92-APr-l0 

992-Apr-l0 

1161328 1992-Apr-l0 

3012554 2007-Mar-13 

4207826 2006-Feb-20 

4207827 2006-Feb-20 

4208900 2005-Aug-17 

4208901 2005-Aug-17 

4~Ug-17 
42 05-Aug-17 

4208904 200S-Aug-17 

4208905 2005-Aug-17 

4208906 200s-Aug-17 

4211670 2006-Jun-26 

4211672 2006-Jun-26 

4218605 2007-Apr-19 

3012521 2006-Feb-13 

3OO8455~un-21 
3008456 un-21 

3012522 2006-Feb-13 

3012523 2006-Feb-13 

3012524 2006-Feb-13 

3012525 • 2006-Feb-13 

3012526 2006-Feb-13 

3012527 2006-Feb-13 

3012528 2006-Feb-13 

3012529 2006-Feb-13 

3012530 2006-Feb-13 

3016066 2006-Feb-13 

3016067 2006-Feb-13 

3016068 2006-Feb-13 

3016069 2006-Feb-13 

3016070 2006-Feb-13 

4208909 200s-Aug-17 

4208915 2005-Aug-17 

2007-0ct-26 $6,400 $0 $2,777 

2007-0ct-26 $6,400 $0 $2,777 

2007-0ct-26 $6,400 $0 $2,777 

2007-0ct-26 $5,600 $0 $2,180 

1008-Aug-17 $6,400 $6,400 $0 

2008-Aug-17 $6,400 $6,400 $0 

2008-Aug-17 $4,800 $4,800 $0 

2008-Aug-17 $4,800 $4,800 $0 

2008-Apr-10 $1,600 $22,400 $0 

2008-Apr-l0 $6,400 $89,600 $0 

2008-Apr-l0 $800 $11,200 $0 

2008-Apr-10 $3,200 $44,800 $0 

2009-Mar-13 $1,200 $0 $0 

2008-Feb-20 $160 $1,440 $1,194 

2008-Feb-20 $160 $1,440 $1,193 

2008-Aug-17 $3,200 $3,200 $0 

2008-Aug-17 $1,600 $1,600 $0 

2008-Aug-17 $320 $6,080 $0 

2008-Aug-17 $240 • $4,560 $0 

2008-Aug-17 $3,600 $3,600 $0 

2008-Aug-17 $3,600 i $3,600 $0 

2008-Aug-17 $240 $4,560 $0 

2008-Jun-26 $1,600 $0 $0 

2008-Jun-26 $2,000 $0 $0 

2009-Apr-19 $1,600 $0 $0 

2008-Feb-13 $6,400 $0 $0 

2010-Jun-21 $1,280 $26,720 $0 

201O-Jun-21 $550 $7,450 $0 

2008-Feb-13 $6,400 $0 $0 

2008-Feb-13 $6,400 $0 $0 

2008-Feb-13 $2,080 $4,320 $0 

• 2008-Feb-13 $1,360 $5,040 $0 

2008-Feb-13 $4,240 $2,160 $0 

2008-Feb-13 $6,400 $0 i $0 

2008-Feb-13 $6,400 $0 $0 

2008-Feb-13 $6,400 • $0 $0 

2008-Feb-13 $2,080 $4,320 $0 

2008-Feb-13 $640 $5,760 $0 

2008-Feb-13 $3,160 $3,240 $0 

2008-Feb-13 $6,400 $0 $0 

2008-Feb-13 $2,800 $3,600 $0 

2008-Feb-13 $2,800 $3,600 $0 

2008~$2,800 $10,000 $0 

2008- $4,800 $4,800 $0 
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PREVIOUS WORK 

Although exploration activity in the area by individual prospectors dates back to the 1930's, 

the documented exploration in the Ministry of Natural Resources assessment files 

commences in 1967. Additional exploration programs are known to have taken place on 

private land; however a record of assessment has not been filed for this work. 

In 1967 copper was recorded from a water well hole on the western shore of Off Lake. 

Consequently Noranda Exploration Company registered claims around the original 

discovery and performed mapping, geophysics, and diamond drilling. This activity met 

with limited success and the claims were allowed to lapse. In 1971 International Nickel 

Company of Canada Limited conducted airborne and follow-up ground geophysics in the 

region as a whole. 

In the mid 1980's exploration programs were mounted in Menary Township and the Off 

Lake area by several companies. Agassiz Resources examined the potential for both base 

metal and gold in both area's with a program of mapping, stripping, sampling, and 

geophysics over two field seasons. In the process they discovered numerous showings of 

both gold and copper-zinc and discovered what came to be termed the Agassiz Showing in 

Menary Township. In 1984 Lacana Mining Corporation undertook a single field season of 

mapping and sampling over an extensive area adjacent to Off Lake and Burditt Lake. No 

significant areas of mineralization were reported. 

Spartan Resources conducted an I.P. survey over a grid adjacent to the eastern shore of Off 

Lake in 1988. Anomalous responses were obtained from the survey but no further 

assessment is recorded, although unreported trenching, stripping and sampling was 

conducted at the site of the survey. 

In 1989 Western Troy Capital Resources began a mapping and sampling program on claims 

staked in Menary Township which partly encompass the lapsed properties of Agassiz and 

HBED. Both gold and base metal occurrences were discovered during these programs. 

Following initial exploration for base metals Western Troy discovered "several" native gold 

bearing, quartz veins late in 1991. The veins are at present interpreted to be the folded and 

boudinaged fragments of a single original vein. When sampled, this zone returned an 
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average of 1.4 oz/ton gold. 

Subsequently, additional showings were discovered later in 1991 and during the 1992 

season. Interestingly most of these veins are situated in the lowermost unit of the mafic 

stratigraphic succession of the area in close proximity to the contact of the Sabaskong 

Batholith. A 250 ton bulk sample of the veins discovered in 1991 was taken during the 1992 

program. Sampling was later expanded to a reported 500 tons and was completed in 

September of 1993. An additional more ambitious extraction was conducted throughout the 

1994 field season (to December, 1994). 

Nuinsco Resources began to assemble a land position in the region in 1991, initially centered 

on the Richardson Township -Menary Township area. Nuinsco completed two drill holes in 

1994 on base metal showings along the Ontario Hydro power on either side of highway 615. 

Rainy River Resources re-established the Off Lake property and completed a VTEM survey 

over the central portion of the block in February 2006. A geological mapping project was 

carried out during the summer of 2006 by Lome Ayers for Rainy River Resources. During 

the same period a 59 sample till sampling program was completed in July of 2006 by 

Overburden Drilling Management. During February and March of 2007 a 3 hole, 756 metre 

NQ diamond drill program was completed by RRR on claim 3019809. 

REGIONAL GEOLOGY 

Rainy River Resources' Off Lake claims are located in the 900 km long by 150 km wide 

Rainy River Greenstone Belt of the Wabigoon Subprovince in the western Superior 

Province. Syntectonic granitoid batholithic complexes (Beadle Lake, Fleming Township 

Tronjhemites, Jackfish Lake Complex) intrude the supracrustal metavolcanic and 

metasedimentary rocks of the Rainy River Greenstone Belt (Blackburn et a1., 1992). 

The region has been the subject of several Ontario Ministry of Northern Development and 

Mines -Ontario Geological Survey mapping programs (see below) from which much of the 

geological descriptions are excerpted; 

1954. Fletcher and Irvine ODM Vo1. 63, pt 5 The Geology of the Emo Area. 
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1976. Blackburn, c.E. OOM G.R. 140. Geology of the Off Lake-Burditt Lake 

1983. Edwards, O.G.S. Report 201. Geology of the Bethune Lake Area. 

1988. Johns, G. O.GS. Map P3110. Geology -Rainy River Area. 

The felsic volcanic component of the supracrustal units overlie, and also occur in, the upper 

part of a lower mafic metavolcanic, pillowed and non-pillowed, lava flow sequence that was 

intruded by metagabbro. In generaC rock units trend northeast, have a subvertical dip, and 

face southeast in a homoclinal sequence that is disrupted by faults. The width of the total 

metavolcanic sequence is at least 9 km, but the original thickness is unknown because of 

extensive flattening in the rock units. The felsic metavolcanic sequence, as previously 

mapped, actually comprises two distinct lithologies: felsic volcaniclastic units, and 

subvolcanic, quartz- ± plagioclase-phyric, felsic intrusions. The felsic volcaniclastic rocks 

form two, geographically distinct sequences: the Clearwater Lake sequence in the north and 

the Pinewood Lake sequence in the south. Each of these sequences is at least 2 km wide. 

The Clearwater Lake and Pinewood Lake volcaniclastic sequences are lithologicaly similar, 

and they are dominantly polymictic, clast-supported, felsic volcanic, pebble to cobble, and 

locally boulder conglomerate. The felsic intrusions are mostly concentrated near Off Lake 

where the Off Lake felsic dike complex is at least 9 km long and 4.5 km wide. Hundreds to 

thousands of dikes that are generally <5 m wide form about 85% of the complex; the other 

component of the complex is mafic metavolcanic lava flow and metagabbro blocks, 

megablocks, and septa that appear to be in original stratigraphic position. The dike complex 

was emplaced in the upper part of the lower mafic metavolcanic sequence; it is separated 

from the Clearwater Lake felsic volcaniclastic sequence on the east by about 800 m of mafic 

units and from the Pinewood Lake felsic volcaniclastic sequence on the south by a major 

fault (Ayres, 2007). 

8 
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RAINYRlVER 
RESOURCES 
GOLD OCCURRENCE: 
IN CALDERA ' 

BlACKHAWK 
STOCK. 

LATE GRAN1TOID STOCKS 

GRANITOID BATHOLITHS 

OFF LAKE DIKE COMPLEX: 
Quartz- +/- plagioclasc- phyric, 
felsic dikes 

FELSIC VOLCANTCLASTIC UNITS: 
Dominantly conglomerate 

?? 

---

FELSIC VOLCANICLASTIC UNITS: 

Not examined; distribution from previous 
workers 

MAFIC LAVA FLOWS AND 

GABBRO INTRUSIONS 

MATHER METASEDIMENTARY 
SEQUENCE: Sandstone & minor 
conglomerate 

FAULT 

GEOLOGICAL BOUNDARY 

Fig. 2 .. Sketch map showing location of units defined during the present swvey as well as those mapped by 

Blackburn (1976) and Fletcher and Irvine (1955). Township boundaries, highways, and major lakes 
are also shown. 
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WORK PROGRAM SUMMARY 

A total of 307 samples were taken for Au fire assay with an AA finish at Accurassay 

Laboratories of Thunder Bay. A subset of the 307 samples consisting of 62 samples were 

also assayed for PGE's. The remaining 245 samples were also analyzed for trace elements 

through a 32 element ICP sca.n. Samples were shipped to Accurassay Laboratories in 

Thunder Bay by Gardwine Transport Inc of Fort Francis. All pulps and rejects are stored in 

cargo containers at the RRR core shack property. The table below outlines the distribution 

of samples collected throughout the claim block. 

Table 2 
. t f lis 0 Claims W k or ed and Number 0 fS amoles on E ach 

Claim 

Township/Area Number Due Date Units Samples Taken 

FLEMING* 3019809 2010-May-17 12 36 

FLEMING 4208907 2008-Aug-17 16 30 

FLEMING 4208908 2008-Aug-17 8 5 

FLEMING 4211671 2008-Jun-26 1 9 

MENARY 4208872 2007-0ct-26 16 2 

MENARY 4208874 2007-0ct-26 16 2 

MENARY 4208910 2008-Aug-17 16 6 

MENARY 4208911 2008-Aug-17 16 7 

pons 3012554 2009-Mar-13 3 35 

pons 4208902 2008-Aug-17 8 1 

POTTS 4208903 2008-Aug-17 6 16 

POTTS 4211670 2008-Jun-26 4 2 

POTTS 4211672 2008-Jun-26 5 12 

POTTS 4218605 2009-Apr-19 4 3 

SENN* 3008455 2010-Jun-21 14 35 

SENN 3012526 2008-Feb-13 16 3 

SENN 3012530 2008-Feb-13 16 12 

SENN 3016066 2008-Feb-13 16 ! 15 

SENN 3016067 2008-Feb-13 16 50 

SENN 3016068 2008-Feb-13 16 1 

SENN 3016069 2008-Feb-13 16 25 

Sample location and gold assay maps can be found in Appendix 1. A spreadsheel 

compiling the contractors, dates of work, sample location, rock descriptions and analytical 

results are located in Appendix 2. Initial sampling was undertaken be CJ Baker during the 

months of October-November 2005. This was followed up by prospecting by Lome 

Aryers/Willia.m Averill dUIing May and June of 2006. Jessica Bjorkman and Mike Spoon 

continued prospecting and sampling for two week in May 2007. In August of 2007 Joe 

10 
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Hackle prospected the property for five days. Finally, CJ Baker followed up some of the 

better results with additional sampling in August of 2007. 

Daily Traverse Logs 

05-0ctober-2005 (CJ Baker) 

• traveled by truck to the Wagg Showing from the 404 Road to visit the Agassiz 

Showing (claim 4208872), sampled (76459) float adjacent trench; 
12-November-2005 (CJ Baker) 

• traveled by truck on Preachers Lake road to the Dillman Shear (claim 4208911) and 

took two samples (76460 & 76461); 
20-May-2006 (L.Ayers/W.Averill) 

• access by boat from Clearwater Lake, land traverse west of lake (claim 3012526) 

taking two samples ( 398051 & 398052); 
23-May-2006 (L.Ayers/W.Averill) 

• Continuation of May 20th traverse (claim 3012526) taking sample 398053; 
29-May-2006 (L.Ayers/W.Averill) 

• Lakeshore sampling (398055)and mapping on Clearwater Lake on claim 3016066; 
30-May-2006 (L.Ayers/W.Averill) 

• Lakeshore sampling (398056) and mapping on Clearwater Lake on claim 3016066; 
02-June-2006 (L.Ayers/fAI.Averill) 

• Land traverse from Off Lake Road taking sample 398057 on claim 3016069; 
07-June-2006 (L.Ayers/fAI.Averill) 

• Land traverse NW from Off Lake Road on claim 4211670 taking sample 398058; 
1O-June-2006 (L.Ayers/fAI.Averill) 

• Land traverse East from Off Lake Road on claim 4211672 taking sample 398059; 
11-June-2006 (L.Ayers/W.Averill) 

• Land traverse SE of Off Lake Road on claim 3012554 collecting sample 398060; 

• Land traverse NW of Off Lake Road on claim 3016069 taking samples 3980610 to 
398065; 

13-June-2006 (L.Ayers/W.Averill) 

• Roadside sampling along the Off Lake on claim 4211671 collecting samples 398066 to 
398068; 

15-June-2006 (L.Ayers/W.Averill) 

• Accessed Pony Creek by boat from Off Lake taking a shoreline sample (398071) on 
claim 4208903; 

18-June-2006 (L.Ayers/W.AverilI) 

• shoreline sampling on south side of Off Lake on claim 4208908 (sample 398073); 
21-June-2006 (L.Ayers/W.Averill) 

• Land traverse along hydro line north of Off Lake Road collecting samples 398074 to 
398076 on claim 3005455; 

22-June-2006 (L.Ayers/W.Averill) 

• Continuation of traverse southward along hydro line taking sample 398077 north of 
Off Lake Road on claim 3019809; 

24-June-2006 (L.Ayers/fAI.Averill) 

• Continuation of traverse southward along hydro line taking sample 398079 south of 
Off Lake Road on claim 3019809; 

11 
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25-June-2006 (L.Ayers/VV.Averill) 

• Land traverse along logging road west of Off Lake road on claim 4208902 collecting 

sample 398080; 

23-September-2006 (L.Ayers) 

• Land traverse from east to west across claim 4218605 taking samples 398262 and 

398264; 

ll-May-2007 (M.Spoon, K & 1 Bjorkman) 

• Sampled two (804051& 804052) outcrops along Off Lake Road on claim 3016069, 
collected another two samples at the intersection of Off Lake Road and access road 

to municipal dump I communications tower (804053 & 804053), proceeded west 

towards communications tower taking three samples (804054-804057) from a rusty 

schist; 

12-May-2007 (M.Spoon & 1 Bjorkman) 

• Land traverse across the peninsula between Clearwater Lake and Burditt Lake north 

of Pipestone Airways taking samples 804058 to 804066 on claim 3016069, prospected 

near the road side outcrop on claim 4211671 collecting samples 804067 to 804071 

including sample 804072 on claim 4211670, prospected north and south of Off Lake 

Road along hydro line to extend strike of base metal mineralization (804073&74) on 

claim 3019809; 

13-May-2007 (M.Spoon & J Bjorkman) 

• Land traverse between Clearwater Lake and Burditt Lake north of the Teddy Bear 

showing (804077 to 804086) on claim 3016066, land traverse west of boat launch 

(804087) at the end of Off Lake Road on claim 3016069; 

14-May-2007 (M.Spoon & J Bjorkman) 

• Land traverse prospecting roadside to power line west of communications tower 

then along the powerline from road to east of northeast peninsula of Spring Lake on 

claim 3016069 taking samples 804089 to 804116; 

15-May-2007 (M.Spoon & 1 Bjorkman) 

• Land traverse from hydro line south to Spring Lake collecting samples 804117 to 

804131 on claim 3005455; 
16-May-2007 (M.Spoon & J Bjorkman) 

• Land traverse prospecting peninsula on southeast end of Off Lake on claim 4208907 

taking samples 804132 to 804148, traversed roadside between Off and Burditt Lakes 

on the way back collecting samples 804150 to 804153 on claims 3016070 and 3019809; 

17-May-2007 (M.Spoon & J Bjorkman) 

• Land traverse east of Hwy 615 and north of Frenchman's Road, drove quad trail and 

did three loop traverses north of trail taking samples 804154 to 804163 on claim 

4211672, land traverse in the middle of the claim 3012554 on the west shore of Off 

Lake collecting samples 804168 to 804179; 

18-May-2007 (M.Spoon & 1 Bjorkman) 

• Traversed claim line (claim 4208906) leaving gravel pit on Frenchman's Road east to 

Off Lake, prospected point on southeast corner of claim (samples 804182 to 804196), 

lakeshore traverse onto claim 3012554 taking samples 804187 to 804193 halting 
traverse short of a lakeshore cottage lot; 

19-May-2007 (M.Spoon & 1 Bjorkman) 

• Land traverse west of Preacher Lake from south to north from the end of Preacher 
Lake Road on claim 4205909; (804204 to 804222) 

12 
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20-May-2007 (M.Spoon & J Bjorkman) 

• Land traversed north along west side of Preachers Lake from the end of Preacher 
lake Road between creek and quad trail on claim 4208909 collecting samples 804223 

804237, checked broken mafic rock (804238 to 804240) on roadside on way out to 

HWY 71 on claim 4208911; 

21-May-2007 (M.Spoon & J Bjorkman) 

• Land traversed and prospected (samples 804241 to 804246, 804258 to 804260) power 

line north of Spring Lake (claim 3005455) southwest of Cedar Lake and around an 

unnamed small lake on claim 3012530 (samples 804247 to 804257); 

22-May-2007 (M.Spoon & J Bjorkman) 

• Prospected powerline between Burditt and Off Lakes traversing from south to north 

from the SE comer of claim 3109809 across the Off Lake Road (samples 804261 to 

804269,804271 to 804285); 

21-June-2007 (CJ Baker) 

• Land traversed north from the east end of Preacher Lake Road on claim 4208909 
collecting samples 809522 to 809524; 

06-Aug-2007 (J.Hackl, R. Qualie) 

• Land traversed north from the end of Preacher Lake Road on claim 4208909 
collecting samples 804301 to 804303, road traverse from the 404 Road south into 

claim 4208874 west of Beadle Lake (samples 804304 & 804305); 
OS-Aug-2007 (J.Hackl, R. Qualie) 

• Land traverse along power line north of Spring Lake (claim 3005455) collecting 
samples 804356 to 804363; 

09-Aug-2007 (J.Hackl, R. Qualie) 

• Road traverse east from HWY 71 on Preacher Lake Road on claims 4208911 to 

4208910 collecting samples 804364 to 804372; 
10-Aug-2007 (J.Hackl, R. Qualie) 

• Shoreline traverse by boat along south and east shore of Off Lake on claims 4208907 

and 4208908 (samples 804382 to 804402); 

16-Aug-2007 (CJ Baker) 

• Shore line traverse along east shore of Off Lake on claim 3019809 taking sample 

409528; 
17-Aug-2007 (CJ Baker) 

• Land traversed (samples 809529) along power line north of Spring Lake (claim 
3005455) southwest of Cedar Lake, land traversed north from the east end of 

Preacher Lake Road on claim 4208909 collecting 9 sample 809530; 

19-Aug-2007 (CJ Baker) 

• Prospected powerline between Burditt and Off Lakes traversing from north to south 

from Off Lake Road on claim 3109809 (sample 809532); 

13 
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Project Supervisor 

Field Supervisor 

Contract Services 

Table 3 
Summa of Oa s Worked on Off Lake Pro e 

CJ Baker 

A. Tims 

L. Ayes, W.Averill 

M. Spoon, K. & J. Bjorkman 

J.Hackl, R. Qualie 

CONCLUSION AND RECOMMENDATIONS 

15 days 

5 days 

32 days 

22 days 

5 da s 

Anomalous gold mineralization occurs throughout the Off Lake Property typically 

accompanied by base metals. In particular the anomalous gold values along the southern 

and eastern shore of Off Lake should be followed up with an Induced Polarization survey 

once winter condition occur and a ground grid established. Targets derived from the IP 

survey should be tested by a 2 000 m drill program. 

A proposed budget for the above-recommended work is as follows: 

PHASE 1 - Grid and Geophysics: 

50.5 km of cut & picketed line @ S500jkm 

IP Survey, a=25, n=1-6, 45.5 km @ $1 500/km 

Field Consumables: 

Food and Accommodation: 

Vehicle Charges: 

Gridding and IP Program: 

PHASE 2 -Drill Testing: 

2000 m @ $200 I m. 

GRAND TOTAL 

14 

$25250 

$68250 

$1500 

$2550 

$1200 

$98750 

$400000 

1$4987501 
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STATEMENT OF QUALIFICATIONS 

I, Andrew A. B. Tims, of 317 Sillesdale Cr., Thunder Bay Ontario hereby certify that: 

1.) 

2.) 

3.) 

4.) 

5.) 

6.) 

I am the author of this report. 

I graduated from Carleton University, in Ottawa, with a Bachelor of Science Degree 

in Geology (1989). 

I possess a valid prospector's license and have been practising my profession as a 

geologist involved in mineral exploration for the past 16 years. 

I am a practising member of the Association of Professional Geoscientist of Ontario 

as well as a Fellow of the Geological Association of Canada. 

I do not hold or expect to receive any interest in the property described in this 

report. 

I consent to the use of this report by Rainy River Resources Inc. 

Thunder Bay, Ontario 

October 14, 2007 

Andrew Tims 

Geologist 

Northern Mineral Exploration Services 
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APPENDIX 1 - Sample Location Maps 

Map 1: Samples Location Map (1: 1 0 000) 
Map 2: Gold Assays Map (1 :10000) 
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APPENDIX 2 - Compiled Rock Descriptions and Assay Data 
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I OFF LAKE PROSPECTING SAMPLES 

I Sample Sampler Date UTM NAD83) Comments Au Ag AI As B Ba Be Bi Ca Cd Co Cr Cu Fe K Li Mg Mn Mo Na Ni 

Number Name Easting Northing pob loom ~!o I porn porn ppm lmmi ppm % lppm ppm ppm ppm % % h>pm % ppm ppm % ppm 

76459 CjB 05-0ct-OS 435673 5424153 Menary Tp, east of Agassiz Showing, float, IO%Py, Po. 12 I 8.62 225 N/A 129 6 <5 8.27 <10 22 489 815 7.54 0.40 19 2.91 1602 8 N/A 89 

I 
76460 CjB 12-Nov-05 435172 5418768 Menary Tp, near Dillman Shear Zone, angular rusty (Ct) float in gravel pit. 7 <I 1.32 206 N/A 66 5 <5 0.46 <10 3 14 65 3.26 0.03 10 0.03 152 9 N/A 3 

76461 CjB 12-Nov-05 435300 5419150 Menary Tp, near Dillman Shear Zone, sheared mafic, Py, malachite. 136 5 7.08 180 N/A 105 6 <5 8.72 <10 13 48 3186 >10.00 0.27 18 4.42 1310 19 N/A 139 

398051 LA 20-May-06 441610 5422674 Rusty area surrounding recessively weathered rusty clast in conglomerate 339 <1 1.19 3 82 78 4 0.Q3 <4 <I 169 43 9.59 0.19 7 0.44 134 18 0.06 12 

I 

I 

398052 LA 20-May-06 441652 5422668 Rusty clast in conglomerate 28 I 1.32 <2 76 121 2 0.11 <4 I 171 83 3.66 0.35 10 0.49 205 19 0.05 23 

398053 LA 23-May-06 441436 5422766 Rusty shear zone in conglomerate 17 <I 2.53 3 91 28 3 1.04 <4 15 456 547 6.77 0.21 10 1.76 679 1 0.05 171 

I 398055 LA 29-May-06 440892 5422312 Rusty zone in conglomerate - 10cm wide 10 <1 2. 38 47 43 <1 6.48 9 37 338 69 9.4 0.19 26 2.88 1506 58 0.03 181 

398056 LA 30-May-06 441251 5421895 Rusty zone in conglomerate associated with qtz vn; 25% vein quartz 6 <1 1.46 3 42 3~=W 0.18 <4 II 260 39 3.76 0.11 16 0.87 307 14 0.04 16 

398057 LA 02-Jun-06 440760 5420080 Mafic lava flow with minor (1 %) disscm. Py, 1% Py with <5mm Qtzl Ank veins 16 <1 5.27 16 45 29 2 4.16 18 69 104 277 >10.00 0.06 38 1.49 1511 40 0.04 91 

398058 LA 07-Jun-06 437928 5417825 Metagabbro megablock in composite, porphyritic felsic intrusion, 1 %Py 46 <1 3.24 <2 <10 99 <1 4.10 13 58 94 78 >10.00 0.23 2 1.7 1458 30 0.22 11 

398059 LA 10-Jun-06 438067 5416967 Rusty patch in Qtz+Plag+Phyric intrusion, adjacent to milky qtz vn, minor Py 48 <I U8 <2 <10 120 <1 0.28 <4 8 102 10 4.36 0.42 <I 0.58 284 6 0.04 7 

I 
398060 LA Il-Jun-06 438583 5416550 50% Qtz-Plag-Phyric felsic porphyry + 50% mafic metavolcanics, dissem. Pv 110 8 1.40 <2 <10 51 <I 1.53 8 34 116 673 8.23 0.22 <I 1.06 267 43 0.15 17 

398061 LA II-Jun-06 440760 5420760 Ankeritic matic metavolcanic with I %Py 74 <1 4.64 7 <10 134 <I 2.77 12 80 446 71 >10.00 <0.01 22 4.84 2009 13 0.06 104 

398062 LA II-Jun-06 440800 5420720 Felsic metavolcanic or intrusion (minor Qtz & Plag xtals), up to IO%Py 70 <1 5.77 42 <10 170 4 0.06 28 47 237 110 >10.00 0.23 <I 2.81 1181 75 0.04 35 

I 
398063 LA II-Jun-06 440801 5420720 Float near OF-A33, felsic metavolcanic with Qtz xtals, 5-1 O%Py 47 <I 5.26 12 <1Ot¥s-+ 2 0.90 19 34 107 13 >10.00 0.08 22 2.59 1364 46 0.04 41 

398064 LA II-Jun-06 440802 5420720 Float near OF-A33, felsic metavolcanic with Qtz xtals, 5-10%Py 56 <I 6.18 26 <10 3 0.02 31 19 167 148 >10.00 0.07 <I 3.12 1576 80 0.03 15 

398065 LA 11-Joo-06 440803 5420720 Float near OF-A33, 75% rusty Qtz vn, 25% Fv country rock, minor Py in both. 36 <J 2.61 <2 <10 41 <1 0.02 12 11 458 144 >10.00 0.03 <I 1.31 897 32 0.02 12 

39~W66 LA 13-Jun-06 439290 5417942 Non-magnetic, siliceous felsic unit with 5-8% dissem. Pv and azurite staining, 140 <I 1.69 <2 <10 66 <1 2.80 7 32 176 4698 3.88 0.18 9 1.66 371 8 0.11 64 

I 
398067 LA 13-Jun-06 439291 5417942 Magnetic siliceous ?felsic unit with minor Py and malachite staining. 42 <1 1.34 <2 <10 19 <1 2.72 14 36 220 1253 >10.00 0.02 <I 0.66 400 39 0.13 46 

398068 LA 13-Jun-06 439292 5417942 Magnetic siliceous ?felsic unit with 1O-15%Py, possible IF. 98 2 2.39 <2 <10 16 I 3.14 16 253 173 2224 >10,00 <0.01 3 1.38 437 38 0.04 90 

398071 LA 15-Jun-06 436884 5416705 Qtz-phyric telsic intrusion, 3-5%Py 40 <I 0.58 6 46 43 <I 1.08 <4 7 192 3 l.51 0.15 7 0.48 123 5 0.06 15 

398073 LA 18-Jun-06 439341 5416100 Qtz-phyric telsic intrusion; 2-3% dissem. Py and along fractures. 1400 <I 0.25 4 45 40 <I 0,13 <4 4 123 20 0.61 0.17 2 0.05 <100 16 0.03 5 

I 
398074 LA 21-Jun-06 439172 5420647 Leached rusty patch in polymictic Fv, pebble to boulder congl., no vis sulphides 31 <I 0.35 41 36 45 3 0,02 II 3 III 21 >10.00 0.16 <1 0.03 <100 14 0.04 6 

398075 LA 21-Jun-06 439192 5420486 Sulphide-rich cobble in polymictic, Fv, pebble-congl. 50%Py, 50%qtz. 452 5 0.11 291 51 8 II 0.15 48 205 208 142 >10.00 0.01 <1 0.02 343 76 0.01 232 

398076 LA 21-Jun-06 439493 5420286 Mass. Py from sulphide facies IF boulder in conglom. (polymictic Fv-Mv) 148 7 0.01 261 44 6 13 0.06 62 169 197 52 >10.00 <0.01 <1 <0.01 324 65 om 377 

I 

I 

398077 LA 22-Jun-06 440174 5419041 Metagabbro at contact with qtz-phyric felsic dyke; 2-4%Py, minor cPy. 25 II 5.14 21 44 43 4 0.4 17 54 149 783 >10.00 0.26 39 2,73 1987 34 0.02 50 

398079 LA 24-Jun-06 440529 5418372 Metapyroxinite, 3-8%Py; disseminated and in fractures. 8 <I 0.53 8 38 51 2 1.24 6 264 112 746 5.32 0.05 2 0.78 174 10 0.04 164 

398080 LA 25-Jun-06 435960 5415457 Qtz-phyric felsic intrusion. 2-3%Py, disseminated and along fractures. 9 <\ 0.89 ~1 0.46 <4 19 139 20 2.3 0.14& 0.87 159 8 0.05 34 

~&MS 
23-Sep-06 436528 5414143 10%Py assocociated with 5mm wide septum in qtz phyric felsic intrusion. 25 <I 1.85 0.25 8 24 477 88 7.1 0.11 1.16 284 17 0.1 22 

23-Sep-06 436249 5414095 Qtz-phyric felsic intrusion, I %Py. 13 <1 2.36 9 <10 175 ~ 0.37 6 12 413 18 4.8 0.61 21 1.42 432 13 0.1 21 

II-May-07 441080 5419752 mafic schist, fgr, non-mag, rusty, strike 155, dip steeply to east 8 <1 4.84 8 40 27 1 14 0.03 6 13 42 130 >10.00 0.17 22 1.79 1034 18 0.04 8 

804052 K&JB&MS II-May-07 441086 5419891 loose sub-oc, roadside, rusty gossan thruout w yellow sulfide staining. py thruout <5 <1 4.85 11 43 6 2 19 0.02 8 24 43 89 >10.00 0.01 3 2.04 2214 20 <0.01 24 . 

I 
804053 K&JB&MS ll-May-07 441003 5420354 loose pc (I mx 1 m). m-cgr, well-foliated felsic, grey w glassy qtz, tr-minor py, non-mag <5 <1 1.93 <2 28 64 <1 8 1.8 <4 8 84 13 3.26 0.42 9 0.57 817 6 0.08 8 

804054 K&JB&MS II-May-07 441009 5420358 fgr, mafic, frctrd, soft., in crk, fUSty, well-foliated, non-mag <5 <1 4.11 8 39 8 <1 10 1.14 <4 56 246 81 6.48 0.03 28 3.3 1160 4 0.08 66 

804055 K&JB &MS II-May-07 440467 5420767 loose local, fgr, cherty, qtz-carb, well-foliated, minor py on frctrs <5 <1 3.16 7 40 27 1 32 4.31 <4 40 31 25 8.96 0.09 32 2.2 2542 13 0.04 17 

I 
804056 JB&MS ll-May-07 440564 5420626 float, well-foliated felsic intrusive?,m/n', grey, glassy qtz, fine py in mini-bands 6 <1 1.97 4 36 68 <1 14 2.97 <4 20 43 22 4.18 0.27 17 1.24 1206 8 0.1 12 

~ JB&MS II-May-07 440573 5420631 float, 3mxlm, mgr, well-foliated, felsic, glassy qtz, yellowish-orange alt, minor py <5 <1 1.36 6 37 54 <1 <1 1.46 <4 12 39 23 2.17 0.2 12 0.62 491 4 0.06 12 

804058 JB&MS 12-May-07 441460 5420286 loose sub-oc, well-foliated felsic, rusted on wthrd+frctr surface, 1-3% fine py <5 <1 1.62 3 40 70 <1 10 1.05 <4 19 54 37 3.24 0.32 14 1.03 726 10 0.08 19 

804059 JB&MS 12-May-07 440606 5420601 mafic schist, fgr, minor diss py, tr epy along carb frctrs 158 <1 3.26 5 42 24 1 16 3.43 <4 32 19 32 9.02 0.02 47 1.87 2891 13 0.05 12 

I 
804060 JB&MS 12-May-07 440613 5420762 felsic schist, glassy qtz, v rusty, 3-5% py, non-mag <5 <1 1.99 10 25 25 1 16 0.13 <4 14 29 52 6.55 16 0.75 310 10 0.11 11 

804061 JB&MS 12-May-07 440613 5420762 felsic schist, fine 5mm qv with carb and py, strike 190 <5 <1 2.53 13 23 12 <1 8 5.58 <4 37 273 59 6,05 0.09 25 3.23 1378 3 0.16 96 

804062 JB&MS 12-May-07 440613 5420762 felsic schist, glassy qtz, rusty, hematite?, more sericite, rotted, minor py, non-mag <5 <1 1.24 18 33 <1 11 0.08 <4 5 33 11 3.31 0,15 9 0.43 440 6 0.1 8 

804063 JB&MS 12-May-07 440594 5420772 felsic schist w qtz, rotted, rusty, yellOW-fed-orange, hem alt, non-mag 8 <1 1.58 15 19 19 <1 16 0.05 <4 7 53 67 8.33 0.18 7 0.37 171 13 0.1 7 

I 
804064 JB&MS 12-May-07 440594 5420772 felsic schist, qtz, grey, rusty fretr, 1% cubey py <5 <1 2.03 7 23 33 <1 12 0.1 <4 4 89 11 3.44 0.14 15 0.75 213 6 0.14 9 

804065 JB&MS 12-May-07 440502 5420772 pillowed mafic vole schist, fgr, v carb alt <5 <1 4.06 8 38 32 1 16 3.4 4 28 27 9 9.77 0.07 33 2.33 2595 14 0.03 20 

804066 JB&MS 12-May-07 440794 5420451 mafic pillows, 1-2cm qv cross-cuts pillow fabric, carb alt, coated w calcite?, py w qtz and in vole 8 <1 2.66 6 24 <1 13 2.63 <4 22 50 52 7.31 0.07 20 1.5 2362 10 0.08 11 

I 
804067 JB&MS 12-May-07 439301 5417936 fgr, dk greyish, mildly epidotized thruout, magnetite crystals or poss sph?, 0.5% py, rusty, minor mal, strly mag 93 3 1.27 5 34 6 2 12 1.66 5 62 123 640 >10.00 0.03 6 0.56 280 21 0.14 52 

804068 JB&MS 12-May-07 439301 5417936 bs1t?, fgr, dk grey, 5-10% cpy in local patches+ffctr, mal+azerite staining on fretr, strongly mag 25 2 0.81 <2 36 10 1 11 1.5 4 22 98 904 >10.00 0.01 4 0.34 241 17 0.07 33 

804069 JB&MS 12-May-07 439301 5417936 bslt?, fgr, v hard, micro-fractures, 0.5%Py in local vns, otherwise minor py, modly mag 82 5 1.56 2 37 8 <1 15 1.94 <4 37 126 2745 6.9 0.04 9 1.16 314 21 0.16 40 

804070 I JB&MS 12-May-07 439300 5417938 felsic, grey, mgr, azurite on frctrs, cpy in local patches w azurite, pyrite 56 <1 0.69 2 30 20 <1 6 0.96 <4 11 94 2437 1.27 0.05 7 0.54 154 6 0.15 I 20 

I 
804071 JB&MS t2-May-07 439344 5417909 intermediate/felsic schist, mgr, grey, carb alt, 2-3% blebby py 153 1 2.95 9 37 146 <1 10 1.99 <4 43 78 535 5.85 0.19 89 2.14 609 17 O.gU 64 

804072 JB&MS 12-May-07 438317 5417602 felsic, grey, qtz eyes, carb alt, minor rust, minor py, side ofhwy 6 <1 1.23 3 31 116 <1 6 1.12 <4 10 88 23 1.53 0.34 11 0.53 440 3 0.11 10 

804073 JB&MS 12-May-07 440147 5419113 melagb, mgr, dk, swirly appearance to crystals, minor diss py+po thruout, lody mag w po, rusty on frctr <5 <1 2.47 3 25 9 <1 13 2.03 <4 28 71 80 5.31 0.08 15 1.39 723 8 0.29 27 

I 
804074 JB&MS 12-May-07 440355 5418804 felsic, white, glassy qtz, rusted + hem alt, minor py, fuchsite, powerline 768 59 0.46 18 33 51 <1 27 0.02 <4 5 124 144 1.75 0.23 2 0.02 <100 8 0.07 3 

804077 JB&MS 13-May-07 441081 5421509 schist, appears more mafic, hem alt, minor rotted py, non-mag 29 <1 3.06 3 34 89 <1 8 0.37 <4 20 131 23 4.9 0.25 29 1.65 673 7 0.11 32 

CjB - CJ Baker, LA - Lome Ayers 

I KB - Katrina Jessica Bjorkman, JH - Joe Hackle (a"<" sign indicates below detection limits) 1 of 12 



I OFF LAKE PROSPECTING SAMPLES 

I 

I 

I 

Sample Sampler Date UTM (NAD83) Comments Au Ag AI As B Ba Be Bi Ca Cd Co Cr Cu Fe K li Mg Mn Mo Na Ni 
804078 JB&MS 13-May-07 441115 5421577 schist, greyish green, minor carb, tr-minor py 23 <1 2.01lli29 50 <1 13 0.23 <4 13 107 24 2.82 0.18 17 0.95 368 4 0.18 16 • 
804079 JB&MS 13-M. -or41128 5421553 schist, qtz. carb alt, minor tine py 17 <1 3.69 21 51 <1 10 0.65 <4 37 220 66 6.03 0.09 42 2.44 1327 7 0.07 56 

804080 JB&MS 13 133 5421729 mafic, gb or bslt?, fgr, minor cube py thruout, non-mag, nr felsic ct 18 <1 5.26 8 34 23 <1 12 2.87 5 15 44 29 >10.00 0.06 44 1.57 5019 16 0.03 10 

804081 JB&~S 13 1123 5421748 well-foliated, appears mafic, dk grey, glassy qtz, minor-O,S';,), cubey py thruout and in squeezed clasts 11 <1 3.09 6 29 26 <1 12 2.37 <4 12 79 20 6.88 0.1 25 0.95 2800 10 0.06 9 

~ 
JB&MS 13-May-07 441177 5421716 felsic schist, yellow alt on frctrs, minor rotted py? 16 <1 0.77 5 24 66 <1 10 0.11 <4 4 51 16 1.49 0.19 7 0.26 <100 5 0.08 ~ 
JB&MS 13-May-07 440930 5421681 Ig sub-oc 3x3x7m, felsic schist, creamy orange, carb alt, tr fine py <5 <1 0.38 4 30 30 <1 7 7.78 <4 9 28 11 3.59 0.19 3 2.07 2026 

JB&MS 13-May-07 440718 5421437 loose loc, schist, dk grey, mgr, 2mm vnlts cross-cutting (kspar/plag?), peach coloured, minor cpy w vnlets+tr mal <5 <1 0.99 3 24 45 <1 5 2.6 <4 7 59 24 1.22 0.17 12 0.34 446 m 804085 JB&MS 13-~ay-07 440750 5421376 well-foliated felsic, greyish, glassy qtz, minor py v fine thruout, minor carb <5 <1 1.2 6 30 89 <1 5 0.85 <4 12 110 21 2.1~ 433 4 0.16 8 

804086 JB&MS 13-May-07 440821 5421329 loose sub-oe, mafic?, dk grey, minor chunky+cubey py <5 <1 1.73 2 30 73 <1 7 1.16 <4 14 83 28 2.81 0.19 7 547 16 

I 
804087 JB&MS 13-May-07 441492 5420370 felsic, grey, mgr, rust on frctr, minor hem staining, minor fine py <5 <1 1.1 4 34 76 <1 10 0.96 <4 11 106 21 1.58 0.54 8 0.54 403 ;) U • .1 10 
804089 JB&MS 14-May-07 440436 5420731 mafic, bslt?, fgr, felsic vnlets cross-cutting, minor blebby py w felsic vnlets, non-mag <5 <1 2.27 8 31 44 <1 11 0.98 <4 19 75 42 8 0.11 17 0.78 1127 10 0.06 13 
804090 JB&MS 14-May-07 440369 5420743 loosc ang sub-oc, bslt?, dk grey, ffmgr, felsic vnlets cross-cutting, minor py diss thruout, cpy w felsic, non-mag 10 <1 3.04 10 36 12 1 14 4.17 5 42 22 381 >10.00 0.02 23 2.05 3528 14 0.07 26 

I 

I 

I 

804091 JB&MS 14-May-07 440351 5420754 bslt?, f/mgr. minor-0.5% py 7 <1 4.62 20 34 19 1 23 1.08 10 32 50 293 >10.00 0.08 38 1.38 1317 17 0,03 30 

804092 JB&MS 14-May-07 440351 5420754 bslt?, ffmgr, rotted, rusted, gossin to frctr, 1 % blebby py 14 <1 3.35 26 32 8 2 20 0.07 7 24 55 124 >10.00 0.06 16 0.9 645 21 0.03 28 

804093 JB&MS 14-May-07 440338 5420702 at ct mafic+felsic schist, felsic is sample, mgr, carb alt, unable to see qtz, minor -0.5% py, strike 40, dip nr vert <5 <1 1.8 8 28 166 <1 16 3.42 <4 35 323 22 5.31 0.15 19 2.21 1520 

~ 804094 JB&MS 14-May-07 440325 5420692 well-foliated, mafic, felsic vnlets, minor-0.5% blebby py, non-mag, sub-oc <5 <1 4.29 14 28 16 1 17 3.14 6 85 24 149 >10.00 0.03 37 2.25 2859 17 25 

804095 JB&MS 14-May-07 440306 5420686 qv w mafic, loose but local, carb alt, minor py <5 <1 0.41 4 32 11 <1 8 0.06 <4 9 289 32 2.04 0.02 4 0.14 602 4 0.02 8 

804096 JB&MS 14-MaY-0~~420644 mafic, bslt?, fgr, mini felsic vnlet, micro-frctrd cross-cutting, carb alt, minor py, concentrated in vnlets, non-mag <5 <1 4.57 9 29 33 1 15 2.42 5 54 79 119 >10.00 0.08 44 2.22 1872 14 0.04 17 

~ 
JB&:VIS 14-May-07 420638 felsic schist, carb alt, minor cube py, strike 35, nr vert <5 <1 0.87 4 24 102 <1 4 1.7 <4 8 80 9 1.49 0.32 3 0.41 334 3 0.08 7 

JB&MS 14-May-07 440369 5420632 t/mgr, grey brown, carb alt, minor py thruout <5 <1 3.35 5 24 73 1 12 3.11 <4 26 46 41 8.01 0.12 27 1.96 2467 11 0.08 11 

804099 JB&MS 14-May-07 440431 5420586 bslt?, mafic, ffmgr, minor felsic vnlets, carb alt, py concent w mafic seam, tr cpy in seam <5 <1 2.73 11 32 41 <1 7 6.08 5 50 30 303 9.39 0.08 20 2.28 4517 12 0.02 13 
804100 JB&MS 14-May-07 440471 5420511 mafic striking 22, dip vert, intense hem+carb alt 1-3% diss py thruout black fretrs <5 <1 2.44 12 32 4 2 21 1.55 11 22 32 76 >10.00 <0.01 8 2.39 7994 30 0.01 10 

804101 JB&MS 14-May-07 440527 5420573 mafic, carb alt, minor py, roadside nr tower <5 <1 4.39 6 29 36 1 14 1.91 <4 31 61 51 7.19 0.1 29 1.56 1595 9 0.06 14 

I 

I 

I 

804102 JB&MS 14-May-07 440520 5420574 well-foliated mafic, rusty, minor-O.5'Yo py thruout, strike 12 <5 <1 5.07 10 30 29 1 12 1.15 6 28 30 75 >10.00 0.06 24 1.55 2146 16 0.02 12 

IIr 
14-May-07 440516 5420534 well-foliated mafic, felsic vnlets, carb alt, minor-I % py, strike 25 <1 2.28 8 26 61 <1 12 3.24 <4 32 61 60 6.38 0.11 12 1.34 2122 9 0.05 12 

8 &MS 14-May-07 440475 5420519 well-foliated mafic. felsic vnlets cross-cutting, carb alt, rusty, minor py thruout, strike 40 <v <1 3.45 6 29 64 1 17 4.73 5 42 23 87 >10.00 0.13 27 2.09 3349 12 0.06 16 

&MS 14-May-07 440472 5420511 well-foliated mafic, minor py with felsic bands, carb alt <5 <1 4.1 7 <10 45 1 20 2.65 5 28 34 33 9.68 0.07 33 1.85 2702 11 0.02 13 
8 JB&MS 14-May-07 440461 5420507 mafic, grey, felsic vnlets, carb alt, minor fine py <5 <1 3.5 10 38 50 2 18 5.46 6 42 66 79 >10.00 0.1 36 2.16 3265 12 0.06 31 
804107 JB&MS 14-May-07 440451 5420480 well-foliated mafic w felsic vn, carb alt, vn has minor py + tr cpy <5 <1 3.12 4 30 45 1 13 3.77 4 31 59 67 8.27 0.09 39 2.16 1896 11 0.05 24 

804108 JB&MS 14-May-07 440435 5420440 mineralized part of qv, minor py, tr cpy <5 <1 0.8 7 101 10 <1 7 0.11 <4~ 2.58 0.02 6 0.23 372 5 0.03 23 

804109 JB&MS 14-May-07 440435 5420440 mafic, ffmgr, carb alt, minor py w felsic <5 <1 2.95 7 31 39 <1 13 3.33 <4 75 84 7 0.12 24 1.43 1778 9 0.08 45 

804110 JB&MS 14-May-07 440557 5420893 loose, local, felsic schist, grey, minor py <5 <1 2.4 5 23 82 <1 9 1.87 <4 14 104 41 2.21 0.35 19 0.57 496 5 0.26 14 
804111 JB&MS 14-Mav-07 440608 5420889 mafic schist, earb alt, tr py <5 <1 4.17 7 24 14 1 6.58 <4 42 186 200 7.11 0.05 40 2.98 1421 8 0.09 55 

I 
804112 JB&MS 14-Mav-07 440568 5421114 felsic schist, hem alt, minor py, strike 35, dip vert <5 <1 2.23 10 25 64 <1 0.66 <4 12 87 31 5.71 0.21 19 0.55 710 8 0.09 19 
804113 JB&MS 14-~ay-07 440568 5421114 felsic schist, grey, less hem, more py 9 <1 1.66 8 27 74 <1 8 1.17 <4 12 77 38 4.13 0.21 13 0.38 673 7 0.08 15 i 
804114 JB&MS 14-May-07 440479 5421064 felsic schist, minor py thruout <5 <1 3.09 5 29 33 <1 11 2.1 <4 16 75 58 7.01 0.19 31 0.9 1136 10 0.07 15 

I 
804115 JB&MS 14-May-07 440434 5420991 felsic schist, minor py thruout <5 <1 2.04 8 27 42 <1 11 2.01 <4 19 

85Pt 
4.87 
016~ 

7 0.07 17 

804116 JB&MS 14-May-07 440387 5420697 well-foliated mafic, carb, minor py, 35 strike <5 <1 5.05 10 38 10 2 14 4.54 8 45 80 >10.00 0.02 20 0.02 46 

804117 JB&MS 15-May-07 440389 5420155 well-foliated mafic, bslt?, fgr, rusty, minor py <5 <1 3.98 7 32 64 1 9 2.66 5 50 78 63 9.82 0.1 1661 13 0.06 59 

804118 JB&MS 15-May-07 439499 5420272 well-foliated, bslt?, mgr, carb alt, minor py thruout, roadside <5 <1 1.31 6 37 234 1 10 2.36 <4 24 59 9 4.47 0.48 6 0.69 886 8 0.08 13 

I 

I 

804119 JB&MS 15-May-07 439532 5420112 from folded quartz vein, hem alt, minor py 4736 <1 0.13 14 45 27 <1 10 0.05 <4 21 412 253 5.41 0.04 3 0.02 727 10 0.02 9 
804120 JB&MS 15-May-07 439517 5420094 mafic schist, bslt?, bluish white cast to broken surface, carb alt, minor py thruout, non-mag, powerline 18 <1 4.59 7 35 3 2 27 4.77 8 40 19 71 >10.00 <0.01 25 2.03 4270 20 0.01 17 

804121 JB&MS 15-May-07 439596 5419940 well-foliated mafic, bslt?, strike 230, minor very fine py, non-mag 17 4 34 12 1 20 5.69 4 40 52 149 8.07 0.01 36 2.82 1678 10 0.02 41 

~_M'Y-07 439625 5419908 mafic schist, w felsic veins, earb alt w felsic, minor py, non-mag 22 9 27 40 <1 17 6.37 <4 45 157 89 7.05 0.04 33 2.41 1366 0.07 45 

804123 JB&MS 15-May-07 439512 5419641 loose, prob local, quartz vein, malachite + hematite staining, Ir py 23 5 29 7 <1 6 0.37 <4 5 421 688 0.87 <0.01 4 0.04 0.02 10 

15-May-07 439401 5419542 mafic schist w felsic inclusion + small quartz vein 3mm in felsic 8 <1 1.46 4 42 29 <1 18 >10.00 <4 23 40 43 4.87 0.09 16 4.45 0.04 21 

JB&MS 15-May-07 439401 5419542 mafic schist w felsic vein, carb alt, minor py 13 <1 1.14 4 38 10 <1 11 >10.00 <4 23 140 142 4.56 0.03 12 2.39 0.04 20 

804126 JB&MS 15-May-07 439401 z vein, few em folded in mafic 7 <1 0.87 <2 43 9 <1 11 5.52 <4 12 263 125 2.41 0.03 15 0.88 0.03 15 

I 804127 JB&MS i5-May-07 439412 vein in carb alt, hem ail zone in mafic schist 5 <1 0.33 <2 44 16 <1 4 2.93 <4 7 150 133 1.69 0.02 10 0.76 954 0.02 4 
804128 JB&MS 15-May-07 439412 5419507 mafic schist w quartz carb, hem alt (in place at camp fire pit at point) <5 <1 1.23 7 39 16 <1 4 8.43 <4 19 143 45 4.31 0.05 18 2.37 1873 2 0.05 23 
804129 JB&MS 15-May-07 439412 5419507 mafic schist w felsic and carb, hem alt, Ir py (few metres away from 804128) <5 <1 1.04 <2 39 17 <1 4 19 48 18 6.66 0.04 16 4.89 3154 4 0.04 11 

I 
804130 JB&MS 15-May-07 439477 5419548 well-foliated, mgr, green-grey, Ir py 5 <1 4.66 4 44 4 45 237 128 7.14 0.03 69 3.31 1796 8 0.03 51 

804131 JB&MS 15-May-07 439508 5419553 bslt?, fgr, white semi-translucent felsic oval-shaped in fgr mafic matrix-has minor fine py around rim, non-mag 7 <1 2.61 5 45 5 <1 8 1.54 <4 32 179 63 4.76 0.01 18 2.22 1005 3 0.06 42 

804132 JB&MS 16-May-07 440188 5416719 ang float, basal, f.g., dark grey, rusty frctr, massive Py on frctr, I%Py in rock, sl mag, on Ikshore 16 <1 1.39 3 48 12 <1 7 1.47 4 108 108 986 8.35 0.09 9 0.86 261 16 0.17 75 

804133 JB&MS 16-May-07 440129 5416733 felsic, mgr, looks intrusive, minor pyfcpy, minor mal+azerite thruout, frclr 0.5% cpy,mal+azer, mild epi,strike 30 29 <1 0.73 <2 43 58 <1 <1 1.07 <4 6 102 1601 1.06 0.39 12 0.52 197 4 0.06 7 

I 804134 JB&MS 16-May-07 440129 5416733 felsic, mgr, looks intrusive, minor pyfcpy, tr mal+azerite, minor cpy, mild epi, blue qtz eyes, next to QV 38 <1 0.8 <2 40 55 <1 <1 0.79 <4 5 146 256 0.97 0.26 13 0.53 271 1 0.07 6 
804135 JB&MS 16-May-07 440129 5416733 QV+felsic, 60cm, yellow-lime alt'n, minor-I % py locally 3346 <1 0.25 20 43 44 <1 3 0.05 <4 9 191 246 3.82 0.22 5 0.02 <100 17 0.02 14 

I 
CjB - CJ Baker, LA - Lome Ayers 

KB - Katrina Jessica Bjorkman, JH - Joe Hackle (a"<" sign indicates below detection limits) 2 of 12 



I OFF LAKE PROSPECTING SAMPLES 

I 

I 

Sample Sampler Date UTM (NAD83) Comments Au Ag AI As B Ba Be Bi Ca Cd Co Cr Cu Fe K U Mg Mn Mo Na Ni 

804136 J8&MS 16-Mav-07 440129 541 ~v' more felsic than qtz, yellow lime altn, spindly mafic crystals on frctr, minor-I % py lody 82 <1 0.25 10 42 58 <1 6 0.02 <4 4 179 13 1.7 0.25 5 0.02 <100 23 0.04 <1 

804137 J8&MS 16-May-07 440129 5416 felsic intrusive, minor py, qtz eyes (no cpy) 171 <1 0.84 11 44 50 <1 8 0.79 <4 9 143 153 1.94 0.35 13 0.7 393 5 0.04 14 

804138 J8&MS 16-May-07 440131 5416723 shrd felsic, qtz, rusty on frctr, tr-minor py, yellowish alt 741 <1 0.35 12 41 46 <1 <1 0.03 <4 2 150 33 2.2 0.32 6 0.1 <100 12 0.06 <1 

804139 JB&MS 16-May-07 440106 5416722 felsic intrusive, bi, qtz, minor py, cpy 11 <1 1.03 <2 46 140 <1 6 1.11 <4 8 138 48 1.29 0.71 15 0.76 242 3 0.09 12 

I 
804140 J8&MS 16-May-07 440083 5416709 QV, rusted, some mafic, py 94 <1 0.34 26 40 62 <1 19 0.06 <4 16 203 18 3.86 0.35 7 0.08 <100 80 0.02 8 
804141 J8&MS 16-May-07 440083 5416709 QV, 20-30cm wide, white/grey with yellow altn, up to 3% py, strike 5 744 :+ 0.21 24 40 -&t* 13 

0ti:ili 29 
253 17 6.42 0.2 5 0.02 <100 39 0.01 18 

804142 J8&MS 16-May-07 440083 5416709 fr felsic int beside QV, mgr, epidotized, qtz, bi, minor py 13 1.02 <2 50 <1 O. 9 142 26 1.28 0.57 16 0.86 290 8 0.08 19 
804143 JB&MS 16-May-07 440072 5416708 float, bslt, fgr, 1% py, modly mag 22 <1 0.7 <2 42 26 1 15 0.98 7 81 123 573 >10.00 0.06 7 0.59 221 25 0.1 42 

804144 JB&MS 16-May-07 440061 5416699 float-Ioc?, bslt/gb?, mgr, plag/felsic sub-ang phenocrysts floating in matrix, minor py, sl-modly mag 10 <1 0.88 <2 44 13 <1 2 1.15 <4 21 118 211 4.12 0.04 8 0.81 159 5 0.12 15 

I 

I 

I 

804145 JB&MS 16-May-07 440061 5416699 felsic intr, rusty, yellowish, 0.5-1 % py 84 <1 1.ll. 39 47 49 <1 3 0.2 <4*, 15 3.01 0.77 18 0.98 393 151 0.03 21 

804146 JB&MS 16-May-07 440029 5416662 intr w felsic on frctr, mgr, py in rock +on frctr 13 <1 1.64 <2 42 72 <1 <1 0.86 <4 79 2.01 0.51 26 1.56 714 2 0.05 10 
804147 JB&MS 16-May-07 440031 5416617 float shoreline, bsltlgb, mafic, mgr, mass py+mgt on frctr 14 <1 0.85 <2 42 19 <1 4 0.47 <4 281 3.49 0.11 13 0.95 187 6 0.05 29 

804148 JB&MS 16-May-07 440094 5416601 bldr float top of hill, gb'?, mgr with v.fgr, epidotized plag, 1% py, sl mag <5 <1 1.54 <2 41 172 <1 <1 1.3 * 150 
71 4.12 0.5 16 1.4 496 4 0.09 25 

804149 J8&MS 16-May-07 440939 5416854 gb or bslt?, mgr, sl mag, minor py, poss source of floats seen on shoreline 16 <1 0.88 <2 45 37 <1 2 1.2 86 235 5.37 0.18 302 7 0.14 5 
804150 JB&MS 16-May-07 441089 5417928 basalt or mlgb, f.g., rusted frctr, minor Py, non-magnetic, roadside 267 <1 2.94 m 244 <1 8 1.11 <4 34 70 105 7.03 0.57 42 1.5 747 8 0.15 44 

804151 JB&MS 16-May-07 440817 5418745 bslt, fgr, rusty on fretrs, chlorite, minor py, 182 strike, roadside <5 <1 4.1 174 1 17 0.61 5 49 95 91 9.82 0.99 50 1.48 726 11 0.08 47 

804152 JB&MS 16-May-07 440777 5418908 bslt or gb, f/mgr, minor py, non-mag, roadside 10 <l 2.24 <2 41 31 <1 8 4.11 <4 28 109 95 3.53 0.14 16 0.85 527 3 0.22 37 

804153 JB&MS 16-Mav-07 440806 5418995 dk bslt or metamor felsic?, blue qtz eyes, fgr, minor-O.5% py on frctrs, non-mag <5 <1 1.62 <2 44 45 <1 4 1.82 <4 18 53 24 4.38 0.15 11 0.71 553 5 0.2 <1 
804154 JB&MS 17-May-07 438169 5416776 19b, mgT, sl grey green alt colour, minor py, 81 mag 10cJy, on quad trail <5 2 2.01 <2 49 22 <1 6 1.39 <4 33 32 77 6.58 0.08 10 0.85 513 7 0.2 9 

I 
804155 JB&MS 17-May-07 438088 5416880 felsic, grey, semi-translucent, rusty frelrs, glassy qtz, minor-0.5% py mostly on frctrs 37 <1 0.56 <2 41 48 <1 <1 0.14 <4 8 117 5 1.79 0.15 7 0.27 113 4 0.07 <1 

804156 JB&MS 17-May-07 438088 5416880 sub-oc, felsic, grey w 81 reddish tinge, semi-translucent, rusty fretrs, glassy qtz, minor-O.5'Yo py mostly on frctrs 43 <1 0.49 11 39 76 <1 2 0.09 <4 8 94 7 2.08 0.28 5 0.12 <100 3 0.04 <1 
804157 JB&MS 17-May-07 438088 5416886 same felsic, red-purple tinge to rock, rusty frctr, minor py 30 <1 0.39 7 37 60 <1 4 0.17 <4 10 221 6 1.63 0.23 4 0.08 <100 3 0.03 <1 

I 
804158 JB&MS 17-May-07 438126 5416926 gb,?, mafic" fgr, trctrd, at felsic ct, py along fretrs, modly mag 9 <1 2.13 4 46 11 

:: ,13,1.39 
4 78 76 130 7.86 0.05 15 1.43 907 9 0.07 45 

804159 JB&MS 17-May-07 438258 5416979 dk grey w minor epi, glassy qtz, tr-minor py 8 <1 1.06 <2 43 50 <4 

Tol-
86 4 2.23 0.16 14 0.85 443 2 0.04 <1 

804160 JB&MS 17-May-07 438198 5417067 19b?, fgr, minor py, more in frctrs, modly mag to strly at mgt band, sub-OC 26 <1 3.11 <2 42 28 5 I 75 241 9.4 0.06 45 2.97 1356 11 0.04 50 
804161 JB&MS 17-May-07 438153 5417096 Igreyish felsic, mgr, mild epi altn, 1% py on frctr 11 <1 0.77 <2 39 62 <1 2 0.58 <4 21 87 7 3.12 0.2 10 0.49 330 4 0.05 <1 

I 

I 

I 

I 

I 

804162 JB&MS 17-May-07 438303 5417254 bslt?, mafic, fgr, minor py, non-mag 7 <1 1.67 <2 41 48 <1 1 4.06 <4 33 51 105 4.41 0.19 10 0.78 799 5 0.16 34 

804163 JB&MS 17-May-07 438338 5417018 felsic gran, grey+reddish, rusty on frctr, minor py 17 <1 0.44 12 38 207 <1 5 0.05 <4 7 110 9 1.82 0.29 4 0.18 <100 5 0.05 <1 
804168 JB&MS 17-May-07 438977 5417150 felsic, mgr, hem alt on fretr, tr-minor py 7 <1 1.28 <2 38 61 <1 7 0.3 <4 15 182 11 3.15 0~7 156 3 0,1 28 
804169 JB&MS 17-May-07 438988 5417126 ang float Ikshore looks local, gran?, mgr, felsic, grey w white inclusions, blue qtz eyes, 3-5% py 6 <1 0.85 <2 40 13 <1 5 0.07 <4 2 60 6 1.51 O. .78 158 1 0.08 <1 
804170 JB&MS 17-May-07 439000 5417338 felsic, grey, mgr, glassy qtz, minor py 6 <1 0.86 <2 38 53 <1 <1 0.48 <4 4 86 38 1.74 0.18 10 0.51 205 1 0.05 <1 
804171 JB&MS 17-May-07 439012 5417345 greyish+white, semi-tranl, glassy qtz, rusty on frctr, minor-O.5% py 12 <1 0,83 <2 38 129 <1 1 0.2 <4 6 151 6 2.07 0.32 6 0.35 101 3 0.06 4 
804172 JB&MS 17-May-07 439034 5417327 felsic. white grey, rusty frctr, minor py 8 <1 0.86 <2 39 76 <1 4 0.06 <4 4 169 24 2.24 0.2 17 0.75f* 0.07 6 
804173 JB&MS i I-May-07 439044 5417325 felSIC, whIte grey, rusty tretr, ycllowish alt, minor py <5 <1 1.13 <2 39 138 <1 3 0.17 <4 8 215 13 2.41 0.19 18 0.86 12 3 0.13 14 

804174 JB&MS 17-May-07 439164 5417300 felsic, white+grey, 0.5% py 13 <1 0.45 <2 39 96 <1 <1 0.17 <4 3 139 113 1.28 0.24 6 0.3 <100 2 0.1 <1 

804175 JB&MS l7-May-07 439211 5417323 felsic, white, sllime green alt w py, minor py 13 <1 0.52 <2 40 79 <1 <1 0.2 <4 

3:9~ 
0.81 0.29 5 0,16 <100 

3~ 804176 JB&MS 17-May-07 439189 5417336 sub-OC, felsic, white, yellowish alt, rusty frctr, minorpy <5 <1 0.34 <2 37 67 <1 <1 0.1 <4 1.17 0.29 3 0.02 <100 7 1 

804178 JB&MS 17-May-07 438814 5417380 dk green grey, chi?minor py, sl mag 9 <1 3,33 <2 42 13 <1 7 1,39 <4 6.99 0.05 33 2.35 969 7 0.08 47 

804179 JB&MS 17-May-07 438793 5417280 fgr, greenish grey, micro-frctrs w felsic+epi, minor py, non-mag 14 2 3.57 16 47 28 <1 8 1.86 <4 65 93 199 

~ 
58 2.65 1365 6 0.02 62 

804180 JB&MS 18-May-07 438471 5416436 felsic, gran, rusty on frctr, minor py <5 <1 0.54 <2 43 19 <1 <1 0.22 <4 9 96 39 6 0.3 104 73 0.24 <1 
804181 JB&MS 18-May-07 438471 5416436 felsic, white grey, rusty on frctr, minor py <5 <1 0.89 <2 43 18 <1 <1 1.06 <4 27 106 231 2. . 3 10 0.65 248 5 0.22 2 
804182 JB&MS 18-May-07 438498 5416445 mlgb?, 70% hbl, 30% grey green felsic/plag, minor py, v.sl mag <5 <1 1.92 <2 53 13 1 <1 1.42 <4 42 32 101 6.83 0.08 14 1.01 518 9 0.16 17 
804183 JB&MS 18-May-07 438575 5416420 felsic, white-grey, mgr, 1cm rose qtz/felsic vn, rusty on frctr, 0.5% py thruout <5 <1 0.71 <2 42 76 <1 5 0.23 <4 10 183 8 2.03 0.14 7 0.49 <100 3 0.12 7 

I 
804184 JB&MS 18-May-07 438575 B*6420 felsic, white, grey w sl orange brown colour, rust on frctr, minor py thruout, nr claim line <5 <1 0.62 3 40 90 <1 13 0.28 <4 6 165 7 1.96 0.17 7 0.47 <100 3 0.09 4 
804185 JB&MS 18-May-07 438625 6415 greyish mafic, f/mgr, minor py, modly-strly mag <5 <1 1.37 <2 41 7 <1 18 1.15 5 35 61 72 8.64 0.02 13 1.15 337 11 0.1 13 
804186 JB&MS 18-May-07 6340 gb?, mgr, greenish dk grey, minor fine py, 51 mag <5 <1 2,04 <2 51 25 <1. 6 1.18 <4 37 29 99 6.29 0.11 17 1.28 557 7 0.07 14 
804187 JB&MS 18-May-07 438730 5416316 greenish grey mafic, tlmgr, rusty on fretr w qv, 5-10% cubey py, non-mag 32 2 2.55 3 44 12 <1 11 1 5 29 57 380 8.15 0.02 32 2.36 439 16 0.05 30 

I 
804188 JB&MS 18-M~0 5416316 vn, yuggy qtz in qv, white grey, minor py, minor epi, minor epy in qtz, minor orange, local rose clr 33 <1 0.47 <2 45 8 <1 5 2.22 <4 9 375 324 2.48 0.02 7 0.3 168 6 0.05 10 
804189 JB&MS 18-Ma 8721 5416314 felsic, white, fUsty, hem ail, lime all, minor py more on frdr 8 <1 0.46 <2 25 20 <1 <1 0.22 <4 4 177 9 1.99 0.05 5 0.21 <100 12 0.23 <1 
804190 JB&MS 18-May-07 438735 5416301 dk grey, fgr, 2-5mm greenish+pale pink felsic vnlts, minor cpy in vnlts, minor py in mafic, strly mag 33 <1 1.52 3 64 27 <1 8 1.94 5 31 66 808 8.72 0.06 1.19 622 14~ n 
804191 JB&MS 18-May-07 438735 5416301 dk grey, fgr, minor cpy in frctrs, minor mal-'-azer in local rust patch, minor py in mafic, strly mag 50 <1 1.67 <2 67 23 1 12 1.72 5 33 78 774 >10.00 0.06 18 1.21 574 14 0.13 21 

I 
804192 JB&MS 18-May-07 438744 5416330 felsic, white-grey, minor py eoncent in patches, poss gal/sph? 12 <1 0.69 <2 43 97 <1 6 1.11 <4 9 108 11 1.55 0.17 7 0.57 126 2 0.09 10 

804193 JB&MS 18-May-07 438747 5416313 mafic, frctrd+broken, fgr, rusty, mal+minor azer stain on ffetrs, modly-strly mag 55 <1 2.26 <2 39 10 1 14 1.62 5 29 41 1212 9.75 0.01 19 2.28 438 17 0.05 35 
804194 JB&MS 18-May-07 438748 5416308 on point, felsic + qv, minor py on frctrs, vn is cross-cutting mafic 18 <1 0.69 <2 42 23 <1 <1 0.29 <4 8 289 36 2.32 0.09 5 0.44 101 5 0.25 4 
804195 JB&MS 18-May-07 438748 5416323 mafic vole, shr zone, rusty, rotted, mal+azer stain w felsic on frctr, minor py, 51 mag 25 <1 2.47 7 43 54 <1 8 1.18 17 35 118 605 8.43 0.02 18 2.46 472 10 0.04 47 

I 804196 JB&MS 18-May-07 438749 5416328 felsic, white wang mafic indus em scale, monolithic breccia, minor epy+py 37 <1 2.25 2 40 7 <1 5 0.84 6 25 109 606 5.31 0.02 22 2.29 466 7 0.03 20 

804197 JB&MS 18-May-07 438756 5416497 mafic, fgr, green-grey, rusty gossin to fret, mass py along frctr, 51 mag 43 1 1.86 4 42 14 <1 6 1.17 6 45 182 191 8.49 0.05 17 1.52 510 11 0.05 37 

I 
CjB - CJ Baker, LA - Lome Ayers 

KB - Katrina Jessica Bjorkman, JH - Joe Hackle (a"<" sign indicates below detection limits) 3 of 12 



I OFF LAKE PROSPECTING SAMPLES 

I Sample Sampler Date UTM (NAD83) Comments Au Ag AI As B Ba Be Bi Ca Cd Co Cr Cu Fe K Li Mg Mn Mo Na Ni 

804198 JB&MS 18-May-07 438763 5416493 fr rusty shr zone, felsic w qtz, rose, yellow+ ordnge alt intensely, minor fpy thruout 57 1 0.18 7 42 44 <1 <1 0.16 <4 13 81 34 2.32 0.16 2 0.02 <100 43 0.13 <1 I 

804199 JB&MS 18-May-07 438764 5416527 mafic, fgr, 10% mgt, epi'd w more epi in frctrs, minor py+mgt in frctrs 13 3 1.87 5 42 8 <1 <1 1.97 4 48 128 272 6.84 0.05 10 1.08 603 9 0.09 53 

I 804200 J8&MS 18-May-07 438783 5416516 felsic, gran?, rusty frctr, rose+orange colour, minor py, minor mal staining 14 <1 0.34 <2 42 9 <1 <1 0.21 

ibD 
507 116 2.04 0.04 3 0.2 102 10 0.08 7 i 

804201 JB&MS 18-May-07 438800 5416541 mafic, fgr, moderate mal on frctrs, strongly mag, minor py 12 <1 1.87 2 41 6 1 10 1.31 142 2862 >10.00 <0.01 12 1.47 538 20 0.08 64 ! 

804202 JB&MS 18-May-07 438800 5416541 semi-vuggy, rose QV, minor py 66 <1 0.55 <2 44 5 <1 <1 0.33 <4 8 343 208 2.43 0.02 5 0.39 142 4 0.02 7 

I 
804203 JB&MS 18-May-07 438873 5416788 felsic, grey, rusty on frctr, minor-O.5'Yo py 13 <1 1.25 <2 41 73 <1 3 0.15 <4 9 119 64 2.54 0.16 17 1.2 270 2 0.06 6 
804204 JB&MS 19-May-07 437587 5419020 felsic, white+grey, minor chunky cubey py on frctr <5 <1 0.82 <2 45 110 <1 <1 1.01 <4 9 134 14 1.16 0.22 6 0.55 207 <1 0.11 6 

804205 J8&MS 19-May-07 437590 5419031 mlgb, fr mini-I Ocm shr zone <5 <1 2.75 <2 38 18 <1 3 1.24 <4 37 

hm~4 
4.91 0.03 18 2.11 814 4 0.07 35 

804206 J8&MS 19-May-07 437623 5419027 gb, greenish grey, minor cpy, po+py diss thruout, non-mag except po, rusted a bit 6 <1 2.26 4 40 6 <1 5 0.78 <4 44 4.45 <0.01 11 1.97 744 3 0.02 48 

I 804207 JB&MS 19-May-07 437650 5419089 mlgb, f/mgr, minor py, po?, sl mag, 0.5 cm epi vn <5 <1 3.53 3 43 50 1 12 3.69 5 52 60 114 8.25 0.23 25 2.47 1314 9 0.03 48 

804208 JB&MS 19-May-07 437654 5419094 mlgb, f/mgr, greenish dk grey, minor epi, minor py, non-mag 6 <1 4.31 3 40 101 1 18 2.58 6 53 70 131 9.64 0.54 33 2.93 1359 11 0.02 59 

804209 JB&MS 19-May-07 437800 5419403 mafic, mgr, w blue qtz eyes, green grey epi alt, minor py, tr mal, sl-modly mag 45 <1 2.3 <2 40 22 1 13 1.23 5 47 14 74 9.74 0.08 15 1.61 1248 10 0.04 <1 

I 
804210 JB&MS 19-May-07 437800 5419437 mlgb, mlcgr, hbl+pxn are dominant crvstal, minor py, non-mag 7 <1 2.76 <2 41 10 <1 3 1.15 <4 43 13 151 6.8 0.02 13 1.74 1041 7 0.05 19 

804211 J8&MS 19-May-07 437776 5419455 gb, mgr, green-dk grey, minor cpy in local sm patches, 51-modly mag 11 1 2.74 <2 41 28 <1 17 1.88 5 54 3 204 8.93 0.02 15 1.8 1280 11 0.05 7 

804212~ 19-May-07 437776 5419455 gb, mgr, green-dk grey, sm spaces filled w mgt crystals, modly mag, strly mag w mgt 10 <1 2.68 <2 41 40 <1 7 1.83 5 59 4 188 9.01 0.03 15 1.74 1296 11 0.07 

804213 S 19-May-07 437757 5419456 mafic, dk grey, f/mgr, minor cubey py thruout, sl mag loc1y w py 5 <1 1.3 <2 43 142 <1 3 2.46 <4 24 206 36 2.71 0.53 15 1.43 521 3 0.16 

I 

I 

804214 J8&MS 19-May-07 437757 5419456 dk grey, mgr, minor chunky py+diss py thruoul, (poss cpy), modly-strly mag 16 <1 1.79 <2 43 51 <1 6 0.88 4 45 <1 247 6.97 0.19 11 1.2 656 10 0.05 12 

804215 J8&MS 19-May-07 437753 5419447 gb, f/mgr, greenish dk grey, minor cpy+py fine diss thruout, non-mag, at ct 28 <1 2.07 <2 42 33 <1 9 2.25 <4 35 16 863 5.27 0.12 13 1.41 929 8 0.05 14 

804216 JB&MS 19-May-07 437736 5419449 gb, mgr-peg, hbl crystals 12cm long and slender, minor py, non-mag <5 <1 1.64 <2~1 <1 0.78 <4 24 30 13 3.57 0.01 8 1.1 562 3 0.04 5 

804217 J8&MS 19-May-07 437883 5419608 mela pxnite or hblite?, m/egr, minor py, non-mag 84 <1 2.23 <2 1 2 0.82 <4 35 2 66 5.89 0.04 6 1.38 983 6 0.04 7 

804218 J8&MS 19-May-07 437833 5419646 leucogb, whitish grey, mgr w cgr crystal faces, minor-0.5% py, sl mag w py-po, OC is full of x-cutting qvs <5 <1 2.73 <2 40 7 <1 7 0.4 <4 46 18 130 4.68 0.01 22 2.55 626 3 0.03 75 

804219 JB&MS 19-Mav-07 437833 5419646 rusty alt orange qtz fr QV, egr, minor py <5 <1 0.57 <2 41 2 <1 2 0.08 <4 6 211 60 1.45 <0.01 5 0.54 166 1 0.02 2 

I 

I 

804220 J8&MS 19-\1ay-07 437833 5419646 leucogb, mgr, minor py, po diss thruout, tr cpy <5 <1 1.74 <2 42 9 <1 7 0.79 

::~ 
145 3,4 0.02 11 1.44 463 3 0.04 22 

804221 J8&MS 19-May-07 437653 5419680 mafic, f/mgr, greenish grey, minor py, tr cpy <5 <1 2.93 <2 41 6 <1 <1 1.53 115 6.68 0.02 10 1.82 1007 6 0.03 44 

804222 JB&MS 19-May-07 437841 5419745 ultramafic, talcose, strike 210 20 <1 2.2 2 41 5 <1 4 0.1 <4 8 34 3.47 <0.01 2 3.76 382 <1 0.01 361 

804223 ~MaY-07 436536 5416726 float bldr, sed?, sandy txtr, bi, layered, rusty, minor py <5 <1 1.54 <2 47 98 <1 6 0.52 <4 13 39 89 4.26 0.22 69 0.62 208 6 0.08 <1 
804224 J 20-May-07 436584 5416710 felsic, hem alt, rusty, minor py 19 <1 0.94 5 41 70 <1 14 0.1 <4 21 97 194 4.45 0.14 5 0.42 145 8 0.09 10 

804225 J8&MS 20-May-07 436587 5416718 Iqtz w felsic, rose qtz-hem all, rusty carb alt, 1 % py <5 <1 0,42 <2 42 122 <1 8 0.05 <4 8 101 5 3.16 0.24 5 0.1 <100 H-H* <1 

~ 
20-May-07 436587 5416718 felsic, white, It orange/brown, minor-\ % fine py diss thruout, yellow alt w py 8 <1 0.39 <2 40 79 <1 <1 0.14 <4 4 59 20 1.87 0.19 4 0.18 <100 <1 

8042 S 20-May-07 436587 5416718 felsic, white grey, glassv qtz, 1-5% py diss thruout 7 <1 0.46 <2 39 70 <1 <1 0.93 <4 12 107 17 2.37 0.19 4 0.27 114 3 0.08 3 

I 

I 

804228 J8&MS 20-May-07 436602 5416763 mafvolc, fgr, rusty, minor py on frctrs, v.sl mag 5 1 1.89 <2 39 48 <1 4 1.76 <4 32 105 84 6.05 0.34 6 0.96 559 6 0.19 26 

804229 J8&MS 20-May-07 436637 5416687 felsic, grey, minor py 14 <1 0.63 <2 36 87 <1 5 0.45 <4 9 98 17 1.25 0.31 7 0.34 <100 1 0.07 <1 
i 804230 JB&MS 20-May-07 436801 5416700 felsic, white grey, minor py concen at yellow alt fretr, poss sph 21 <1 0.3 <2 37 66 <1 <1 0.34~ 6 m 1.08 0.2 4 0.04 <100 2 0.05 <1 
, 804231 JB&MS 20-May-07 436790 5416707 felsic, rusty, mini-shr zone, hem alt, yellow alt, minor py to mass on frctr <5 <1 0.45 <2 3~:n09 <1 9 0.22 21 3.36 0,25 6 0.19 <100 5 0.07 6 

804232 JB&MS 20-May-07 436777 5416707 felsic, dk grey, 1-3% cpy in patches along fretr, minor bornite 96 <1 0.48 <2 38 08 <1 3 0.46 <4 6 0.77 0.28m 0.22 <100 <1 0.06 <1 i 

804233 J8&MS 20-May-07 436775 5416724 felsic, grey white, non-crystal, minor py 11 <1 0.42 <2 38 88 <1 2 0.42 <4 7 64 4 0.93 0.27 0.1 <100 1 0.07 <1 

I 
804234 J8&MS 20-May-07 436780 5416720 Iqtz felsic shr zone, rusty, carb, hem alt, minor chunky py 26 <1 0.36 <2 35 146 

<ltl 
0.02 <4 4 54 7 2,12 0.29 3 0.03 <100 16 0.05 <1 

804235 JB&MS 436780 5416720 felsic-qlz, no crystal, not shrd, hem alt, yellow powder alt on fretr, minor py, rusty 7 <1 0.36 <2 36 98 <1 0.13 <4 6 59 4 1.15 0.24 2 0.03 <100 3 0.08 <1 

804236 JB&MS 20-May-07 436749 5416703 felsic, gran?, white grey, 1 % py 8 <1 0.5 <2 36 65 <1 <1 0.97 <4 27 96 5 1.65 0.21 4 0.24 102 2 0.07 10 

804237 J8&MS 20-May-07 436745 5416775 felsic, white cream, minor orange, 51 green tinge, rusty frctf, minor py 21 0.39 <2 39 74 <1 <1 0.14 <4 15 73 16 1.76 0.21 3 0.15 <100 2 0.09 <1 

I 
804238 J8&MS 20-May-07 435731 5418975 mafvolc, v.fgr w cgr, fretrd, blocky, po+cpy w cgr, sl mag, strly mag w po, po is lcm2 in 2 places, roadside 15 <1 2.17 <2 40 33 <1 4 2 4 63 35 400 7.6 0.15 10 1.46 975 8 0.06 49 
804239 J8&MS 20-May-07 435710 5418992 broken blocky, maf volc, fgr, sl mag, minor po, rusty on frctrs 6 <1 1.43 <2 29 15 <1 6 1.33 <4 36 63 105 4.33 0.08 5 0.87 554 4 0.09 33 
804240 J8&MS 20-YIay-07 435710 5418992 samc as 239, more alt, cgr+fgr, rusty gossin, mass py in cgr band, po in rock 10 <1 1.63 <2 40 17 <1 6 0.94 <4 48 40 190 6.72 0.08 8 1.08 716 8 0.08 35 

I 

I 

804241 J8&MS 21-YIay-07 439369 5420321 felsic vole, shrd, rusty, minor py, strike 340, powerline <5 <1 
0*1* 

36 56 <1 <1 0.08 <4 3 51 35 2.05 0.3 1 0.12 102 4 0.04 <1 

804242 J8&MS 21-May-07 439365 5420317 felsic vole, shrd, ham alt, rusty, minor py, strike 350 9 <1 1. 37 63 
<1t+H

09 <4 7 51 45 6.44 0,23 5 0.48 389 9 0.06 9 
804243 J8&MS 21-May-07 439200 5420501 grey vole, minor py in local patches, whole OC has sulfburns in scattered patches 6 <1 1.81 3 36 154 <1 .41 

<4ffi 
40 18 4m 0.2 6 0.42 676 6 0.07 4 

804244 J8&MS 21-May-07 439194 5420542 felsic vole, congl, minor py, hem alt 5 <1 0.99 8 36 96 <1 <1 0.32 <4 44 31 2. 0.17 6 0.32 352 3 0.06 1 

804245 J8&MS 21-May-07 439216 5420591 felsic, congl, shrd, rusty, mass py in local places 14 <1 0.71 7 35 54 <1 2 0.05 <4 4 72 8 3.2 0.21 2 0.13 <100 6 0.06 <1 

804246 JB&MS 2i-May-07 439162 5420632 felsic vo\c/congl, rusty, hem air, minorpy 58 <1 0.85 8 34 49 <1 <1 0.74 <4 8 54 12 2.09 0.19 3 0.21 515 3 0.06 1 

804247 JB&MS 21-May-07 439197 5421244 at fault, mafvole, schisted, carb alt, minor cube py, 0.5cm felsic vn w carb + py 8 <1 2.21 3 44 <1 14 3.87 4 22 20 33 7.97 0.03 0.95 2777 9 0.06 <1 
804248 JB&MS 21-May-07 439190 5421265 at fault, mafvo1c, schistcd, carb alt, 3% fine+cubey py 8 <1 2.41 4 41 5 2 16 >10.00 9 30 2 162 >10.00 0.02 11 7958 22 <0.01 3 

I 
804249 JB&MS 21-May-07 439500 5421564 maf vole, grey, flmgr, minor cube py, 3-5% mgt, madly mag <5 <1 2.44 <2 40 9 <1 5 3.49 5 43 1 87 8.67 0.01 9 2.14 1046 10 0.05 6 
804250 JB&MS 21-May-07 439624 5421585 felsic schist, UM?mafvolc, rusty, minor-0.5% py in bands, N end oflake in swamp narrows 51 <1 0.89 17 31 82 <1 10 0.21 <4 16 50 75 4.33 0.21 3 0.45 201 6 0.03 16 
804251 J8&MS 21-May-07 439633 5421583 mafvolc, shrd, semi-schist, felsic vnlets, carb all puply brown, 0.5% py conc along frctrs, non-mag, Ikshore Nend 19 <1 4.34 3 39 8 2 27 1.72 13 28 4 175 >10.00 0.01 4 1.39 7504 27 <0.01 12 

I 
804252 JB&MS 21-M'ym: 5421615 1 em carb alt QV in maf volc, minor py 6 <1 1.37 <2 14 26 <1 7 1.45 <4 12 174 6 6.29 0.01 2 0.49 3388 8 <0.01 <1 

804253 J8&MS 21-May- 5421615 mafvolc schist, felsic 2mm vnlts w carb, 1-3% chunky, cubey py concen in felsic vnlets, strike 50 9 <1 4.28 3 38 12 1 15 3.82 8 41 3 129 >10.00 <0.01 6 1.57 5518 18 <0.01 9 

804254 JB&MS 21-May-07 439699 5421738 mafvok, carb alt,l% cubey py, non-mag 9 <1 3.61 4 40 8 1 23 5.93 8 29 9 220 >10.00 0.02 8 1.81 6405 19 0.03 13 

I 
CjB - CJ Baker, LA - Lorne Ayers 

KB - Katrina Jessica Bjorkman, JH Joe Hackle (a"<" sign indicates below detection limits) 4 of 12 



I OFF LAKE PROSPECTING SAMPLES 

I Sample Sampler Date UTM NAD83) Comments Au Ag AI As B Ba Be Bi Ca Cd Co Cr Cu Fe K Li Mg Mn Mo Na Ni 

804255 18&MS 21-May-07 439833 5421656 rusty conglomerate (same as on powerline), rotted out sulfide, orange-yellow 6 <1 1 14 39 29 <1 9 0.17 4 5 63 28 7.87 0.15 2 0.31 435 11 0.05 <1 

804256 18&MS 21-May-07 439022 5420949 maf vole, carb alt, minor cube py 7 <1 2.75 7 37 63 <1 12 3.38 5 33 7 65 9.08 0.09 13 1.23 2452 11 0.04 6 

I 804257 18&MS 21-May-07 438997 5420938 maf volc, carb alt, py along carb vns, powerline 7 <1 1.56 <2 38 37 <1 8 6.25 <4 23 17 17 6.39 0.07 7 1.64 2532 8 0.05 <1 

804258 18&MS 21-May-07 439214 5420821 maf volc, rusty, minor py 14 <1 5.53 7 35 8 2 16 0.21 7 30 342 111 >10.00 0.02 14 3.31 2966 16 <0.01 38 

I 

I 

I 

804259 18&MS 21-May-07 439295 5420731 1 x1.5x2m ang float bldr, grey, very hard, rusty on whole rock, minor py, tr cpy <5 <1 1.96 <2 38 12 <1 11 0.85 <4 28 49 61 4.23 0.03 13 1.44 632 4 0.05 38 

804260 18&MS 21-May-07 439196 5420706 maf volc, well-foliated, modly carb alt, minor py diss thruout 8 <1 1.83 4 35 99 <1 10 5.45 <4 32 228 32 5.7 0.19 13 2.89 1848 15~ 
804261 18&MS 22-May-07 440627 5418079 bslt?, fgr, mafie, rusty gossin to frctr, 0.5% py, strly mag, sub-oc <5 <I 2.04 <2 39 116 <I 8 1.27 <4 37 141 114 6.14 0.37 IO 0.87 643 lJ 19 40 

804262 18&MS 22-May-07 440653 5417965 bslt/gb?, flmgr, dk mafic, minor py thruout+along frctrs, sl mag 13 <I 1.39 <2 37 59 <I 4 1.19 <4 40 98~ 4.75 0.14 7 1.06 519 5 0.14 51 

804263 18&MS 22-May-07 440679 5417953 mlgb, f-cgr, pxn+plag, minor fine py, non-mag 9 <I 1.17 <2 39 236 <I <I 2.04 <4 41 134 2.64 0.48 13 1.48 491 <I 0.11 120 

804264 JB&MS 22-May-07 440673 5417955 bslt!gb?, mafic, v.fgr, minor fine py thruout, sl mag, nr ct 5 <I 2.41 <2 38 153 <1 2 1.75 <4 38 III 49 5.38 ~1.36 862 6 0.13 55 

804265 18&MS 22-May-07 440674 5418000 mafic or felsic metamorph?, fgr, 5-10% blue qtz eyes, rusty gossan to frctr, 5% diss py thruout, v.sl mag locly 15 <1 1.81 <2 41 100 <1 
*1.33 

<4 41 74 234 5.19 0.3 13 1.3 540 6 0.2 56 

804266 18&MS 22-May-07 440640 5418024 mafic bslt/gb?, fgr, rusty, minor py, poss po?, sl mag, fr broken sub-oc at poles 8 <I 1.35 <2 42 45 <1 1.36 <4 32 89 83 5.8 0.14 7 0.93 584 7 0.17 24 

804267 18&MS 22-May-07 440595 5418117 mafic, bsltlgb?, fgr, rusty on frctrs, 0.5% py in stringers along frctrs, modly mag 8 <1 0.98 <2 44 69 <I 1 1.05 <4 34 56 73 7.35 0.23 5 0.79 493 9 0.12 3 

804268 18&MS 22-May-07 440573 5418225 bsltlgb?, mgr, greenish-grey, 1% blebby py, modly-strly mag 5 <I 2.5 <2 47 154 <I 7 0.75 <4 36 87 138 7.3 0.3 21 2.19 820 9 0.04 36 I 
18&MS 22-May-07 440602 5418169 mafic, bslt/gb?, flmgr, 5% py thruout, non-mag, nr felsic ct 9 1 2.36 <2 40 231 <1 I 0.94 <4 32 94 60 6.19 1.14 16 1.78 783 7 0.08 30 • 

I 

I 

18&MS 22-May-07 440524 5418370 mlgb, pxn, f-cgr, minor mal, rusty, 5-10% py 27 <1 0.42 3 43 24 <I 

tI 
<4 95 120 875 2.76 0.1 2 0.64 119 3 0.06 95 

804272 18&MS 22-May-07 440524 5418370 mlgb, pxn, f-cgr, rusty, 5-10% py with 5cm knob 000% py, non-mag 36 <I 0.25 4 41 61 <1 <1 7 <4 68 95 717 3.26 0.11 <I 0.4 <100 4 0.04 107 

804273 JB&MS 22-May-07 440516 5418414 Igabbro, m.g., 3% py, non-mag 8 <1 1.04 <2 41 58 <I 2 5 <4 37 157 130 3.2 0.24 6 0.95 382 5 0.08 50 

804274 JB&MS 22-May-07 440516 5418414 melanogabbro, dk grey, 10% cubic py 18 <1 2.45 <2 42 46 <I 7 9 54 63 176 7.31 0.17 12 2.16 837 9 0.04 32 

804275 18&MS 22-May-07 440480 5418456 I gabbro, mafic, fgr, rusty frctrs. 3% py, non-mag 19 <1 2.48 <2 44 148 <I 12 0.79 <4 38 100 108 6.73 0.52 13 1.59 681 7 0.06 28 

804276 18&MS 22-May-07 440443 5418495 mafic, f.g .. eonglomerate or mixed up w felsic at ct, 3-5% py, non-mag, rusty gossin to entire oc 19 <1 2.02 <2 52 160 <1 3 1.03 <4 42 100 92 6.36 0.67 16 1.49 569 7 0.12 34 

804277~S 22-May-07 440466 5418540 mafic, (g., mild mal+azurile staining, rusty, massivc Py in local patches, galena - two crystals 614 47 0.85 27 45 50 <I 79 2.6 152 53 195 1898 6.23 0.21 8 0.9 1123 7 0.05 93 

804278 is 22-May-07 440453 5418541 mafic, (g., few felsic veinlets, 5% py 30 I 1.82 <2 45 107 <I 6 1.04 6 35 118 129 6.25 0.5 24 1.44 576 9 0.09 25 

I 
804279 18&MS 

~ 
5418638 melanogabbro, mlcgr, minor py 19 <1 1.19 <2 46 9 <I 10 1.2 6 23 40 139 3.51 0.04 6 0.9 392 4 0.15 14 

804280 18&MS 5418685 shear zone, IOdeg, x-cutting mm felsic veinlets, rusty gossan, 1-3% py 265 4 2.49 11 49 12 1 22 0.44 10 51 87 424 >10.00 0.07 40 1.4 1130 14 0.02 29 

804281 JB&MS 22-May-07 440382 5418715 mafic vole, f.g., rusty goss to frctr, minor-O.5'Yo py 25 4 57 1 7 0.33 10 42 70 312 >10.00 0.6 54 2.48 1277 12 0.04 15 

I 
804282 18&MS 22-May-07 440070 5419255 mafic vole, rusty gossin to frctr, mass py in local patches 13 <I 80 <\ 5 1.16 4 36 100 99 7.4 0.33 26 1.08 1086 9 0.14 34 

804283 JB&MS 22-May-07 440085 5419198 mafic vole, f.g., rusty frctr, modly mag loclv minor diss py/po thruout, tr cpy, in rock pile, sub-oc <5 <I 52 <1 6 1.44 <4 28 83 82 6.26 0.25 19 0.97 985 7 0.14 21 

804284 18&MS 22-May-07 440145 5419161 mafic, (g., gb?, dk grey, rusty frctr, minor po+py thruout <5 <I 65 <1 5 1.46 <4 29 125 118 5.08 0.19 16 0.89 645 6 0.17 I 20 I 

I 

I 

I 

804285 JB&MS 22-May-07 439934 5419411 mafic, f.g., med grey, 10/ I spots, non-mag 9 <I 4.2 <2 39 42 <1 16 0.83 4 69 128 153 7.57 0.13 36 2.97 1041 

9~ 804301 JH 06-Aug-07 437579 5419499 weathered surface, grey white, fresh surface white & gray, I %Py, qtz stockwork. 8 <1 0.86 4 44 143 2 1 0.47 <4 9 108 4 1.71 0.24 6 0.46 210 <1 

e=+ 06-Aug-07 437576 5419494 w/s grey & white, fls grey, f.g., 2%Py. 5 <1 0.65 3 42 186 2 <1 0.42 <4 7 113 1 1.24 0.3 5 0.23 113 1 

06-Aug-07 437563 5419621 w/s grey & white, fls grey, f.g., 2%Py. 17 <1 

'.r 
6 0.15 <4 7 437 19 3.04 0.01 7 0.92 340 <1 0.03 16 _. 

06-Aug-07 436140 5421644 w/s rusty brown, fls grey & white, f.g. qtz veining, 1 %Py in wallrock. 

m 
0.55 58 2 122 0.27 <4 4 268 95 1.32 0.19 4 0.21 136 <1 0.06 9 

804305 JH 06-Aug-07 436140 5421644 w/s rusty pink, tis yellow & brown, leached out, 3%Py. 0.27 2 42 18 2 28 0.03 <4 6 456 96 1.47 0.05 3 0.15 128 4 0.02 15 

804356 JH 08-Aug-07 439539 5420140 wls rusty brown, fls brown, leached out, sheared, 1-2%Py. 1.11 3 11 0.04 4 12 110 140 7.26 0.14 8 0.24 425 12 0.05 20 

804357 JH 08-Aug-07 439539 5420140 wls rusty brown, fls granular, black, sheared mafic volcanic, 2-3%Py. 2. 3 15 0.28 7 47 182 193 >10.00 0.09 22 0.72 785 18 0.04 39 

804358 JH 08-Aug-07 439535 5420136 w/s rusty brown, fls brown mafic, 5%Py. <1 4.14 24 32 30 3 24 0.57 8 16 109 194 >10.00 0.06 36 1.38 1194 17 0.03 31 

804359 JH 08-Aug-07 439535 5420136 sheared mafic, carbonatised, 5-6%Py. 51 <1 3.91 27 36 15 3 19 1.12 9 25 163 187 >10.00 0.07 36 1.38 1627 19 0.03 35 

804360 JH 08-Aug-07 439539 5420122 sheared mafic volcanic, m.g. I%Py. 26 <1 4.72 4 33 11 3 21 2.27 11 49 114 306 >10.00 <0.01 37 1.38 3484 19 0.02 61 

I 

I 

804361 JH 08-Aug-07 439536 5420134 sheared mafic volcanic, I %Py. 30 <1 2.33 19 33 24 2 11 0.76 5 25 167 167 8.24 0.05 23 0.89 725 8 0.05 39 

804362 1H 08-Aug-07 439555 5420079 shcared mafic volcanic, 3%Py. <5 <1 0.34 <2 35 32 2 <1 0.56 <4 7 ~O.O2 4 0.23 333 2 0.11 12 

804363 JH 08-Aug-07 439562 5420073 wls rusty red, fls rusty red & brown, 1 %Py, trace cPy. 6 <1 0.6 2 
ffiB6 

2 3 

~ 
2 <0.01 6 0.77 376 <1 0.09 43 

804364 JH 09-Aug-07 434607 5419140 Ibid. 6 <1 2.5 2 37 7 2 5 6 0.04 12 1.5 956 1 0.06 27 

804365 JH 09-Aug-07 435888 5418946 w/s rusty brown, fls rusty green, 4%Py, same location as SN809525 24 2 2.06 5 36 21 2 16 0.41 5 148 85 1228 9.53 0.07 9 1.25 853 9 0.06 78 

804366 JH 09-Aug-07 435888 5418946 w/s rusty brown, fls black greeen, f.g., 3%Py, sheared, same location as SN809525 15 <1 2.74 2 36 12 2 10 0.5 <4 59 85 852 7.01 0.06 13 1.77 951 2 0.06 40 

804367 JH 09-Aug-07 435888 5418946 Ibid, same location as SN809525 13 5 3.93 5 42 10 2 7 0.5 5 76 114 407 9.66 0.03 17 2.46 1341 6 0.06 39 

I 
804368 JH 09-Aug-07 435888 5418946 wls rusty, fls rusty green, sheared, leached, 4%Py, same location as SN809525 87 4 2.95 3 38 111 3 21 0.32 7 40 118 1402 >10.00 0.74 

I :~ 1'56
1 

728 

12 0.04 23 

804369 HI U9-Aug-07 435888 541~')46 ibtd, same location as SN~09525 21 <1 2.37 5 35 95 2 12 1.08 4 59 124 

~ 
6 0.07 46 

804370 JH 09-Aug-07 434843 5423272 qtz vein material, trace Py. 6 <1 1.12 <2 29 77 2 7 0.18 <4 7 274 . 7 3 0.06 9 

804371 JH 09-Aug-07 434856 5423264 w/s rusty yellow, fls grey, felsic rock, 1 %Py. 30 <1 1.13 2 31 77 2 4 0.18 <4 7 264 57 1.72 0.46 8 0.3 213 4 0.06 10 

I 
804372 JH 09-Aug-07 436844 5414070 w/s rusty, grey, fls grey felsic, 2%Py, trace cPy. 15 <1 0.82 2 35 64 2 <1 0.15 <4 7 244 29 1.53 0.12 10 0.51 138 <1 0.13 10 
804382 JH 10-Aug-07 439063 5416045 wls grey, fls grey white, m.g., 2%Py, tf. cPy, malachite. 17 <1 0.97 <2 34 146 2 <1 0.24 <4 10 262 164 1.51 0.59 11 0.58 128 6 0.08 28 

804383 JH IO-Aug-07 439063 5416045 Ibid. 8 <1 0.98 <2 32 201 2 <1 0.46 <4 5 358 61 1.03 0.53 9 0.32 202 <1 0.11 20 

I 
804384 JH 10-Aug-07 439347 5416077 Ibid, sheared, trace Py. 11 <1 0.99 <2 34 181 2 <1 0.39 <4 6 305 84 0.97 0.6 9 0.34 127 1 0.12 21 

804385 JH IO-Aug-07 439402 5415940 qtz vein material, I%Py. <5 <1 0.66 <2 36 108 2 <1 0.35 <4 6 570 13 1.15 0.25 9 0.41 176 <1 0.12 20 

I 
CjB - CJ Baker, LA - Lome Ayers 

KB - Katrina Jessica Bjorkman, JH - Joe Hackle (a"<" sign indicates below detection limits) 5 of 12 



I OFF LAKE PROSPECTING SAMPLES 

I 

I 

I 

Sample Sampler Date UTM (NAD83) Comments Au Ag AI As B Ba Be Bi Ca Cd Co Cr Cu Fe K Li Mg Mn Mo Na Ni 

804386 JH 10-Aug-07 439402 5415940 Ibid. 6 <1 0.82 <2 36 119 

ill 
0.35 <4 7 373 18 1.09 0.28 10 0.54 153 <1 0.14 23 

804387 JH 10-Aug-07 43940~40 qtz vein material, trace Py. 52 2 0.17 3 40 22 0.49 <4 3 1013 99 1.17 0.03 3 0.07 173 4 0.04 19 

804388 JH IO-Aug-07 440128 735 qtz vein, 2%Py, leached out. 2637 <1 0.08 25 31 14 0.02m 3 346 10 1.45 0.08 2 <0.01 <100 10 0.01 12 

804389 JH IO-Aug-07 440128 5416735 qtz vein, 4%Py, trace Mo. 3077 1 t%.m 19 31 30 2 5 0.02 7 658 38 2.8 0.17 3 0.01 

~ 
0.02 23 

804390

K 
10-Aug-07 440\30 5416736 sheared felsic, 3%Py. 202 1 10 31 I 72 2 <1 0.17 <4 6 402 72 1.73 0.37 5 0.08 0.03 18 

804391 H IO-Aug-07 440405 5417022 wls rusty brown, fls green black, 3-4%Py, tr. Po, tr. cPy, moderately magnetic. 44 4 1.57 3 33 17 2 4 0.9 <4 30 230 196 7.36 0.12 10 1.23 319 5 0.08 38 

804392 IO-Aug-07 ~5417022 w/s rusty brown, tis green & white, 2%Py. 11 5 1.08 3 37 17 2 <1 1.29 <4 22 141 84 3.18 0.04 8 0.87 187 <1 0.11 24 

804393 JH IO-Aug-07 440479 5417585 w/s brown, fls white, felsic, 1 %Py, trace cPy, malachite. 41 1 0.6 <2 34 9 2 3 0.12 <4 7 386 878 1.5 0.04 9 0.41 113 17 0.15 38 

804394 JH 10-Aug-07 440482 5417564 wls rusty brown, fls grey brown, siliceous, 2-3%Py. 9 <1 0.48 4 37 18 2 <1 0.14 <4 13 432 22 2.28 0.05 7 0.33 <100 5 0.17 16 

I 
804395 JH IO-Aug-07 440482 5417564 sheared felsic, leached out, siliceous, 4%Py. 6 <1 0.4 3 29 36 2 4 0.04 <4 6 547 12 1.52 0.16 4 0.08 <100 66 0.13 14 

804396 JH IO-Aug-07 440482 5417574 Ibid. 7 <1 0.8 <2 28 67 2 <1 0.1 <4 2 265 4 0.94 0.25 10 0.4 105 <1 0.05 13 

804397 JH IO-Aug-07 440487 5417598 wls rusty brown, fls white, siliceous, 1 %Py, 1 %cPy. 21 2 0.33 3 39 4 2 2 0.24 <4 33 319 694 2.07 0.01 5 0.23 104 23 0.12 18 

I 
. 804398 JH 10-Aug-07 440487 5417598 w/s rusty brown, fls rusty green, sheared, 3%Py . 25 2 1.74 3 42 4 2 9 0.36 <4 14 146 420 7.01 0.03 17 1.74 229 3 0.05 41 

804399 JH 10-Aug-07 440482 5417620 w/s rusty brown, fls green, m.g. 3-4%Py, tf. cPy, malachite. 24 1 3.49 4 36 3 2 11 4.96 <4 65 102 1067 6.9 <0.01 33 3.19 825 <1 0.05 60 

804400 JH IO-Aug-07 440404 5417856 w/s brown, tlsgreen sheared, 2%Py, trace cPy. 20 2 2.41 6 37 31 2 18 1.58 <4 29 146 71 6.4 0.11 21 2.09 546 <1 0.05 41 

804401 JH IO-Aug-07 440248 5418274 Ibid. 9 <1 1.45 5 40 6 2 9 0.36 <4 28 336 414 4.75 0.02 16 1.35 274 <1 0.11 18 

I 
804402 JH 10-Aug-07 440248 5418274 wis rusty brown, fls grey sheared, 3-4%Py. 14 <1 1.64 7 38 8 2 17 0.39 <4 36 299 65 7.74 0.02 17 1.54 313 9 0.09 25 

809523 CjB 21-Jun-07 437838 5419652 Preacher Lake area, 4m north of#522, trace Po, Py, gossan. Follow up to Jessica's anomalous PtlPd <5 

809524 CiB 21-Jun-07 437834 5419650 Preacher Lake area, qtz and gabbro, trace Po, Py, gossan. tollow up to Jessica's anomalous PtJPd. 12 

I 
809525 CjB 21-Jun-07 435888 5418946 Road to Preacher Lake, sheared, gossan, Py, cPy, very siliceous (resampled by JH as 804365-369). 76 

809526 CiB 15-Aug-07 436596 5411904 Cunningham Farm, qtz vein, 2%Py, bluish, brittle fracture, same location as S!N804349. 87 

809528 CjB 16-Aug-07 440253 5418284 East shoreline of Off Lake, near S!N804402, dissem. 2-3%Py, ?Sph, pale grey, qtz xtals, subcrop on shoreline. 17 

809529 CjB 17-Aug-07 439531 5420109 Hematite stained folded qtz vein sampled by Jessica B. with SN804119, strong foliation. 9 

I 
809530 CjB 17-Aug-07 437789 5419584 NW Preacher Lake, stained. v.e.g., see photos, along strike from PtlPd showing. spotted (brown) appearance. 328 

809532 CiB 19-Aug-07 440466 5418540 V.f.g mafic volcanic, dark grey, 1-2%Py, Po, malachite staining, magnetic, same as S/N804277 location. <5 

I 

I 

I 

I 

I 

I 

I 

I 

I 

I 
CjB - CJ Baker, LA - Lome Ayers 
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I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

Sample P Pb Se Se Si Sn Sr Ti TI V W Y Zn 
Number ppm ppm % ppm ppm ppm Ippni ppm • oom 1000tl ppm 

76459 274 79 38 N!A <10 120 4608 12 248 175 15 411 

76460 <100 22 6 N/A <10 19 <100 8 9 66 <I 10 

76461 5082 112 13 N/A 12 338 4895 13 313 231 58 577 

398051 657 17 <5 <5 0.04 <10 45 <100 <1 39 64 <1 L08 
398052 722 15 <5 9 0.03 <10 84 <100 <1 19 24 <1 129 

398053 473 15 <5 19 0.05 <10 12 5094 <1 144 42 7 464 

398055 1324 15 <5 <5 0.04 <10 490 <100 1 38 <LO 5 88 

398056 457 8 <5 <5 0.03 <10 23 1318 <\ 22 <10 \ 63 

398057 969 23 <5 <5 0.07 <10 34 1264 2 266 <10 4 159 

398058 807 <1 <5 <5 0.21 <10 31 5243 <I 281 <10 20 153 

398059 512 <\ <5 <5 0.06 <10 98 1499 <I 17 <10 <\ 49 

398060 605 <\ <5 <5 0.23 <10 47 5579 <\ 101 <10 9 33 

398061 338 <1 <5 <5 0.16 <10 24 169 <1 289 <10 2 109 

398062 758 10 <5 <5 0.20 <10 12 403 <I 124 <10 2 316 

398063 500 7 <5 <5 0.15 <10 8 143 <I 96 <10 5 346 

398064 506 28 <5 <5 0.24 <10 <3 596 <\ \06 <]0 2 293 

398065 324 <1 <5 <5 0.30 <10 <3 I 289 <1 63 <10 I 162 

398066 1067 <1 <5 <5 0.21 <10 122 7944 <1 130 <10 13 44 

398067 765 <1 <5 <5 0.14 
<10 1274 

>10,000 <I 227 <10 19 17 

398068 833 2 <5 <5 0.14 ~178 <10 11 47 

398071 469 <I <5 <5 0.06 <10 24 324 5 <10 1 15 

~329 <I <5 <5 0.04 <10 13 121 <1 : <2 <10 1 11 

3 519 25 <5 <5 0.04 <10 48 <100 3 26 <10 <1 14 

398075 <100 172 8 <5 0.04 <10 6 <100 16 19 <10 <I 6 

398076 <100 149 8 6 0.02 <10 <3 <100 10 18 <\0 <\ 6 

398077 856 44 <5 <5 0.12 <10 15 2246 5 228 11 8 570 

398079 207 6 <5 <5 0.29 <10 26 442 <1 21 <10 I 10 

398080 1060 <I 5 <5 0.03 <10 38 988 <I 37 <\0 3 29 

398262 475 13 5 0.06 <)0 48 643 <I 58 <10 2 42 
398264 581 4 <5 <5 0.06 <10 41 1182 <1 69 <10 3 65 

804051 314 372 5 <5 0.04 <10 7 194 2 35 <10 <1 171 

804052 229 518 <5 6 0.04 <10 <3 309 6 111 <10 <1 216 

804053 325 85 <5 <5 0.03 <10 51 190 <1 14 <10 2 75 

804054 244 180 <5 <5 0.04 <10 33 2797 1 174 <10 6 49 

804055 837 261 <5 <5 0.04 <10 73 893 2 197 <10 5 45 

804056 508 106 <5 <5 0.04 <10 75 139 3 60 <10 3 17 

804057 378 69 <5 <5 0.03 <10 50 <100 1 14 <10 2 15 

804058 381 80 <5 <5 0.03 <10 65 1573 <1 27 <10 2 29 

804059 852 270 <5 <5 0.04 <10 46 2349 2 304 <10 S 98 

804060 348 166 <5 <5 0.02 <10 13 <100 3 22 <10 <1 51 

804061 164 182 <5 <5 0.03 <10 39 <100 2 97 dO <1 99 

804062 348 93 <5 <5 0.03 <10 11 <100 1 8 <10 <1 27 

804063 399 249 <5 <5 0.02 <10 13 <100 <1 21 <10 <1 6 

804064 389 107 <5 <5 0.03 <10 15 <100 <1 13 <10 <1 6 

804065 742 283 <5 <5 0.04 <10 53 975 2 238 <10 3 129 

804066 784 232 <5 <S 0.04 <10 29 219 3 149 <10 3 49 

804067 483 336 6 <5 0.05 <10 109 6874 3 214 <10 14 <1 

804068 534 307 <5 <5 0.06 <10 76 6863 5 205 <10 14 <1 

804069 484 190 <5 <5 0.04 <10 69 6844 <1 183 <10 15 8 

804070 391 37 <5 <5 0.03 <10 29 2103 <1 52 <10 4 <1 

80407\ 623 166 <5 <5 0.03 <10 162 4644 <1 102 <10 8 61 

804072 278 45 <5 <5 0.03 <10 42 831 <1 9 <10 <1 2 

804073 677 151 <5 <5 0.05 <10 9 2557 2 146 <10 12 45 

804074 149 1131 <5 <5 0.03 <10 11 <100 1 6 <10 <1 30 

804077 417 132 5 <5 0.03 <10 33 <100 <1 57 <10 1 55 

CjB - CJ Baker, LA Lome Ayers 

KB - Katrina Jessica Bjorkman, JH - Joe Hackle 

OFF LAKE PROSPECTING SAMPLES 

Pt Pd 

ppb ppb 

<15 <10 

<15 <10 

45 12 

<15 <10 

<15 <10 

<15 <10 

<15 <10 

<15 <10 

<15 <10 

<15 <10 

<15 <10 

(a"<" sign indicates below detection limits) 7 of 12 



I OFF LAKE PROSPECTING SAMPLES 

I Sample P Pb Se Se Si Sn Sr Ti TI V W Y Zn Pt Pd 

804078 317 87 <5 <5 0.03 <10 53 376 <1 33 <10 1 10 

804079 299 167 <5 <5 0.03 <10 43 <100 4 127 <10 2 43 <15 <10 

I 
804080 265 331 <5 <5 0.04 <10 57 136 8 30 <10 3 80 

804081 307 186 <5 <5 0.03 <10 52 191 5 33 <10 4 40 

804082 291 47 <5 <5 0.03 <10 47 <100 <1 6 <10 <1 15 26 <10 

I 
804083 336 104 <5 <5 0.03 <10 325 <100 3 3 <10 3 115 <15 <10 

804084 223 34 <5 <5 0.03 <10 97 <100 1 5 <10 2 <1 

804085 379 63 <5 7 0.03 <10 74 <100 <1 8 <10 1 4 

804086 346 83 <5 <5 0.03 <10 41 389 <1 26 <10 2 18 

I 
804087 339 50 <5 <5 0.03 <10 61 1513 <1 23 <10 2 18 

804089 460 256 <5 <5 0.03 <10 20 1116 1 126 <10 1 43 

804090 827 330 <5 <5 0.04 <10 126 1815 2 311 <10 4 113 

I 
804091 259 359 6 <5 0.03 <10 15 101 <1 56 18 1 1518 

804092 306 436 7 <5 0.04 <10 5 173 2 56 <10 <1 213 

804093 1234 148 <5 <5 0.04 <10 174 <100 <1 64 <10 4 34 

804094 784 409 8 5 0.03 <10 35 119 5 232 <10 3 212 

I 

I 

804095 121 70 <5 <5 0.02 <10 <3 <100 3 23 <10 <1 <1 

804096 750 296 5 <5 0.04 <10 34 107 5 232 <10 3 167 

804097 311 43 <5 <5~<10 40 <100 <1 5 <10 <1 <1 

804098 792 230 <5 <5 <10 39 ') 174 <10 2 58 

804099 577 279 <5 <5 0.03 <10 78 1175 4 173 <10 3 80 <15 <10 

804100 155 697 9 <5 0.03 <10 22 168 9 30 <10 2 115 

804101 1114 202 <5 <5 0.05 <10 29 <100 1 184 <10 4 69 

I 
804102 1008 347 <5 <5 0.04 <10 14 1111 5 228 <10 4 120 

804103 893 190 <5 <5 0.05 <10 59 <100 3 102 <10 2 36 <15 35 

804104 750 329 5 <5 0.03 <10 61 <100 2 178 <10 3 89 

804105 789 297 <5 <5 0.05 <10 23 <100 1 177 <10 2 85 

I 804106 700 322 <5 <5 0.03 <10 47 <100 4 210 <10 6 72 

804107 634 258 <5 <5 0.03 <10 32 <100 3 164 <10 2 39 

804108 244 82 <5 <5 0.02 <10 <3 <100 <1 40 <10 <1 <1 

I 
804109 771 212 <5 <5 0.04 <10 36 <100 <1 155 <10 3 44 

804110 389 70 <5 <5 0.03 <10 99 <100 <1 22 <10 2 28 

804111 197 210 <5 <5 0.04 <10 54 <100 2 160 <10 q 60 

804112 415 153 <5 <5 0.03 <10 57 <100 2 43 <10 49 

I 804113 390 111 <5 <5 0.03 <10 75 <100 <1 27 <10 1 29 

804114 304 220 <5 <5 0.04 <10 99 <100 3 27 <10 1 83 

804115 353 131 <5 <5 0.03 < 60 <100 4 31 <10 2 49 

I 
804116 620 491 7 <5 0.04 <10 2 2194 6 386 <10 2 191 

804117 720 291 <5 <5 0.03 <10 33 2754 5 254 <10 3 82 

804118 2626 141 <5 <5 0.05 <10 142 102 <1 34 <10 I 9 10 

804119 517 151 <5 <5 0.03 <10 7 <100 4 8 <10 <1 <1 

I 804120 583 527 7 <5 0.03 <10 102 1650 5 246 <10 1 154 

804121 262 244 tM <5 0.04 <10 52 <100 2 275 <10 2 41 

804122 176 204 <5 0.04 <10 53 <100 2 164 <10 2 41 

I 
804123 <100 27 7 <5 0.02 <10 3 <100 2 6 <10 <1 20 24 <10 

804124 111 153 <5 <5 0.05 <10 162 <100 2 64 <10 4 16 16 <10 

804125 <100 137 <5 <5 0.04 <10 131 <100 2 62 <10 2 <1 

804126 <100 80 <5 <5 0.05 <10 51 <100 1 30 <10 2 50 

I 804127 <100 54 <5 <5 0.03 <10 27 <100 5 14 <10 1 31 

804128 120 120 <5 <5 0.04 <10 54 <100 5 55 <10 2 62 

804129 <100 200 <5 <5 0.04 <10 125 <100 3 39 <10 3 89 

I 
804130 252 219 5 <5 0.05 <10 53 <100 3 212 <10 9 106 25 25 

804131 208 133 <5 <5 0.07 <10 22 1981 2 81 <10 3 57 28 28 

804132 876 237 <5 <5 0.06 <10 10 3256 2 149 <10 8 32 28 28 

804133 471 36 <5 <5 0.02 <10 35 526 2 10 <10 2 39 

I 804134 455 26 <5 <5 0.03 <10 70 503 2 8 <10 2 37 

804135 167 116 <5 <5 0.02 <10 15 107 2 2 <10 <1 7 

I 
CjB - CJ Baker, LA - Lome Ayers 
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Sample P Pb Se Se Si Sn Sr Ti TI 

804136 195 51 <5 <5 0,02 <10 29 298 <1 

804137 491 61 <5 <5 0,04 <10 37 373 2 

804138 556 69 <5 <5 0,02 <10 60 477 1 

804139 544 39 <5 <5 0,02 <10 72 998 3 

804140 <100 118 <5 <5 0,02 <10 24 <100 4 

804141 <100 179 

~ 
<5 0,02 <10 9 <100 5 

804142 507 35 <5 0,02 <10 73 919 <1 

804143 751 429 <5 <5 0,04 <10 7 3472 3 

804144 720 120 <5 <5 0.04 <10 14 3105 <1 

804145 319 87 <5 <5 0.02 <10 36 603 1 

804146 437 63 <5 <5 0.03 <10 34 726 3 

804147 285 107 <5 <5 0.01 <10 6 1261 <1 

804148 658 130 <5 <5 0.06 <10 30 2734 2 

804149 1341 154 <5 <5 0.06 <10 7 2870 2 

804150 962 210 <5 <5 0.05 <10 10 2571 2 

804151 851 293 <5 <5 0.07 <10 9 2711 3 

804152 491 103 <5 <5 0.04 <10 38 1193 2 

804153 1204 109 <5 <5 0.05 <10 9 1847 <1 

804154 637 180 <5 <5 0.03 <10 24 4547 <1 

804155 302 60 <5 <5 0.02 <10 15 439 <1 

804156 312 64 <5 <5 0.02 <10 28 274 , 
804157 239 49 <5 <5 0,02 <10 26 167 I 1 

804158 579 225 <5 <5 0.07 <10 33 1940 2 

804159 340 66 <5 <5 0.02 <10 31 245 <1 

804160 585 290 <5 <5 0.08 <10 41 3292 1 

804161 324 88 <5 <5 0.02 <10 25 662 <1 

804162 575 136 <5 <5 0,05 <10 23 1716 2 

804163 332 50 <5 <5 0.02 <10 26 593 2 

804168 683 95 <5 <5 0.04 <10 39 686 3 

804169 332 41 <5 <5 0.04 <10 8 <100 2 

804~ 52 <5 <5 0.02 <10 14 299 1 

8041 6 58 <5 <5 0.02 <10 33 408 <1 

804172 358 63 <5 <5 0.03 <10 14 110 <1 

804113 557 67 <5 <5 0.03 <10 31 307 2 

804174 488 36 <5 <5 0.03 <10 19 704 <1 

804175 272 23 <5 <5 0.02 <10 45 527 <1 

804176 320 33 <5 <5 0.02 <10 18 418 3 

804178 594 204 <5 <5 0.07 <10 66 3722 2 

804179 573 214 <5 <5 0.09 <10 180 5644 <1 

804180 359 50 <5 <5 0.1 <10 14 803 1 

804181 463 87 <5 <5 0.1 <10 25 2100 1 

804182 491 193 <5 <5 0.03 <10 22 6499 <1 

804183 396 61 <5 <5 0.03 <10 34 763 <1 

804184 458 61 <5 <5 0.03 <10 31 779 <1 

804185 650 253 <5 <5 0.02 <10 42 5545 1 

804186 551 181 <5 <5 0,03 <10 12 5149 1 

804187 893 247 <5 <5 0,06~ 5843 <1 

804188 198 72 <5 <5 0,08 < 9 1496 <1 

804189 451 58 <5 <5 0.08 <10 33 1373 4 

804190 624 248 <5 <5 0.04 <10 27 3910 <1 

804191 607 295 5 <5 0.05 <10 53 4849 9 

804192 614 45 <5 <5 0.03 <10 25 674 <1 

804193 652 298 <5 <5 0.03 <10 53 5154 <1 

804194 317 68 <5 <5 0.06 <10 17 1091 1 

804195 626 251 <5 <5 0.07 <10 63 4610 1 

804196 391 140 <5 <5 0.05 <10 43 2858 1 

804197 607 249 <5 <5 0.06 <10 70 5396 1 

CjB - CJ Baker, LA - Lome Ayers 

KB - Katrina Jessica Bjorkman, JH - Joe Hackle 

OFF LAKE PROSPECTING SAMPLES 

V W Y Zn Pt Pd 

3 <10 <1 6 

5 <10 2 45 

4 <10 <1 13 

17 <10 2 34 

6 <10 <1 10 

4 <10 <1 9 

18 <10 2 46 

245 <10 9 22 35 <10 

118 <10 8 31 <15 <10 

7 <10 <1 40 

13 13 2 76 

51 <10 4 59 18 <10 

139 <10 5 69 <15 <10 

108 <10 18 26 <15 <10 

227 <10 13 136 30 <10 

334 <10 8 121 40 <10 

103 <10 9 39 <15 <10 

63 <10 19 45 <15 13 

271 <10 8 83 16 <10 

14 <10 <1 21 23 <10 

7 <10 <1 =:E:::: <15 <10 

3 <10 <1 16 <15 <10 

158 <10 4 128 23 <10 

11 <10 1 60 

182 <10 4 191 29 <10 

13 <10 <1 61 21 <10 

109 <10 58 35 12 

10 <10 11 

35 <10 3 31 

15 <10 <1 39 

6 <10 <1 26 

6 <10 <1 18 

10 <10 <1 15 

17 <10 2 13 

9 <10 2 12 

6 <10 <1 6 

4 <10 <1 6 

~o 5 124 18 <10 

164 <10 6 135 <15 <10 

22 <10 1 14 

53 <10 5 28 

432 <10 7 69 <15 <10 

14 <10 1 22 <15 <10 

17 <10 1 19 <15 <10 

243 <10 9 68 <15 <10 

251 <10 8 164 

126 <10 6 84 

23 <10 2 20 

27 <10 1 11 

225 <10 9 70 <15 <10 

225 <10 12 60 24 <10 

14 <10 3 17 

250 <10 10 60 24 <10 

31 <10 2 15 

187 22 8 2019 30 <10 

114 <10 5 528 

132 <10 6 220 18 21 

(a"<" sign indicates below detection limits) 9 of 12 
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I 
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I 

I 

I 

I 

I 

Sample P Pb Se Se Si Sn Sr Ti TI V W Y Zn 
804198 228 67 <5 <5 0.03 <10 10 7159 2 96 <10 3 178 

804199 519 188 <5 <5 0.03 <10 52 4469 2 133 <10 7 129 

804200 106 62 <5 <5 0.03 <10 15 749 1 20 <10 <1 336 

804201 578 376 <5 <5 0.05 <10 61 4614 2 187 <10 10 89 

804202 107 71 <5 <5 0.04 <10 30 1270 <1 33 <10 1 62 

804203 415 74 <5 <5 0.03 <10 8 <100 <1 18 <10 1 47 

804204 352 33 <5 <5 0.03 <10 94 843 <1 13 <10 1 49 

804205 363 152 <5 <5 0.05 <10 91 5246 2 130 <10 6 67 

804206 298 147 <5 <5 0.04 <10 21 2385 2 62 <10 4 142 

804207 507 257 <5 <5 0.04 <10 128 4652~<10 6 76 

804208 502 

II 
<5 0.04 <10 72 4211 <10 4 228 

804209 540 <5 0.05 <10 50 4499 3 222 <10 7 78 

804210 467 <5 0.04 <10 26 4178 2 133 <10 8 69 

804211 315 <5 0.05 <10 48 6739 <1 351 <10 6 104 

804212 385 <5 0.05 <10 47 6784 <1 332 <10 8 103 

804213 771 <5 0.07 <10 174 1649 2 83 <10 5 64 

804214 427 201 <5 <5 0.05 <10 40 4084 <1 321 <10 6 72 

804215 443 143 <5 <5 0.04 <10 63 4308 2 229 <10 6 85 

804216 431 105 <5 <5 0.04 <10 13 2490. 804217 476 157 <5 <5 0.05 <10 13 3797 <10 6 61 

804218 245 121 <5 <5 0.04 <10 7 1464 <10 3 

804219 <100 41 <5 <5 0.04 <10 <3 214 <1 11 

804220 256 88 

:~II:~ 
14 2200 2 52 2 

804221 502 184 32 5440 2 120 7 79 

804222 115 117 8 <10 <3 336 <1 62 <10 <1 30 

132 <5 <5 <10 15 1844 3 14 <10 14 28 

III 127 <5 <5 <10 7 987 <1 27 <10 <1 18 

340 88 <5 <5 10 21 749 4 10 <10 <1 56 

26 362 58 <5 <5 0.02 <10 15 782 1 11 <10 <1 8 

804227 273 65 <5 <5 0.02 <10 43 557 1 9 <10 <1 11 

804228 509 166 <5 <5 0.02 <10 23 4007 2 133 <10 7 43 

804229 298 36 <5 <5 0.02 <10 37 550 <1 7 <10 1 14 

804230 277 31 <5 <5 0.02 0 12 474 3 5 <10 <1 5 

804231 291 95 <5 <5 0.02 0 14 489 2 7 <10 <1 12 

804232 259 21 <5 <5 0.02 <10 32 445 <1 4 <10 <1 12 

804233 302 23 <5 <5 0.02 <10 19 370 3 4 <10 <1 8 

804234 225 65 <5 <5 0.02 <10 6 493 3 3 <10 <1 10 

804235 340 31 <5 <5 0.02 <10 9 419 2 4 <10 <1 5 

804236 330 44 <5 <5 0,02 <10 31 527 2 7 <10 <1 11 

804237 301 51 <5 <5 0.02 <10 28 457 2 6 <10 <1 11 

804238 265 216 <5 <5 0.03 <10 12 1865 <1 92 <10 4 59 

804239 340 107 <5 <5 0.02 <10 12 2643 3 77 <10 4 40 

804240 335 178 <5 <5 0,04 <10 8 2250 <1 74 <10 4 42 

804241 274 55 <5 <5 0,01 <100 3 9 <10 <1 16 

804242 443 172 <5 <5 0.03 <100 2 40 <10 <1 37 

804243 520 122 <5 <100 4 28 <10 3 55 

44 493 73 <5 27 <100 <1 18 <10 2 45 

306 100 <5 17 <100 <1 8 <10 <1 21 

61 <5 44 <100 3 7 <10 2 42 

233 <5 <5 64 <100 3 181 <10 3 83 

505 5 <5 O. 296 6 159 <10 2 88 

266 <5 <5 0.03 <10 117 2388 1 191 <10 12 69 

804250 155 141 <5 <5 0,02 <10 11 <100 <1 15 <10 <1 113 

804251 180 598 7 <5 0.04 <10 48 272 10 52 12 3 1169 

804252 262 164 <5 <5 0.04 <10 36 304 6 73 <10 1 77 

804253 765 458 5 <5 0.03~ 820 6 220 <10 4 143 

804254 578 433 5 <5 0.03 621 4 200 <10 4 107 

CjB - CJ Baker, LA - Lorne Ayers 

KB - Katrina Jessica Bjorkman, JH - Joe Hackle 

OFF LAKE PROSPECTING SAMPLES 

Pt Pd 

46 20 

<15 18 

41 35 

23 20 

30 13 

17 <10 

28 22 
<15 18 

33 18 
<15 <10 

<15 <10 

<15 <10 

<15 <10 

19 <10 

200 164 

19 <10 

86 89 
<15 13 

39 11 

<15 16 

<15 <10 

<15 <10 

<15 <10 

45 71 

<15 17 

<15 21 

15 <10 

<15 <10 

29 <10 

19 11 

<15 <10 

23 <10 

33 38 

(a"<" sign indicates below detection limits) 10 of 12 



I OFF LAKE PROSPECTING SAMPLES 

I Sample P Pb Se Se Si Sn Sr Ti TI V W Y Zn Pt Pd 

804255 382 226 <5 <5 0.02 <10 25 <100 2 28 <10 1 41 

804256 855 264 <5 <5 0.04 <10 41 <100 3 161 <10 5 97 <15 <10 

I 
804257 674 166 <5 <5 0.03 <10 85 118 1 122 <10 4 62 47 <10 

804258 191 425 7 <5 0.05 <10 <3 1678 2 238 <10 4 86 25 <10 

I 
804259 717 102 <5 <5 0.04 <10 37 2970 <1 55 <10 3 

i= 804260 1487 158 <5 <5 0.03 <10 277 <100 3 39 <10 8 41 <10 

804261 567 170 <5 <5 0.03 

* 
48 1857 I 152 <10 6 57 <10 

804262 592 123 <5 <5 0.03 23 1841 I 92 <10 6 74 64 16 

804263 766 80 <5 <5 0.04 53 1937 2 73 <10 4 45 70 38 

I 
804264 595 \38 <5 <5 0.05 <10 23 2812 <\ III <10 4 100 <15 20 

804265 756 163 <5 <S 0.05 <10 19 2084 <1 116 <10 11 205 74 <10 

804266 720 153 <5 <S 0.03 <10 10 1936 1 128 <10 10 97 40 <10 

I 
804267 980 2\3 <5 <S 0.02 <10 9 2508 2 148 <10 14 67 61 19 

804268 732 204 <S <5 0.04 <10 49 2764 3 144 <10 4 171 21 <10 

804269 639 168 <5 <5 0.04 <10 32 3845 <I 118 <10 5 125 <IS <10 

804271 319 76 <5 <5 0.05 <10 39 996 <1 23 <10 1 II 46 13 

I 
804272 250 94 <5 <5 0.03 <10 37 1009 <1 21 <10 <I 15 55 46 

804273 164 92 <5 <5 0.04 <10 15 1582 <I 64 <10 2 45 32 <10 

804274 406 372 <5 <5 0.04 <10 8 1461 3 133 <10 3 829 26 <10 

I 
804275 734 199 <5 <5 0.04 <10 17 2928 <I 134 <10 5 173 <15 <10 

804276 702 182 <5 <5 0.03 <10 14 2503 <I 113 <10 5 146 26 <10 

804277 149 >5,000 <5 6 0.06 <10 19 769 <I 27 373 2 >5,000 25 II 

804278 743 466 <5 <5 0.05 <10 26 3419 <I 101 <10 6 616 <15 15 

I 
804279 372 401 <5 <5 0.03 <10 16 1241 2 91 <10 7 791 55 32 

804280 683 \120 <5 <5 0.03 <10 9 2556 6 177 13 5 1016 51 22 

804281 688 513 <5 <5 0.05 <10 9 3081 1 233 12 6 973 21 <10 

804282 758 229 <5 <5 0.05 <10 16 2111 <I 156 16 8 138 <15 <10 

I 

I 

804283 723 181 <5 <5 0.02 <10 14 2138 2 123 <10 8t-WJ <15 <10 

8 

9I1II1IHt~r 
8 16 12 

804285 305 213 <5 0.03 26 7 152 25 <10 

804301 842 <5 0.03 <10 35 9 <10 2 14 . 

804302 909 <5 0.03 <10 28 494 7 <10 2 8 

804303 131 103 6 <5 0.06 <10 6 105 <1 64 <10 <1 40 

I 

I 

I 

804304 213 42 <5 <5 0.02 <10 11 368 <1 4 <10 <1 9 ! 

804305 <100 53 <5 <5 0.02 <10 <3 171 <1 6 <10 <1 4 

804356 402 266 5 <5 0.02 <10 22 <100 <1 21 <10 1 ~ 
804357 278 459 8 <5 0.05 <10 15 <100 <1 28 <10 1 3 

804358 237 552 9 <5 0.04 <10 17 

'.' 455 
804359 254 599 7 <5 0.05 <10 26 <100 <10 1 362 

804360 257 576 6 <5 0.03 <10 45 <1 <1 1 1108 

804361 265 29~1O 21 <100 <1 1 527 

804362 441 58 10 27 <100 <1 15 <10 1 51 

804363 756 68 <10 122 <100 <1 21 <10 2 46 

804364 754 209 <5 <5 0.05 <10 20 3589 2 83 <10 10 59 

I 
804365 269 362 <5 10 0.03 <10 4 2444 <1 128 <10 3 163 

804366 343 254 <5 <5 0.05 <10 10 3168 <1 151 <10 5 96 

804367 359 346 6 <5 0.05 <10 7 3802 <1 208 <10 5 135 

804368 328 482 7 16 0.06 <10 13 4332 <1 223 <10 3 99 

I 804369 239 :sOD 6 <5 0.04 <10 10 2748 <1 109 <10 2 81 

804370 249 58 <5 <5 0.02 <10 7 336 <1 9 <10 2 20 

804371 245 57 <5 <5 0.02 <10 7 410 <1 9 <10 2 19 

I 
804372 263 52 ;;m 0.03 <10 23 259 1 10 <10 <1 12 

804382 385 46 0.03 <10 25 756 <1 13 <10 2 16 

804383 297 31 <5 0.04 <10 38 462 1 9 <10 2 6 

804384 376 31 <5 <5 0.03 <10 33 466 <1 8 <10 2 9 

I 804385 312 30 6 <5 0.03 <10 71 670 <1 13 <10 2 5 

I 
CjB - CJ Baker, LA - Lome Ayers 

KB - Katrina Jessica Bjorkman, JH - Joe Hackle (a"<" sign indicates below detection limits) 11 of 12 
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! Sample P Pb Se Se Si Sn Sf Ti TI 
804386 366 32 <5 <5 0.03 <10 72 735 <1 

804387 2023 30 6 <5 0.03 <10 20 <100 <1 

• 804388 155 52 <5 <5 0.02 <10 10 <100 <1 

804389 <100 103 5 <5 0.03 <10 7 <100 1 

i 804390 600 57 <5 <5 0.03 <10 25 284 <1 

804391 690 
25,[ 6 <5 0.05 <10 45 3748 <1 

I 804392 777 111 <5 <5 0.04 <10 36 4244 <1 

804393 299 50 <5 <5 0.04 <10 11 <100 <1 

! 804394 338 76 6 <5 0.05 <10 10 480 <1 

804395 189 51 <5 <5 0.02 <10 21 <100 <1 

i 804396 301 26 <5 <5 0.03 <10 19 <100 <1 

. 804397 284 68 <5 <5 0.03 <10 6 422 1 

804398 286 25[15 <5 0.05 <10 41 2580 <1 

804399 320 25 <5 <5 0.07 <10 48 1519 H 
804400 784 233 5 <5 0.03 <10 41 3443 

804401 401 159 <5 <5 0.04 <10 14 1327 <1 

804402 293 275 <5 <5 0.05 <10 21 2239 <1 

809523 

809524 

809525 

809526 

809528 

809529 

809530 

809532 

CjB - CJ Baker, LA - Lome Ayers 

KB - Katrina Jessica Bjorkman, JH - Joe Hackle 

OFF LAKE PROSPECTING SAMPLES 

V W Y Zn Pt Pd 

14 <10 2 8 

3 <10 3 <1 

<2 <10 <1 <1 

2 <10 <1 <1 

5 <10 1 <1 

113 <10 4 32 

105 <10 9 16 

13 <10 1 15 

18 <10 <1 7 

4 <10 <1 <1 

5 <10 1 9 

17 <10 2 6 

130 <10 1 70 

198 <10 6 113 

114 <10 6 93 

96 <10 6 35 

176 <10 4 41 

30 21 

<\5 <10 

(a"<" sign indicates below detection limits) 12 of 12 
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Q ,~ccu ... a§§ay 
"'P-- Lab()r-at()r-ies Mineral Assay Division of Assay Laboratory Services Inc. L!·· ··.··(··.·:u."·'·~' 

... " .. ";,, .... ' 

o 
.. .. " ...... ,.>., I" 

1046 GORHAM STREET THUNDER BAY, ONTARIO P7B 5X5 PHONE: (XO?) (,2h·I(']O FAX: (gO?) 622-7571 EMAIL: assay(al;lccurassay,com WEB: www.accurassay.colll 

Friday, December 02,2005 

Rainy River Resources 
3 16 A Crossbow Street 

Thunder Bay, ON, CA 

P7GIC3 
Ph#: (807) 683- t 306 

FaX# (807) 627-4772 

Email cgeo@shaw.ca 

Accurassay # 

145398 

145399 

145400 

145401 Check 

Certificate of Analysis 

Client Id 

76459 

76460 

76461 

76461 

Date Received: 14-Nov-05 

Date Completed : OI-Dec-05 

Job # 200542123 

Reference: 

Sample #: 3 Rock 

Au Au Au 

ppb ozlt gft (ppm) 

12 <0.001 0.012 

7 <0,001 0.007 

136 0,004 0.136 

127 0.004 0.127 

results Included on this report relate only to the items tested 

Page 1 of 1 

~::~7.:::'"7:=;;;;;::;;;;;;::'~ e Certificate of Analysis should not be reproduced except In full, without the written 
Derek Demlanluk H.ellc., LaboretOry approval of the laboratory AI..903-Q34!)-I2I02/2005 1056 AM 
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Friday, May 26, 2006 

Rainy River Resources 

3 16 A Crossbow Street 

Thunder Bay, ON, CA 

P7GIC3 
Ph#: (807) 683-1306 

FaX#: (807) 627-4772 

Email cgeo@Shaw.ca 

Accurassay # 

47904 

47905 

47906 

47907 

47908 

47909 

47910 

47911 

47912 

47913 

47914 Check 

Client Id 

398021 

398022 

398023 

398024 

398025 

398026 

398027 

398051 

398052 

398053 

398053 

I\J1ir"'eral !-\ssoy Div'ision cf Assay Laboratory Services Inc, 
• •• 

Certificate of Analysis 

Date Received: 25-May-06 

Date Completed: 26-May-06 

Job # 200640697 

Reference: 

Sample #: 10 Rock 

Au Au Au 

ppb ozlt glt (ppm) 

21163 0,617 21.163 

27 <0,001 0.027 

42 0.001 0.042 

9 <0.001 0.009 

9 <0.001 0.009 

6 <0.001 0.006 

32730 0.955 32,730 

339 0.010 0.339 

28 <0.001 0.028 

17 <0.001 0.017 

18 <0.001 0.018 

PROCEOU~. AL4AU3, AL41~~ Page 1 or 1 
• • . .\, .~ ..,//'I1!e results Included on this report relate only to the Items tested 

Certified -' The Certificate of Analysis should not be reproduced except In full, without the written 

Derek Demlanluk H~sc~LiIiO~nager approval of the laboratory AL90J..o340-05126/2006 09:04 AM 
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Wednesday, July 12,2006 

Rainy River Res. (Expl) 

316 A Crossbow Street 

Thunder Bay, ON, CA 

P7GIC3 
PhI: (807) 683·1306 

FaX#: (807) 627·4772 

Email cgeo@shaw.ca 

Accurassay # Client Id 

64810 398033 

64811 398034 

64812 398035 

64813 398036 

64814 398037 

64815 398038 

64816 398039 

64817 398040 

64818 398041 

64819 398069 

64820 Check 398069 

64821 398070 

64822 398071 

64823 398072 

64824 398073 

64825 398074 

64826 398075 

64827 398076 

64828 398077 

64829 398078 

64830 398079 

64831 Check 398079 

64832 398080 

M:r.erai Assay Division ;:"sscy Loboratory Services inc. 
111.aA F 

Certificate of Analysis 

Date Received: 04-Jul-06 

Date Completed: II-Jul-06 

Job # 200641064 

Reference: CJ Baker 

Sample#: 21 Rock 

Au Au Au 

ppb ozlt gft (ppm) 

12 <0.001 0.012 

93 0.003 0.093 

17 <0.001 0.017 

8 <0.001 0.008 

13 <0.001 0.013 

193 0.006 0.193 

ISO 0.005 0.180 

838642 24.463 838.642 

840 0.025 0.840 

39 0.001 0.039 

25 <0.001 0.025 

2918 0.085 2.918 

40 0.001 0.040 

86 0.003 0.086 

1400 0.041 1.400 

31 <0.001 0.031 

4S:! 0.013 0.452 

148 0.004 0.148 

25 <0.001 0.025 

20 <0.001 0.020 

8 <0.001 0.008 

7 <0.001 0.007 

11 <0.001 0.011 

Page 1 of 1 
The results Included on this report relate only to the items tested 

The Certlftcate of Analysis should not be reproduced except In full, without the written 

approval of the laboratory AL90)·0340-07t I 212006 12 07 AM 
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Q\ {~(: II r-a S~~.I')
L:p.- Lab(:;I-:{)t£r·i.~'\ Mineral ;\ssoy Division of Assay Loborotory Ser\/ices Inc . 

......................................................... 1 .. 

Friday, June 30, 2006 

Rainy River Resources 

3 16 A Crossbow Street 

Thunder Bay, ON, CA 

P7GIC3 
Ph#: (807) 683-1306 

FaX#: (807) 627-4772 

Email cgeo@shaw.ca 

Accurassay # 

57636 

57637 

57638 

57639 

57640 

57641 

57642 

57643 

57644 

57645 

57646 Check 

57647 

57648 

Client Id 

398057 

398058 

398059 

398060 

398061 

398062 

398063 

398064 

398065 

398066 

398066 

398067 

398068 

Certificate of Analysis 

Au Pt Pd 

ppb ppb ppb 

46 

48 

110 

74 

70 

47 

56 

36 

140 

133 

42 

98 

Rh 

ppb 

Date Received. 15·Jun·06 

Date Completed: 23-Jun-06 

Job # 200640906 

Reference: CJ Baker 

Sample #: 12 Rock 

Ag Co Cu 

ppm ppm ppm 

No Sample 

4698 

4592 

Ni Pb Zn 

ppm ppm ppm 

'AL4AU3IA~ 
7"9'v,-",,, j/ The results Included on this report relate only to the Items tested 

Page 1 of t 

Certified B:i:::::s;;::t::======:::::::=-
Derek Demlanluk H.Bsc., Laboratory Manager 

The Certificate of Analysis should not be reprOduced except In full, without the written 
approval of the laboratory 

AL917·0J40-06!3012006 01 37 PM 
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LABORATORIES 

G'Jrham 5tr(\ct 

ThiJoder Gay, O~~ 

(a",+;J" P78 5X~ 

~N\V.W.dCCLj(.1Ssdy.(Om 

\l~S,ly('~l'dCCUrt1S:;dy.com 

Certificate of Analysis 
Tuesday, October 16, 2007 

Rainy River Res. 
Suite 303,1620 West 8th Ave. 
Vancouvers, BC, CAN 
V6J1V4 
Ph#: (604) 731-6900 
Fax#: (604) 731-6999 
Email#:rrr@vianet.on.ca 

Ace # Client 10 

107587 804051 

107588 804052 

107589 804053 

107590 804054 

107591 804055 

107592 804056 

107593 804057 

107594 804058 

107595 804059 

107596 804060 

107597Dup 804060 

107598 804061 

107599 804062 

107600 804063 

107601 804064 

107602, 804065 

107603 804066 

107604 804067 

107605 804068 

107606 804069 

107607 804070 

107608Dup 804070 

107609 804071 

PROCEDURE CODES: AL4APP, AL41CPAR 

Date Received: May 22,2007 

Date Completed: Jun 6,2007 

Job #: 200741453 

Reference: Off Lake 

Sample#: 75 Core 

Au Au Au 
ppb oz/t glt (ppm) 

8 <0.001 0.008 

<5 <0.001 <0.005 

<5 <0,001 <0.005 

<5 <0,001 <0.005 

<5 <0.001 <0.005 

6 <0.001 0,006 

<5 <0,001 <0.005 

<5 <0,001 <0.005 

158 0.005 0.158 

<5 <0,001 <0.005 

<5 <0.001 <0.005 

<5 <0.001 <0,005 

<5 <0.001 <0,005 

8 <0.001 0,008 

<5 <0.001 <0,005 

<5 <0.001 <0.005 

a <0.001 0.008 

93 0.003 0.093 

25 <0.001 0025 

82 0,002 0.082 

56 0.002 0.056 

58 0.002 0.058 

153 0.004 0.153 

Certified The results included on this report relate only to the items tested 
The Certificate of Analysis should not be reproduced except in full, 
without the written By: 

approval of the laboratory 

Moore, General Manager 

ALS03-0342-10/16/2007 10:42 AM 

page 1 of 4 
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~ LABORAroo'ES TrunCf'; BilY, ON 

(/~0ddd Si'j 

'""'- 'NW.'3C( Uf;;;S:,c'iy,com 

d5SdY"l\iC(Ura;'<,.Jy.com 

Certi'ficate of Analysis 
Tuesday, October 16, 2007 

Rainy River Res. 
Suite 303, 1620 West 8th Ave. 
Vancouvers, BC, CAN 
V6J1V4 
Ph#: (604) 731-6900 
Fax#: (604) 731-6999 
Email#:rrr@vianet.on.ca 

Ace # Client ID 

107610 804072 

107611 804073 

107612 804074 

107613 804075 

107614 804076 

107615 804077 

107616 804078 

107617 804079 

107618 804080 

107619 Dup 804080 

107620 804081 

107621 804082 

107622 804083 

107623 804084 

107624 804085 

107625 804086 

107626 804087 

107627 804088 

107628 804089 

107629 804090 

107630 Dup 804090 

107631 804091 

107632 804092 

PROCEDURE CODES: AL4APP, AL41CPAR 

Certified 
By: 

Moore, General Manager 

Date Received: May 22, 2007 

Date Completed: Jun 6,2007 

Job #: 200741453 

Reference: Off Lake 

Sample#: 75 Core 

Au Au Au 
ppb azlt 9ft (ppm) 

6 <0.001 0.006 

<5 <0.001 <0.005 

768 0.022 0.768 

6 <0.001 0.006 

40 0.001 0.040 

29 <0.001 0.029 

23 <0.001 0.023 

17 <0.001 0.017 

18 <0.001 0.018 

13 <0.001 0.013 

11 <0.001 0.011 

16 <0.001 0.016 

<5 <0.001 <0.005 

<5 <0.001 <0.005 

<5 <0.001 <0.005 

<5 <0.001 <0.005 

<5 <0.001 <0.005 

<5 <0.001 <0.005 

<5 <0.001 <0.005 

10 <0.001 0.010 

9 <0.001 0.009 

7 <0.001 0.007 

14 <0.001 0.014 

The results included on this report relate only to the items tested 
The Certificate of Analysis should not be reproduced except In full, 
without the written 

approval of the laboratory 

AL903-0342·10/16/2007 10:42 AM 
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Certificate of Analysis 
TuesdaY,October16,2007 

Rainy River Res. 
Suite 303, 1620 West 8th Ave. 
Vancouvers, BC, CAN 
V6J1V4 
Ph#: (604) 731-6900 
Fax#: (604) 731-6999 
Email#:rrr@vianet.on.ca 

Ace # 

107633 

107634 

107635 

107636 

107637 

107638 

107639 

107640 

107641 Dup 

107642 

107643 

107644 

107645 

107646 

107647 

107648 

107649 

107650 

107651 

107652 Dup 

107653 

107654 

107655 

Client ID 

804093 

804094 

804095 

804096 

804097 

804098 

804099 

804100 

804100 

804101 

804102 

804103 

804104 

804105 

804106 

804107 

804108 

804109 

804110 

804110 

804111 

804112 

804113 

PROCEDURE CODES: AL4APP. AL41CPAR 

Certified 
By: 

Moore. General Manager 

Date Received: May 22,2007 

Date Completed: Jun 6, 2007 

Job #: 200741453 

Reference: Off Lake 

Sample#: 75 Core 

Au Au Au 
ppb oz/t glt (ppm) 

<5 <0,001 <0.005 

<5 <0.001 <0.005 

<5 <0.001 <0.005 

<5 <0.001 <0.005 

<5 <0.001 <0.005 

<5 <0.001 <0.005 

<5 <0,001 <0.005 

<5 <0.001 <0.005 

<5 <0.001 <0.005 

<5 <0.001 <0.005 

<5 <0.001 <0.005 

<5 <0.001 <0.005 

<5 <0.001 <0.005 

<5 <0.001 <0.005 

<5 <0.001 <0.005 

<5 <0.001 <0.005 

<5 <0.001 <0.005 

<5 <0.001 <0.005 

<5 <0.001 <0.005 

<5 <0.001 <0.005 

<5 <0.001 <0.005 

<5 <0.001 <0.005 

9 <0.001 0.009 

The results included on this report relate only to the items tested 
The Certificate of Analysis should not be reproduced except in full. 
without the written 

approval of the laboratory 

AL903-0342-10/16/2007 10:42: AM 
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Certificate of Analysis 
Tuesday, October 16, 2007 

Rainy River Res. 
Suite 303, 1620 West 8th Ave. 
Vancouvers, BC, CAN 
V6J1V4 
Ph#: (604) 731-6900 
Fax#: (604) 731-6999 
Email#:rrr@vianet.on.ca 

Ace # Client ID 

107656 804114 

107657 804115 

107658 804116 

107659 804117 

107660 804118 

107661 804119 

107662 804120 

107663 Dup 804120 

107664 804121 

107665 804122 

107666 804123 

107667 804124 

107668 804125 

PROCEDURE CODES: AL4APP, AL41CPAR 

Certified 
By: 

Moore, General Manager 

Date Received: May 22,2007 

Date Completed: Jun 6,2007 

Au 
ppb 

<5 

<5 

<5 

<5 

<5 

4736 

18 

18 

17 

22 

23 

8 

13 

Job #: 200741453 

Reference: Off Lake 

Sample#: 75 Core 

Au 
oz/t 

<0,001 

<0.001 

<0.001 

<0.001 

<0.001 

0.138 

<0.001 

<0.001 

<0.001 

<0.001 

<0.001 

<0.001 

<0.001 

Au 
glt (ppm) 

<0.005 

<0.005 

<0.005 

<0.005 

<0.005 

4.736 

0.018 

0.018 

0.017 

0.022 

0.023 

0.008 

0.013 

The results Included on this report relate only to the Items tested 
The Certificate of Analysis should not be reproduced except in full, 
without the written 
approval of the laboratory 

AL903-0342-10/16/2007 1 0:4:~ AM 
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Certificate of Analysis 
Tuesday. October 16. 2007 

Rainy River Res. 
Suite 303, 1620 West 8th Ave. 
Vancouvers, BC, CAN 
V6J1V4 
Ph#: (604) 731-6900 
Fax#: (604) 731-6999 
Email#:rrr@vianet.on.ca 

Ace # Client 10 

115626 804126 

115627 804127 

115628 804128 

115629 804129 

115630 804130 

115631 804131 

115632 804132 

115633 804133 

115634 804134 

115635 804135 

115636Dup 804135 

115637 804136 

115638 804137 

115639 804138 

115640 804139 

115641 804140 

115642 804141 

115643 804142 

115644 804143 

115645 804144 

115646 804145 

115647 Dup 804145 

115648 804146 

PROCEDURE CODES: AL4APP. AL41CPAR 

Certified 
By: 

Moore, General Manager 

Date Received: May 28, 2007 

Date Completed: Jun 14, 2007 

Job #: 200741577 

Reference: Off Lake 

Sample #: 160 Core 

Au Au Au 
ppb oz/t 9ft (ppm) 

7 <0.001 0.007 

5 <0.001 0.005 

<5 <0.001 <0.005 

<5 <0.001 <0005 

5 <0.001 0005 

7 <0.001 0007 

16 <0.001 0.016 

29 <0.001 0.029 

38 0.001 0.038 

3346 0.098 3.346 

3422 0.100 3.422 

82 0.002 0.082 

171 0.005 0.171 

741 0.022 0.741 

11 <0.001 0011 

94 0.003 0.094 

744 0.022 0744 

13 <0.001 0.013 

22 <0.001 0.022 

10 <0.001 0.010 

84 0.002 0.084 

102 0.003 0.102 

13 <0.001 0.013 

The results included on this report relate only to the items tested 
The Certificate of Analysis should not be reproduced except in full, 
without the written 

approval of the laboratory 

AL903-0342-10/16/2007 10:44 AM 

page 1 of8 
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Certificate of Analysis 
Tuesday, October 16, 2007 

Rainy River Res. 
Suite 303, 1620 West 8th Ave. 
Vancouvers, BC, CAN 
V6J1V4 
Ph#: (604) 731-6900 
Fax#: (604) 731-6999 
Email#:rrr@vianet.on.ca 

Ace # Client ID 

115649 804147 

115650 804148 

115651 804149 

115652 804150 

115653 804151 

115654 804152 

115655 804153 

115656 804154 

115657 804155 

115658 Dup 804155 

115659 804156 

115660 804157 

115661 804158 

115662 804159 

115663 804160 

115664 804161 

115665 804162 

115666 804163 

115667 804164 

115668 804165 

115669 Dup 804165 

115670 804166 

115671 804167 

Date Received: May 28,2007 

Date Completed: Jun 14, 2007 

Job #: 200741577 

Reference: Off Lake 

Sample #: 160 Core 

Au Au 
ppb oz/t 

14 <0.001 

<5 <0.001 

16 <0.001 

267 0.008 

<5 <0.001 

10 <0.001 

<5 <0.001 

<5 <0.001 

37 0.001 

39 0.001 

43 0.001 

30 <0.001 

9 <0.001 

8 <0.001 

26 <0.001 

11 <0.001 

7 <0.001 

17 <0.001 

39 0.001 

8 <0.001 

8 <0.001 

<5 <0.001 

<5 <0.001 

Au 
glt (ppm) 

0.014 

<0.005 

0.016 

0267 

<0005 

0.010 

<0.005 

<0005 

0.037 

0039 

0043 

0030 

0.009 

0.008 

0.026 

0.011 

0007 

0.017 

0039 

0008 

0.008 

<0005 

<0005 

I PROCEDURE CODES: AL4APP, AL41CPAR 

Certified 

I 
By: 

I Moore, General Manager 

I 

The results included on this report relate only to the items tested 
The Certificate of Analysis should not be reproduced except in full, 
without the written 

approval of the laboratory 

AL903-0342-1 0/16/2007 10:44 AM 
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Certificate of Analysis 
Tuesday, October 16, 2007 

Rainy River Res. 
Suite 303, 1620 West 8th Ave. 
Vancouvers, BC, CAN 
V6J1V4 
Ph#: (604) 731-6900 
Fax#: (604) 731-6999 
Email#:rrr@vianet.on.ca 

Ace # Client 10 

115672 804168 

115673 804169 

115674 804170 

115675 804171 

115676 804172 

115677 804173 

115678 804174 

115679 804175 

115680Dup 804175 

115681 804176 

115682 804177 

115683 804178 

115684 804179 

115685 804180 

115686 804181 

115687 804182 

115688 804183 

115689 804184 

115690 804185 

115691 Dup 804185 

115692 804186 

115693 804187 

115694 804188 

PROCEDURE CODES: AL4APP, AL41CPAR 

Certified 
By: 

Moore, General Manager 

Date Received: May 28,2007 

Date Completed: Jun 14, 2007 

Job #: 200741577 

Reference: Off Lake 

Sample #: 160 Core 

Au Au Au 
ppb ozft 9ft (ppm) 

7 <0.001 0,007 

6 <0.001 0,006 

6 <0.001 0,006 

12 <0.001 0,012 

8 <0.001 0,008 

<5 <0.001 <0,005 

13 <0.001 0.013 

13 <0.001 0.013 

<5 <0.001 <0,005 

<5 <0,001 <0,005 

<5 <0.001 <0,005 

9 <0.001 0,009 

14 <0.001 0,014 

<5 <0.001 <0005 

<5 <0.001 <0005 

<5 <0.001 <0005 

<5 <0.001 <0.005 

<5 <0.001 <0005 

<5 <0.001 <0.005 

9 <0.001 0,009 

<5 <0.001 <0,005 

32 <0.001 0,032 

33 <0.001 0.033 

The results included on this report relate only to the items tested 
The Certificate of Analysis should not be reproduced except in full, 
without the written 

approval of the laboratory 

AL903-0342-10/16/2007 10:44 AM 

page 3 of8 
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Certificate of Analysis 
Tuesday, October 16, 2007 

Rainy River Res. 
Suite 303, 1620 West 8th Ave. 
Vancouvers, BC, CAN 
V6J1V4 
Ph#: (604) 731-6900 
Fax#: (604) 731-6999 
Email#:rrr@vianet.on.ca 

Acc# Client ID 

115695 804189 

115696 804190 

115697 804191 

115698 804192 

115699 804193 

115700 804194 

115701 804195 

115702 Dup 804195 

115703 804196 

115704 804197 

115705 804198 

115706 804199 

115707 804200 

115708 804201 

115709 804202 

115710 804203 

115711 804204 

115712 804205 

115713 Dup 804205 

115714 804206 

115715 804207 

115716 804208 

115717 804209 

PROCEDURE CODES: AL4APP, AL41CPAR 

Certified 
By: 

Moore, General Manager 

Date Received: May 28, 2007 

Date Completed: Jun 14, 2007 

Job #: 200741577 

Reference: Off Lake 

Sample #: 160 Core 

Au Au Au 
ppb oz/t gft (ppm) 

8 <0.001 0.008 

33 <0.001 0.033 

50 0.001 0.050 

12 <0.001 0.012 

55 0.002 0.055 

18 <0.001 0.018 

25 <0.001 0.025 

28 <0.001 0.028 

37 0.001 0.037 

43 0.001 0.043 

57 0.002 0.057 

13 <0.001 0.013 

14 <0.001 0.014 

12 <0.001 0.012 

66 0.002 0.066 

13 <0.001 0.013 

<5 <0.001 <0.005 

<5 <0.001 <0.005 

<5 <0.001 <0.005 

6 <0.001 0.006 

<5 <0.001 <0.005 

6 <0.001 0.006 

45 0.001 0.045 

The results included on this report relate only to the items tested 
The Certificate of Analysis should not be reproduced except in full, 
without the written 

approval of the laboratory 

Al903-0342-10f16/2007 10:44 AM 

page 4 of8 
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Certificate of Analysis 
Tuesday, October 16, 2007 

Rainy River Res. 
Suite 303, 1620 West 8th Ave. 
Vancouvers, BC, CAN 
V6J1V4 
Ph#: (604) 731-6900 
Fax#: (604) 731-6999 
Email#:rrr@vianet.on.ca 

Acc# 

115718 

115719 

115720 

115721 

115722 

115723 

115724 Dup 

115725 

115726 

115727 

115728 

115729 

115730 

115731 

115732 

115733 

115734 

115735 Dup 

115736 

115737 

115738 

115739 

115740 

Client ID 

804210 

804211 

804212 

804213 

804214 

804215 

804215 

804216 

804217 

804218 

804219 

804220 

804221 

804222 

804223 

804224 

804225 

804225 

804226 

804227 

804228 

804229 

804230 

PROCEDURE CODES: AL4APP, AL41CPAR 

Certified 
By: 

Moore, General Manager 

Date Received: May 28, 2007 

Date Completed: Jun 14,2007 

Job #: 200741577 

Reference: Off Lake 

Sample #: 160 Core 

Au Au Au 
ppb ozft gft (ppm) 

7 <0.001 0,007 

11 <0.001 0,011 

10 <0.001 0010 

5 <0.001 0,005 

16 <0.001 0,016 

28 <0.001 0,028 

25 <0,001 0,025 

<5 <0.001 <0005 

84 0.002 0,084 

<5 <0.001 <0,005 

<5 <0.001 <0,005 

<5 <0.001 <0,005 

<5 <0.001 <0,005 

20 <0.001 0,020 

<5 <0.001 <0,005 

19 <0.001 0,019 

<5 <0.001 <0,005 

<5 <0.001 <0.005 

8 <0.001 0.008 

7 <0.001 0.007 

5 <0.001 0.005 

14 <0.001 0.014 

21 <0.001 0.021 

The results included on this report relate only to the items tested 
The Certificate of Analysis should not be reproduced except in full, 
without the written 

approval of the laboratory 

Al903-0342-10f16/2007 10:44 AM 
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Certificate of Analysis 
Tuesday, October 16, 2007 

Rainy River Res. 
Suite 303, 1620 West 8th Ave. 
Vancouvers, BC, CAN 
V6J1V4 
PhI: (604) 731-6900 
Fax#: (604) 731-6999 
Email#:rrr@vianet.on.ca 

Ace # 

115741 

115742 

115743 

115744 

115745 

115746Dup 

115747 

115748 

115749 

115750 

115751 

115752 

115753 

115754 

115755 

115756 

115757Dup 

115758 

115759 

115760 

115761 

115762 

115763 

Client 10 

804231 

804232 

804233 

804234 

804235 

804235 

804236 

804237 

804238 

804239 

804240 

804241 

804242 

804243 

804244 

804245 

804245 

804246 

804247 

804248 

804249 

804250 

804251 

Date Received: May 28, 2007 

Date Completed: Jun 14,2007 

Job #: 200741577 

Reference: Off Lake 

Sample #: 160 Core 

Au Au 
ppb az/t 

<5 <0.001 

96 0.003 

11 <0.001 

26 <0.001 

7 <0.001 

6 <0,001 

8 <0.001 

21 <0.001 

15 <0,001 

6 <0.001 

10 <0.001 

<5 <0.001 

9 <0.001 

6 <0.001 

5 <0.001 

14 <0.001 

14 <0.001 

58 0,002 

8 <0.001 

8 <0,001 

<5 <0.001 

51 0.001 

19 <0.001 

Au 
gft (ppm) 

<0.005 

0.096 

0,011 

0,026 

0.007 

0.006 

0.008 

0.021 

0.015 

0006 

0010 

<0005 

0.009 

0.006 

0005 

0.014 

0,014 

0.058 

0.008 

0,008 

<0.005 

0,051 

0,019 

I PROCEDURE CODES: AL4APP. AL41CPAR 

I 

I 

I 

By: 
Certified 

Moore. General Manager 

The results included on this report relate only to the items tested 
The Certificate of Analysis should not be reproduced except in full, 
without the written 

approval of the laboratory 

AL903-0342-10/16/2007 10:44 AM 
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Certificate of Analysis 
Tuesday, October 16, 2007 

Rainy River Res. 
Suite 303, 1620 West 8th Ave. 
Vancouvers, BC, CAN 
V6J1V4 
Ph#: (604) 731-6900 
Fax#: (604) 731-6999 
Email#:rrr@vianet.on.ca 

Ace # 

115764 

115765 

115766 

115767 

1157680up 

115769 

115770 

115771 

115772 

115773 

115774 

115775 

115776 

115777 

115778 

1157790up 

115780 

115781 

115782 

115783 

115784 

115785 

115786 

Client 10 

804252 

804253 

804254 

804255 

804255 

804256 

804257 

804258 

804259 

804260 

804261 

804262 

804263 

804264 

804265 

804265 

804266 

804267 

804268 

804269 

804270 

804271 

804272 

PROCEDURE CODES: AL4APP, AL41CPAR 

Certified 
By: 

Moore, General Manager 

Date Received: May 28, 2007 

Date Completed: Jun 14, 2007 

Job #: 200741577 

Reference: Off Lake 

Sample #: 160 Core 

Au Au Au 
ppb oz/t glt (ppm) 

6 <0.001 0.006 

9 <0.001 0.009 

9 <0.001 0.009 

6 <0.001 0.006 

6 <0.001 0.006 

7 <0.001 0.007 

7 <0.001 0.007 

14 <0.001 0.014 

<5 <0.001 <0.005 

8 <0.001 0.008 

<5 <0.001 <0005 

13 <0.001 0013 

9 <0.001 0009 

5 <0.001 0.005 

15 <0.001 0.015 

15 <0.001 0.015 

8 <0.001 0.008 

8 <0.001 0.008 

5 <0.001 0.005 

9 <0.001 0.009 

<5 <0.001 <0.005 

27 <0.001 0.027 

36 0.001 0.036 

The results included on this report relate only to the items tested 
The Certificate of Analysis should not be reproduced except in full, 
without the written 

approval of the laboratory 

Al903-0342-10/16/2007 10:44 AM 
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Certificate of Analysis 
Tuesday. October 16, 2007 

Rainy River Res. 
Suite 303, 1620 West 8th Ave. 
Vancouvers, BC, CAN 
V6J1V4 
Ph#: (604) 731-6900 
Fax#: (604) 731-6999 
Email#:rrr@vianet.on.ca 

Ace # Client ID 

115787 804273 

115788 804274 

115789 804275 

115790 Dup 804275 

115791 804276 

115792 804277 

115793 804278 

115794 804279 

115795 804280 

115796 804281 

115797 804282 

115798 804283 

115799 804284 

115800 804285 

115801 Dup 804285 

PROCEDURE CODES: AL4APP, AL41CPAR 

Date Received: May 28,2007 

Date Completed: Jun 14,2007 

Job #: 200741577 

Reference: Off Lake 

Sample #: 160 Core 

Au Au Au 
ppb Qz/t glt (ppm) 

8 <0.001 0.008 

18 <0.001 0.018 

19 <0.001 0.019 

18 <0.001 0.018 

19 <0.001 0019 

614 0.018 0.614 

30 <0.001 0.030 

19 <0.001 0.019 

265 0.008 0.265 

25 <0.001 0.025 

13 <0.001 0.013 

<5 <0.001 <0005 

<5 <0.001 <0005 

9 <0.001 0009 

13 <0.001 0.013 

Certified The results included on this report relate only to the items tested 
The Certificate of Analysis should not be reproduced except in full, 
without the written By: 

approval of the laboratory 

Moore, General Manager 

AL903-0342-10/16/2007 10:44 AM 

page 80f8 



I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

I 
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I 

Certificate of Analysis 

~htlr;.:day, August 

Rainy Rht'f Res. (Expl) 

4452 BiUersweet Plnce 

Ollawa. ON. CAN 
KIV1R9 

1'11#; 0]3 R221R90 

b'axlT: (oD) i\22-151.~ 

Emailff: cgeor.li shaw ,ea 

Ace ~ 

211545 

211546 

~llq7 

2i i:'AK 

211549 

21155() 

211551 

.!IIS52 

211S53 

211554 

211'55 

2\1556 

211557 Dup 

111558 

::'11:559 

211560 

::11561 

211562 

211563 

1!15M 

2! 1"65 

2115(,6 

211 ';6: Dup 

2115611 

Client ID 

X(143() 1 

llO4302 

XI)'BO} 

~\)4304 

XQ4]O'i 

R04306 

lH14J07 

X()4301l 

x()43 09 

x043 10 

X04311 

x043 12 

X04309 

X043U 

XI14J14 

XU4;15 

xn4~16 

So·tll7 

llM'IIX 

15\).B19 

KI}4,{10 

;':;{)4.1~1 

804J11 

X04.122 

Date Received: Aug l.l. 2007 

Dale Completed: Aug :W. :007 

Job rr: 200742890 

Reference: 

Sample t<: 106 Core 

,\u Pi Pd Rh 
ppn ppn ppb pph 

X 

.5 

17 

40 

to 

XX 

26 

iI 

31 

20 

27 

7 

0 

24 

23 

2x 

IX 

q 

<) 

<)1 

17 

14 

i~ 

IX 

Page 1 



I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

Certificate of ,\naIY'iis 

Thuro:.Jaj .. \ugUSI 30, :::007 

Rain), River Res. tExpl) 

4452 Bittersweet Place 

0I1a\\3. ON. CA:"i 

K1VIR9 

Phf.': () 13 X221 X90 

Faxrt: If) 13) X22-1513 

Emailri:cgeo • .i<shaw.ca 

At..:\.':i; 

211569 

211 <;70 

211571 

:'11572 

211573 

21 I 57·t 

21 1)75 

211 ~76 

211577 

2115711 Dup 

211579 

21151\0 

2115xl 

211582 

2J\583 

2115X4 

21151\5 

2[ 151-:0 

2115)0;7 

211Sl'\li 

:'.! ['Xl) Dup 

2115{)1) 

:211591 

::'11592 

rage:! 

Cii,mllD 

:-t04~23 

1104324 

llO43:::5 

X04326 

X04327 

X04328 

XU43 19 

R()4330 

K04.BI 

1104])1 

<l04JJ2 

ll04J3J 

8043:14 

804.>35 

:«43)6 

:-104.137 

Xl)4338 

111)4339 

>-:0431.1) 

xn4:Qj 

:->04341 

XO·n·12 

XIHlB 

1«/14344 

Dale Received: Aug 1:1.2007 

Dale Completed: Aug 30.2007 

Jub rt: 2()0742X90 

Re!erence: 

Sample If: 106 ell!"e 

\u Pt Pd Rh 
pph ppo ppb ppb 

.'5 

15 

25 

" 1_ 

17 

)() 

·5 

1< 

26 

24 

~ 
I 

14 

i~ 

fI 

17 

8 

~ 

,~U 

27 

.) 

14 

t4 

16 



I 
~ 1 __ .0""' •• '" 

I 
Certificate of AnaIY'ii!i 

I 
Thllr~day, August in, 21107 

Rainy River Res. (Expl) Date Received: Aug 13.2007 

I ~452 Bitters,", eel Place 

Ol1awa, ON, CAN 
Dme C,)mpleteJ: Aug 1\\ 2007 

K1V1R9 

I 
l)hft: 613 R221R90 

Fax;t: (613) X22-151 J Job 1: 200742lN(J 

i::maillt: cgeuilishaw .ca 
ReterclJce: 

I S~mplej: jOt) Core 

I ,\<:c # <":1<'l1t If) 
.\u Pt Pd Rl:J 

;1pb ppb pph ppb 

2! \~q3 1'.(\4:\45 9 

I 211594 i-04346 17 

111:'<)) )\04347 9 

I 
2i i 59" x04J4X 19 

211597 kll'B4~ n 

21159!l X(\4.150 34 

I '115W xU4J5t 15 

21 !(JOO Oup :.\04351 \e) 

I 211601 ~n435:: 12 

21160:2 X04353 128 

I 
.:!116OJ ~04J54 :!6 

~ I J(J04 )s04}55 115 

211605 X04356 11 

I 21161)6 X04357 15 

211607 x0435x 31 

I 21160R 1>04159 5J 

211609 R()4:%(J 2n 

I 
2111>10 .~II4J()1 ,~6 

211611 Dur )sH.~ \lil 'I .'-. 

11 1612 ;~o~r'b2 5 

I :'1 (1)1 1 X04.363 () 

21 j{,I·~ }.;(j·43/,.j 6 I:' 10 

I 
211615 '1o·ntl' ';4 

211()16 x04.Hm f 5 

I 
Page 3 

I 



I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

Certificate of .\naJysis 

Thur~day. Augu~t In, :007 

Rainy River Res. (b;pJ) 

-1-.:1-52 Bittersweet Place 

Ol1awa. ON, CAN 

KIVIR9 

Phtf: A13 H221 S90 

l-'axtt : ((13) H22-151.~ 

Emailtf:.:geo{q.shaw.ca 

.\~(: ;: 

21161 ; 

21161x 

211('19 

211620 

2110::>1 

211622 Oup 

~ I loLl 

211624 

211625 

211626 

211617 

211628 

1116::>9 

211630 

211631 

-,llb3:! 

211633 D'.l» 

21/(,34 

211635 

211636 

2[li)3i 

:: 11(,.18 

211639 

211 h-lO 

PAge 4 

Cicnt ID 

~n4Jo7 

)(04361; 

X0416Q 

804370 

K0437 1 

1'04371 

X(Mj II 

g0437~ 

804374 

X04375 

:;04376 

li04377 

X0437H 

i<04379 

X(MJ~O 

X043Xl 

;;04381 

K04:lt<2 

K04'll'n 

!\i)43H4 

x04.lx5 

XO·Px6 

SI/4.l;;7 

X04\8l< 

Dale Received: Aug IJ. :007 

Dak Clmpleted: Aug 10, :007 

Job It: 200742l'90 

Reference: 

Sample It: lOA elm:' 

:\u Pt Pd Rh 
pph ppo ppo prb 

D 

1i7 

21 

6 

16 

43 

15 

18 

6 <.15 10 

12 3.3 It 

1<> <.\5 1I 

LJ 

';7 

15 

28 

34 

,~ 

i 7 

x 

II 

5 

{, 

" 

21>37 



I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

Certificate of .\nal~sis 

Rainy River Res. tExpl) 

4452 Bittersw~el Pla..:c 

OI1:ma, ON. CAN 

KlvlR9 

Phti: 1113 S221S90 

hi"": 16 i 3 pl2::!-15U 

Emailtf: cgeoiushaw .ell 

A(:t~ 

211('·H 

211M2 

211643 

2i 1644 O(IP 

111645 

211646 

211047 

2\ \641\ 

211649 

211650 

211651 

211652 

111653 

2lJ6:"4 

211655 Dup 

211656 

:::11/)57 

111il5li 

2116'4 

211660 

Cic'nl In 

~04.'Il<l 

K04390 

X04}<l1 

K{}43'l\ 

X04.W2 

X043<)3 

X04J<)4 

k04J95 

K043% 

804397 

){O4398 

x043'N 

804400 

X/144M 

1<04401 

X04402 

XU140J 

1-:044114 

xii440) 

l\O4.~'l1 

D:lle Received: 

Dak Cmnpleted: 

Reference: 

Sample rt: 

\u 

;)pb 

W77 

202 

41 

·l6 

11 

41 

4 

6 

i 

21 

25 

24 

~I) 

x 

.;, 

14 

t19 

14 

19 

'.it.} Sample Re.:eived 

Aug 1;\. ::007 

Aug :W. :;007 

200742:'.90 

106 ('nre 

P1 Pd 

rpb ppb 
Rh 

ppb 

Page 5 
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I 

I 

I 

I 

I 
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I 
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I 

I 

I 

I 

I 

I 

I 

I 

I 

I 

lA80RATDRtES 

Tuesday, October 16. 2007 

Rainy River Res. (Expl) 
4452 Bittersweet Place 
Ottawa, ON, CAN 
K1V1R9 
Ph#: 613 8221890 
Fax#: (613) 822-1513 
Email#:cgeo@shaw.ca 

Ace # 

247821 

247822 

247823 

247824 

247825 

247826 

247827 

247828 

247829 

247830 

247831 Dup 

247832 

1 '}16 Gorh.'!m '_~ t!""t-'pt 

Th1JnCh;( !1(IY, ()l\: 

C.:H"ddd :':\5 

Certificate of Analysis 

Client ID 

809522 

809523 

809524 

809525 

809526 

809527 

809528 

809529 

809530 

809531 

809531 

809532 

Date Received: Aug 20, 2007 

Date Completed: Oct 2, 2007 

Au 
ppb 

<5 

<5 

12 

76 

87 

6 

17 

9 

328 

17 

21 

<5 

Job #: 200743539 

Reference: 

Sample #: 11 Rock 

Au 
oz/t 

<0.001 

<0.001 

<0.001 

0.002 

0.003 

<0.001 

<0.001 

<0.001 

0.010 

<0.001 

<0.001 

<0.001 

Au 
glt (ppm) 

<0.005 

<0.005 

0.012 

0.076 

0.087 

0.006 

0.017 

0.009 

0.328 

0.017 

0.021 

<0.005 

PROCEDURE CODES: AL4APP. AL41CPAR 

Certified The results included on this report relate only to the items tested 
The Certificate of Analysis should not be reproduced except in full, 
without the written By: 
approval of the laboratory 

Moore, General Manager 

AL903-0340-10/16/2007 10:4!; AM 
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I 

I 

I 
lA.BORATORI£S 

I Rainy River Resources 

Date Created: 05-12-1602:37 PM 

Job Number: 200542123 I Date Recieved: 11/14/2005 

Number of Samples: 3 
Type of Sample: Rock 

I Date Completed: 12/112005 

Project ID: 

I Accur. # Client Tag Ag 

ppm 

AI As B Ba Be Bi 

I 
145398 

145399 

145400 

I 
145401 

I 

I 

I 

I 

I 

I 

% ppm ppm ppm ppm ppm 

76459 8.62 225 

76460 <1 1.32 206 

76461 5 7.08 180 

76461 5 5.19 82 

NIA 129 

N/A 66 

NfA 105 

N/A 64 

6 

5 

6 

6 

<5 

<5 

<5 

<5 

Ca 

% 

8.27 

0.46 

8.72 

7.55 

Cd 

ppm 

<10 

<10 

<10 

<10 

Co 

ppm 

22 

3 

13 

16 

Cr 

ppm 

489 

14 

48 

49 

'" The results included on this report relate only to the items tested 

'" This Certificate of Analysis should not be reproduced except in full, without the written approval 

of the laboratory. 

*The methods used for these analysis are not accredited under ISO/IEC 17025 

K Ni P Pb Se Si Sn Sr Ti TI Cu 

ppm 

Fe 

% % 

Li 

ppm 

Mg 

% 

Mn 

ppm 

Mo 

ppm 

Na 

% ppm ppm ppm ppm % ppm ppm ppm ppm 

815 7.54 0.40 

65 3.26 0.03 

3186 >10.00 0.27 

3107 9.45 0.24 

19 

10 

18 

16 

2.91 1602 

0.03 152 

4.42 1310 

4.27 1233 

8 

9 

19 

17 

Certified By: _________ _ 

Derek DemianiuI{, H.Bsc. 

N/A 

N/A 

N/A 

N/A 

89 

3 

139 

138 

274 79 38 

<100 22 6 

5082 112 13 

4907 108 15 

N/A <10 120 4608 12 

N/A <10 19 <100 8 

N/A 12 338 4895 13 

N/A 13 257 4599 11 

V W Y Zn 
ppm ppm ppm ppm 

248 175 15 411 

9 66 <1 10 

313 231 58 577 

279 207 47 561 

Page 1 of 1 



I 

I Mineral Assay Division of Assay Laboratory Services Inc. 

I 
lO46 GORHAM STREET THUNDER BAY, ONTAR[O P7B 5X5 PHONE: (807) 626-l630 FAX: (807) 623-6820 EMAIL: assay®fccurassay.com WEB: www.accurassay.com 

I Rainy River Resources 

Date Created: 06-06-1609:25 AM 

Job Number: 200640803 

I 
Date Recieved: 6n 12006 

Number of Samples: 9 
Type of Sample: Rock 

I 
Date Completed: 6/1312006 

Project ID: 

Accur. # Client Tag Ag 

I ppm 

AI 

% ppm 

I 

I 

I 

I 

I 

I 

I 

I 

52534 

52535 

52536 

52537 

52538 

52539 

52540 

52541 

52542 

52543 

398028 <1 

398029 <1 

398030 <1 

398031 <1 

398032 <1 

398054 <1 

398055 <1 

398056 <1 

398057 <1 

398057 <1 

0.09 

1.76 

3.54 

0.58 

3.30 

0.78 

2.03 

1.46 

5.27 

5.51 

21 

8 

33 

7 

37 

15 

38 

3 

16 

14 

B Ba Be 

ppm ppm ppm 

Ca 

% 

46 

47 

47 

50 

45 

46 

47 

42 

45 

48 

2 

4 

10 

48 

8 

40 

43 

35 

29 

30 

0.02 

<1 1.75 

4 <0.01 

<1 0.51 

3 <0.01 

<1 0.14 

<1 6.48 

<1 0.18 

2 4.16 

2 4.21 

Cd 

ppm 

107 

9 

29 

<4 

25 

5 

9 

<4 

18 

19 

Co 

ppm 

115 

52 

54 

15 

16 

5 

37 

11 

69 

72 

Cr 

ppm 

371 

112 

112 

109 

137 

142 

338 

260 

104 
.~ 

107 

I 

I 

i 

• ! 

.. The results included on this report relate only to the items tested I 

.. This Certificate of Analysis should not be reproduced except in full. Wit~ut the written approval 

of the laboratory. . 

"The methods used for these analysis are not accredited under ISOIIEe 11025 

Cu 

ppm 

Fe 

% 

K 

% 

1873 9.27 <0.01 

216 9.10 0.01 

247 >10.00 0.08 

16 3.52 0.13 

104 >10.00 0.03 

21 6.27 0.24 

69 9.40 0.19 

39 3.76 0.11 

217 >10.00 0.06 

286 >10.00 0.06 

-

U 

ppm 

3 

6 

9 

7 

1 

26 

16 

38 

40 

Mg 

% 

0.05 

0.59 

0.44 

0.40 

0.47 

0.26 

2.88 

0.S7 

1.49 

1.53 

Mn 

ppm 

184 

505 

426 

175 

395 

156 

1506 

307 

1511 

1548 

Mo 

ppm 

11 

10 

28 

10 

24 

8 

58 

14 

40 

51 

Na 

% 

<0.01 

0.05 

0.01 

0.10 

0.02 

0.04 

0.03 

0.04 

0.04 

0.04 

Ni 

ppm 

134 

29 

36 

20 

20 

7 

181 

16 

91 

95 

P 

ppm 

<100 

788 

315 

614 

262 

487 

1324 

457 

969 

990 

Pb Sb Se Sn Sr n Tl 

ppm ppm ppm 

Si 

% ppm ppm ppm ppm 

18 

16 

44 

8 

36 

13 

15 

8 

23 

20 

<5 

<5 

<5 

<5 

5 

<5 

<5 

<5 

<5 

<5 

13 0.02 <10 

<5 0.04 <10 

6 0.04 <10 

<5 0.03 <10 

<5 0.05 <10 

<5 0.03 <10 

<5 0.04 <10 

<5 0.03 <10 

<5 0.07 <10 

<5 0.06 <10 

<3 <100 <1 

28 6661 3 

5 157 <1 

23 <100 4 

<3 <100 <1 

42 1366 <1 

490 <100 

23 1318 <1 

34 1254 2 

35 1270 

v 
ppm 

8 

142 

61 

7 

48 

23 

38 

22 

266 

274 

W Y Zn 

ppm ppm ppm 

190 

<10 

12 

<10 

16 

<10 

<10 

<10 

<10 

12 

<1 >4,000 

14 123 

<1 146 

1 20 

<1 216 

<1 28 

5 88 

1 63 

4 159 

4 163 

S31HOIyijOflY1 

Page 1 of2 
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I 
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I 

I 

I 

I 

I 

I 

~ ,L~JI../'--'U. d~~d'Y 

..L 1 ~ LabC).-atC).-ies Mineral Assay Division of Assay Laboratory Services Inc. 

Rainy River Resources 

Date Created: 06-06-2809:15 AM 

Job Number: 200640906 

Date Recieved: 6/15/2006 

Number of Samples: 12 
Type of Sample: Rock 

Date Completed: 612312006 

Project 10: CJ Baker 

Accur. # Client Tag Ag Al As B BaBe Bi 

ppm % ppm ppm ppm ppm ppm 

57636 398057 No Sample Received 

57637 398058 <1 3.24 <2 <10 99 <1 <5 

57638 398059 <1 1.18 <2 <10 120 <1 <5 

57639 398060 8 1.40 <2 <10 51 <1 <5 

57640 398061 <1 4.64 7 <10 134 <1 <5 

57641 398062 <1 5.77 42 <10 170 4 <5 

57642 398063 <1 5.26 12 <10 55 2 <5 

57643 398064 <1 6.18 26 <10 25 3 <5 

57644 398065 <1 2.61 <2 <10 41 <1 <5 

57645 398066 <1 1.69 <2 <10 66 <1 <5 

57646 398066 <1 1.67 <2 <10 65 <1 <5 

57647 398067 <1 1.34 <2 <10 19 <1 <5 

57648 398068 2 2.39 <2 <10 16 <5 

Ca 

% 

4.10 

0.28 

1.53 

2.77 

0.06 

0.90 

0.02 

0.02 

2.80 

2.76 

2.72 

3.14 

Cd 

ppm 

13 

<4 

8 

12 

28 

19 

31 

12 

7 

6 

14 

16 

Co 

ppm 

58 

8 

34 

80 

47 

34 

19 

11 

32 

32 

36 

253 

Cr 

ppm 

94 

102 

116 

446 

237 

107 

167 

458 

176 

180 

220 

173 

FAX: (807) 623-6820 EMAIL: assay@accurassay.com WEB: www.accurassay.com 

• The results included on this report relate only to the items tested 

• This Certificate of Analysis should not be reproduced except in full, without the written approval 

of the laboratory. 

*The methods used for these analysis are not accredited under ISOIIEe 17025 

Cu 

ppm 

Fe 

% 

K 

% 

78 >10.00 0.23 

10 4.36 0.42 

673 8.23 0.22 

71 >10.00 <0.01 

110 >10.00 0.23 

13 >10.00 0.08 

148 >10.00 0.07 

144 >10.00 0.03 

>5,000 3.88 0.18 

>5,000 3.82 0.18 

1253 >10.00 0.02 

2224 >10.00 <0.01 

Li 

ppm 

2 

<1 

<1 

22 

<1 

22 

<1 

<1 

9 

7 

<1 

3 

Mg 

% 

1.70 

0.58 

1.06 

4.84 

2.81 

2.59 

3.12 

1.31 

1.66 

1.65 

0.66 

1.38 

Mn 

ppm 

1458 

284 

267 

2009 

1181 

1364 

1576 

897 

371 

365 

400 

437 

Mo 

ppm 

30 

6 

43 

13 

75 

46 

80 

32 

8 

8 

39 

38' 

Na 

% 

0.22 

0.04 

0.15 

0.06 

0.04 

0.04 

0.03 

0.02 

0.11 

0.11 

0.13 

0.04 

~ ---

CertifiedB~ 
Derek Demlanluk, H. sc. 

Ni 

ppm 

11 

7 

17 

104 

35 

41 

15 

12 

64 

64 

46 

90 

p 

ppm 

807 

512 

605 

338 

758 

500 

506 

324 

1067 

1059 

765 

833 

Pb Sb Se 

ppm ppm ppm 

<1 <5 <5 

<1 <5 <5 

<1 <5 <5 

<1 <5 <5 

10 <5 <5 

7 <5 <5 

28 <5 <5 

<1 <5 <5 

<1 <5 <5 

<1 <5 <5 

<1 <5 <5 

2 <5 <5 

Si 

% 

0.21 

0.06 

0.23 

0.16 

0.20 

0.15 

0.24 

0.30 

0.21 

0.24 

0.14 

0.14 

Sn Sr Ti TI 

ppm ppm ppm ppm 

<10 31 5243 <1 

<10 98 1499 <1 

<10 47 5579 <1 

<10 24 169 <1 

<10 12 403 <1 

<10 8 143 <1 

<10 <3 596 <1 

<10 <3 289 <1 

<10 122 7944 <1 

<10 121 7675 <1 

<10 151 >10,OO( <1 

<10 274 8774 <1 

v w y 

ppm ppm ppm 

281 <10 20 

17 <10 <1 

101 <10 9 

289 <10 2 

124 <10 2 

96 <10 5 

106 <10 2 

63 <10 1 

130 <10 13 

129 <10 13 

227 <10 19 

178 <10 11 

Page 1 of 1 

Zn 

ppm 

153 

49 

33 

109 

316 

346 

293 

162 

44 

45 

17 

47 
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I 
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I 

I 

I 

I 

I 
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(~ 
lABO~J\TORIES 

Rainy River Res. 

Date Created: 07-06-1807:46 AM 

Job Number: 200741453 
Date Recieved: 5/22/2007 

Number of Samples: 75 

Type of Sample: Core 

Date Completed: 6/612007 

Project 10: Off Lake 

Accur. # Client Tag Ag 

ppm 

AI 

% 

As 

ppm 

107587 

107588 

107589 

107590 

107591 

107592 

107593 

107594 

107595 

107596 

107597 

107598 

107599 

107600 

107601 

107602 

107603 

107604 

107605 

107606 

107607 

107608 

804051 <1 

804052 <1 

804053 <1 

804054 <1 

804055 <1 

804056 <1 

804057 <1 

804058 <1 

804059 <1 

804060 <1 

804060 <1 

804061 <1 

804062 <1 

804063 <1 

804064 <1 

804065 <1 

804066 <1 

804067 3 

804068 2 

804069 5 

804070 <1 

804070 <1 

4.84 

4.85 

1.93 

4.11 

3.16 

1.97 

1.36 

1.62 

3.26 

1.99 

2.01 

2.53 

1.24 

1.58 

2.03 

406 

2.66 

1.27 

0.81 

1.56 

0.69 

0.73 

8 

11 

<2 

8 

7 

4 

6 

3 

5 

10 

8 

13 

6 

15 

7 

8 

6 

5 

<2 

2 

2 

3 

B 

ppm 

40 

43 

28 

39 

40 

36 

37 

40 

42 

25 

27 

23 

18 

19 

23 

38 

31 

34 

36 

37 

30 

42 

Ba 

ppm 

27 

6 

64 

8 

27 

68 

54 

70 

24 

25 

25 

12 

33 

19 

33 

32 

24 

6 

10 

8 

20 

21 

Be 

ppm 

2 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

2 

<1 

<1 

<1 

Bi 

ppm 

14 

19 

8 

10 

32 

14 

<1 

10 

16 

16 

6 

8 

11 

16 

12 

16 

13 

12 

11 

15 

6 

<1 

Ca 

% 

0.03 

0.02 

1.80 

1.14 

4.31 

2.97 

1.46 

1.05 

3.43 

0.13 

0.13 

5.58 

0.08 

0.05 

0.10 

3.40 

2.63 

1.66 

1.50 

1.94 

0.96 

1.02 

Cd 

ppm 

6 

8 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

4 

<4 

5 

4 

<4 

<4 

<4 

Co 

ppm 

13 

24 

8 

56 

40 

20 

12 

19 

32 

14 

14 

37 

5 

7 

4 

28 

22 

62 

22 

37 

11 

11 

Cr 

ppm 

42 

43 

84 

246 

31 

43 

39 

54 

19 

29 

28 

273 

33 

53 

89 

27 

50 

123 

98 

126 

94 

103 

* The results included on this report relate only to the items tested 

* This Certificate of Analysis should not be reproduced except in full. without the written approval 

of the laboratory. 

*The methods used for these analysis are not accredited under ISOIIEC 17025 

Cu 

ppm 

130 

89 

13 

81 

25 

22 

23 

37 

32 

52 

53 

59 

11 

67 

11 

9 

52 

640 

904 

2745 

2437 

2638 

Fe K 

% % 

>10.00 0.17 

>1000 0,01 

3.26 0.42 

6.48 0.D3 

8.96 0.09 

4,18 0.27 

2,17 0.20 

3,24 0.32 

9,02 0.02 

6.55 0.12 

6.50 0,13 

6.05 0,09 

3.31 0.15 

8.33 0.18 

3.44 0.14 

9.77 0.07 

7.31 0.07 

>10.00 0.03 

>10.00 0.01 

6.90 0,04 

1.27 0.05 

1.35 0.05 

U 

ppm 

22 

3 

9 

28 

32 

17 

12 

14 

47 

16 

15 

25 

9 

7 

15 

33 

20 

6 

4 

9 

7 

7 

Mg 

% 

1.79 

2.04 

0.57 

3.30 

2.20 

1,24 

0.62 

'103 

1.87 

0.75 

0.76 

3.23 

U.43 

0.37 

0.75 

2,33 

1.50 

0.56 

0.34 

1.16 

0.54 

0,58 

Mn 

ppm 

1034 

2214 

817 

1160 

2542 

1206 

491 

726 

2891 

310 

298 

1378 

440 

171 

213 

2595 

2362 

280 

241 

314 

154 

166 

Mo 

ppm 

18 

20 

6 

4 

13 

8 

4 

10 

13 

10 

9 

3 

6 

13 

6 

14 

10 

21 

17 

21 

6 

6 

Certified By: ________ _ 

Na 

% 

0.04 

<0.01 

0.08 

0.08 

0.04 

0.10 

0.06 

0,08 

005 

0.11 

0.11 

0.16 

0.10 

0.10 

0.14 

0.03 

0,08 

0.14 

0.07 

0.16 

0.15 

0,16 

Ni 

ppm 

8 

24 

8 

66 

17 

12 

12 

19 

12 

11 

11 

96 

8 

7 

9 

20 

11 

52 

33 

40 

20 

22 

p 

ppm 

314 

229 

325 

244 

837 

508 

378 

381 

852 

348 

356 

164 

348 

399 

389 

742 

784 

483 

534 

484 

391 

417 

Pb 

ppm 

372 

518 

85 

180 

261 

106 

69 

80 

270 

166 

184 

182 

93 

249 

107 

283 

232 

336 

307 

190 

37 

38 

Sb Se 

ppm ppm 

5 <5 

<5 6 

<5 <5 

<5 <5 

<5 <5 

<5 <5 

<5 <5 

<5 <5 

<5 <5 

<5 <5 

<5 <5 

<5 <5 

<5 <5 

<5 <5 

<5 <5 

<5 <5 

<5 <5 

6 <5 

<5 <5 

<5 <5 

<5 <5 

<5 <5 

Si 

% 

0.04 

0,04 

0.03 

0.04 

0.04 

0.04 

0.03 

0.03 

0.04 

0.02 

0.02 

0.03 

0.03 

0,02 

0,03 

0.04 

0.04 

0.05 

0,06 

0.04 

0.03 

0.04 

Sn Sr Ti TI V 

ppm ppm ppm ppm ppm 

<10 7 

<10 <3 

<10 51 

<10 33 

<10 73 

<10 75 

<10 50 

<10 65 

<10 46 

<10 13 

<10 14 

<10 39 

194 2 35 

309 6111 

190 <1 14 

2797 174 

893 2 197 

139 3 60 

<100 14 

1573 <1 27 

2349 2 304 

<100 3 22 

<100 <1 22 

<100 2 97 

<10 11 <100 8 

<10 13 <100 <1 21 

<10 15 <100 <1 13 

<10 53 975 2 238 

<10 29 219 3 149 

<10 109 6874 3 214 

<10 76 6863 5 205 

<10 69 6844 <1 183 

<10 29 2103 <1 52 

<10 32 2245 <1 55 

W 

ppm 

<10 

<10 

<10 

<10 

<10 

<10 

<;0 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

y 

ppm 

<1 

<1 

2 

6 

5 

3 

2 

2 

5 

<1 

<1 

<1 

<1 

<1 

<1 

3 

3 

14 

14 

15 

4 

4 
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Rainy River Res. 

Date Created: 07-06-1807:46 AM 

Job Number: 200741453 

Date Recieved: 5/22/2007 

Number of Samples: 75 

Type of Sample: Core 

Date Completed: 6/612007 

Project ID: Off Lake 

Accur. # Client Tag Ag 

ppm 

AI 

% 

As 

ppm 

107609 

107610 

107611 

107612 

107613 

107614 

107615 

107616 

107617 

107618 

107619 

107620 

107621 

107622 

107623 

107624 

107625 

107626 

107627 

107628 

107629 

107630 

804071 

804072 <1 

804073 <1 

804074 59 

804075 <1 

804076 <1 

604077 <1 

804078 <1 

804079 <1 

804080 <1 

804080 <1 

804081 <1 

804062 <1 

804063 <1 

804064 <1 

804085 <1 

804086 <1 

804087 <1 

804088 <1 

804089 <1 

804090 <1 

804090 <1 

2.95 

1.23 

2.47 

0.46 

1.34 

2.10 

3.06 

201 

3.69 

5.26 

5.20 

3.09 

0.77 

0.38 

0.99 

1.20 

1.73 

1.10 

2.51 

2.27 

3.04 

2.80 

9 

3 

3 

18 

<2 

4 

3 

3 

2 

8 

8 

6 

5 

4 

3 

6 

2 

4 

6 

8 

10 

7 

B Ba Be Bi 

ppm ppm ppm ppm 

37 

31 

25 

33 

33 

31 

34 

29 

21 

34 

31 

29 

24 

30 

24 

30 

30 

34 

37 

31 

36 

32 

146 

116 

9 

51 

71 

66 

89 

50 

51 

23 

24 

26 

66 

30 

45 

89 

73 

76 

30 

44 

12 

11 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

1 

<1 

10 

6 

13 

27 

6 

10 

8 

13 

10 

12 

22 

12 

10 

7 

5 

5 

7 

10 

8 

11 

14 

14 

Ca 

% 

1.99 

1.12 

2.03 

0.02 

0.71 

1.98 

0.37 

0.23 

0.65 

2.87 

2.84 

2.37 

0.11 

7.78 

2.60 

0.85 

1.16 

0.96 

2.97 

0.98 

4.17 

3.85 

Cd Co 

ppm ppm 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

5 

5 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

5 

5 

43 

10 

28 

5 

9 

21 

20 

13 

37 

15 

15 

12 

4 

9 

7 

12 

14 

11 

25 

19 

42 

39 

Cr 

ppm 

78 

88 

71 

124 

62 

111 

131 

107 

220 

44 

35 

79 

51 

28 

59 

110 

83 

106 

77 

75 

22 

21 

* The results included on this report relate only to the items tested 

* This Certificate of Analysis should not be reproduced except in full, without the written approval 

of the laboratory. 

*The methods used for these analysis are not accredited under ISOIIEC 17025 

Cu 

ppm 

Fe 

% 

K 

% 

535 5.85 0.19 

23 1.53 0.34 

80 5.31 0.08 

144 1.75 0.23 

19 1.69 0.22 

52 3.36 0.18 

23 4.90 0.25 

24 2.82 0.18 

66 6.03 0.09 

29 >10.00 0.06 

30 >10.00 0.06 

20 6.88 0.10 

16 1.49 0.19 

11 3.590.19 

24 1.22 0.17 

21 2.11 0.22 

28 2.81 0.19 

21 1.58 0.54 

10 7.22 0.09 

42 8.00 0.11 

381 >10.00 0.02 

357 9.43 0.02 

Li 

ppm 

89 

11 

15 

2 

12 

17 

29 

17 

42 

44 

43 

25 

7 

3 

12 

12 

25 

8 

22 

17 

23 

21 

Mg 

% 

2.14 

0.53 

1.39 

0.02 

0.59 

1.06 

1.65 

0.95 

2.44 

1.57 

~.55 

0.95 

0.26 

2.07 

0.34 

0.27 

0.97 

0.54 

1.62 

0.78 

2.05 

1.90 

Mn 

ppm 

609 

440 

723 

<100 

403 

1050 

673 

368 

1327 

5019 

4975 

2800 

<100 

2026 

446 

433 

547 

403 

2261 

1127 

3528 

3305 

Mo 

ppm 

17 

3 

8 

8 

4 

6 

7 

4 

7 

16 

16 

10 

5 

4 

3 

4 

5 

3 

10 

10 

14 

12 

Certified By: _______ _ 

Na 

% 

0.03 

0.11 

0.29 

0.07 

0.08 

0.12 

0.11 

0.18 

0.07 

0.03 

0.03 

0.06 

0.08 

0.04 

0.11 

0.16 

0.10 

0.10 

0.14 

0.06 

0.07 

0.06 

Ni 

ppm 

64 

10 

27 

3 

6 

19 

32 

16 

56 

10 

10 

9 

5 

8 

6 

8 

16 

10 

13 

13 

26 

24 

P 

ppm 

623 

278 

677 

149 

354 

325 

417 

317 

299 

265 

263 

307 

291 

336 

223 

379 

346 

339 

753 

460 

827 

765 

Pb Sb Se 

ppm ppm ppm 

SI 

% 

166 

45 

151 

1131 

59 

107 

132 

87 

167 

331 

333 

186 

47 

104 

34 

63 

83 

50 

204 

256 

330 

296 

<5 

<5 

<5 

<5 

<5 

<5 

5 

<5 

<5 

<5 

8 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

7 

<5 0.03 

<5 0.03 

<5 0.05 

<5 0.03 

<5 0.04 

<5 0.04 

<5 0.03 

<5 0.03 

<5 0.03 

<5 0.04 

<5 0.04 

<5 0.03 

<5 0.03 

<5 0.03 

<5 0.03 

7 0.03 

<5 0.03 

<5 0.03 

<5 0.06 

<5 0.03 

<5 0.04 

<5 0.03 

Sn Sr Ti Tl V 

ppm ppm ppm ppm ppm 

<10 162 4644 <1 

<10 42 831 <1 

<10 9 2557 2 

<10 11 <100 

<10 76 1441 <1 

<10 125 1707 2 

<10 33 <100 <1 

<10 53 376 <1 

<10 43 <100 4 

<10 57 136 8 

<10 56 133 8 

<10 52 191 5 

<10 47 <100 <1 

<10 325 <100 3 

<10 97 <100 

<10 74 <100 <1 

<10 41 389 <1 

<10 61 1513 <1 

<10 58 2217 1 

<10 20 1116 1 

<10 126 1815 2 

<10 117 1680 <1 

102 

9 

146 

6 

14 

38 

57 

33 

127 

30 

30 

33 

6 

3 

5 

8 

26 

23 

206 

126 

311 

286 

W 

ppm 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

y 

ppm 

8 

<1 

12 

<1 

<1 

2 

2 

3 

3 

4 

<1 

3 

2 

1 

2 

2 

3 

1 

4 

3 
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I Rainy River Res. 

Date Created: 07-06-1807:46 AM 

Job Number: 200741453 I Date Recieved: 5/22/2007 

Number of Samples: 75 

Type of Sample: Core I Date Completed: 6/612007 

Project I D: Off Lake 

I Accur. # Client Tag Ag 

ppm 

AI 

% 

As 

ppm 

I 

I 

I 

I 

I 

I 

I 

I 

107631 

107632 

107633 

107634 

107635 

107636 

107637 

107638 

107639 

107640 

107641 

107642 

107643 

107644 

107645 

107646 

107647 

107648 

107649 

107650 

107651 

107652 

804091 <1 

804092 <1 

804093 <1 

804094 <1 

804095 <1 

804096 <1 

804097 <1 

804098 <1 

804099 <1 

804100 <1 

804100 

804101 <1 

804102 <1 

804103 <1 

804104 <1 

804105 <1 

804106 <1 

804107 <1 

804108 <1 

804109 <1 

804110 <1 

804110 <1 

4.62 

3.35 

1.80 

4.29 

0.41 

4.57 

0.87 

3.35 

2.73 

2.44 

2.62 

4.39 

5.07 

2.28 

3.45 

4.10 

3.50 

3.12 

0.80 

2.95 

2.40 

2.26 

20 

26 

8 

14 

4 

9 

4 

5 

11 

12 

11 

6 

10 

8 

6 

7 

10 

4 

7 

7 

5 

7 

B Ba Be Bi 

ppm ppm ppm ppm 

34 

32 

28 

28 

32 

29 

24 

24 

32 

32 

35 

29 

30 

26 

29 

<10 

38 

30 

101 

31 

23 

22 

19 

8 

166 

16 

11 

33 

102 

73 

41 

4 

4 

36 

29 

61 

64 

45 

50 

45 

10 

39 

82 

77 

2 

<1 

<1 

<1 

<1 

2 

<1 

1 

2 

<1 

<1 

<1 

<1 

23 

20 

16 

17 

8 

15 

4 

12 

7 

21 

31 

14 

12 

12 

17 

20 

18 

13 

7 

13 

9 

4 

Ca 

% 

1.08 

0.07 

3.42 

3.14 

0.06 

2.42 

1.70 

3.11 

6.08 

1.55 

1.62 

1.91 

1.15 

3.24 

4.73 

2.65 

5.46 

3.77 

0.11 

3.33 

1.87 

1.77 

Cd 

ppm 

10 

7 

<4 

6 

<4 

5 

<4 

<4 

5 

11 

12 

<4 

6 

<4 

5 

5 

6 

4 

<4 

<4 

<4 

<4 

Co 

ppm 

32 

24 

35 

85 

9 

54 

8 

26 

50 

22 

24 

31 

28 

32 

42 

28 

42 

31 

30 

35 

14 

14 

Cr 

ppm 

50 

55 

323 

24 

289 

79 

80 

46 

30 

32 

34 

61 

30 

61 

23 

34 

66 

59 

579 

75 

104 

96 

* The results included on this report relate only to the items tested 

* This Certificate of Analysis should not be reproduced except in full, without the written approval 

of the laboratory. 

*The methods used for these analysis are not accredited under ISOIIEC 17025 

Cu 

ppm 

Fe 

% 

K 

% 

293 >10.00 0.08 

124 >10.00 0.06 

22 5.31 0.15 

149 >10.00 0.03 

32 204 0.02 

119 >10.00 0.08 

9 1.49 0.32 

41 8.01 0.12 

303 9.39 0.08 

76 >10.00 <0.01 

80 >10.00 <0.01 

51 7.19 0.10 

75 >10.00 0.06 

60 6.38 0.11 

87 >10.00 0.13 

33 9.68 0.07 

79 >10.00 0.10 

67 8.27 0.09 

127 2.58 0.02 

84 7.00 0.12 

41 2.21 0.35 

37 2.10 0.33 

Li 

ppm 

38 

16 

19 

37 

4 

44 

3 

27 

20 

8 

8 

29 

24 

12 

27 

33 

36 

39 

6 

24 

19 

18 

Mg 

% 

1.38 

0.90 

2.21 

2.25 

0.14 

2.22 

0.41 

196 

2.28 

2.39 

2.47 

1.56 

1.55 

1.34 

209 

1.85 

2.16 

2.16 

0.23 

1.43 

0.57 

0.54 

Mn 

ppm 

1317 

645 

1520 

2859 

602 

1872 

334 

2467 

4517 

7994 

8477 

1595 

2146 

2122 

3349 

2702 

3265 

1896 

372 

1778 

496 

474 

Mo 

ppm 

17 

21 

4 

17 

4 

14 

3 

11 

12 

30 

31 

9 

16 

9 

12 

11 

12 

11 

5 

9 

5 

4 
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Derek Demianiuk, H.Bsc. 

Na 
% 

0.03 

0.03 

0.08 

0.03 

0.02 

0.04 

0.08 

0.08 

0.02 

0.01 

0.01 

0.06 

0.02 

0.05 

0.06 

0.02 

0.06 

0.05 

0.03 

008 

0.26 

0.24 

Ni 

ppm 

30 

28 

70 

25 

8 

17 

7 

11 

13 

10 

11 

14 

12 

12 

16 

13 

31 

24 

23 

45 

14 

14 

P 

ppm 

259 

306 

1234 

784 

121 

750 

311 

792 

577 

155 

166 

1114 

1008 

893 

750 

789 

700 

634 

244 

771 

389 

370 

Pb Sb Se Si 

% ppm ppm ppm 

359 

436 

148 

409 

70 

296 

43 

230 

279 

697 

746 

202 

347 

190 

329 

297 

322 

258 

82 

212 

70 

69 

6 

7 

<5 

8 

<5 

5 

<5 

<5 

<5 

9 

9 

<5 

<5 

<5 

5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 0.03 

<5 0.04 

<5 0.04 

5 0.03 

<5 0.02 

<5 0.04 

<5 0.04 

<5 0.04 

<5 0.03 

<5 0.03 

7 002 

<5 0.05 

<5 0.04 

<5 0.05 

<5 0.03 

<5 0.05 

<5 0.03 

<5 0.03 

<5 0.02 

<5 0.04 

<5 0.03 

<5 0.03 

Sn Sr 

ppm ppm 

<10 15 

<10 5 

<10 174 

<10 35 

<10 <3 

<10 34 

<10 40 

<10 39 

<10 78 

<10 22 

<10 24 

<10 29 

<10 14 

<10 59 

<10 61 

<10 23 

<10 47 

<10 32 

<10 <3 

<10 36 

<10 99 

<10 94 

Ti TI V 

ppm ppm ppm 

101 <1 

173 2 

<100 <1 

119 5 

<100 3 

107 5 

<100 <1 

<100 2 

1175 4 

168 9 

176 8 

<100 

1111 5 

<100 3 

<100 2 

<100 

<100 4 

<100 3 

<100 <1 

<100 <1 

<100 <1 

<100 <1 

56 

56 

64 

232 

23 

232 

5 

174 

173 

30 

32 

184 

228 

102 

178 

177 

210 

164 

40 

155 

22 

21 

W 

ppm 

18 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

y 

ppm 

<1 

4 

3 

<1 

3 

<1 

2 

3 

2 

2 

4 

4 

2 

3 

2 

6 

2 

<1 

3 

2 
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I Rainy River Res. 

Date Created: 07-06-1807:46 AM 

Job Number: 200741453 I Date Recieved: 5/22/2007 

Number of Samples: 75 

Type of Sample: Core 

I Date Completed: 6/6/2007 

Project 10: Off Lake 

I Accur. # Client Tag Ag 

ppm 

AI 

% 

As 

ppm 

I 

I 

I 

I 

I 

I 

I 

I 

107653 

107654 

107655 

107656 

107657 

107658 

107659 

107660 

107661 

107662 

107663 

107664 

107665 

107666 

107667 

107668 

804111 <1 

804112 <1 

B04113 <1 

804114 <1 

B04115 <1 

B04116 <1 

804117 <1 

804118 <1 

804119 <1 

804120 <1 

804120 <1 

804121 <1 

804122 <1 

804123 <1 

804124 <1 

804125 <1 

4.17 

2.23 

1.66 

3.09 

2.04 

5.05 

3.98 

1.31 

0.13 

4.59 

4.84 

5.01 

3.92 

0.09 

1.46 

1.14 

7 

10 

8 

5 

8 

10 

7 

6 

14 

7 

9 

4 

9 

5 

4 

4 

B Ba Be Bi 

ppm ppm ppm ppm 

24 

25 

27 

29 

27 

38 

32 

37 

45 

35 

36 

34 

27 

29 

42 

38 

14 

64 

74 

33 

42 

10 

64 

234 

27 

'3 

3 

12 

40 

7 

29 

10 

1 

<1 

<1 

<1 

<1 

2 

<1 

2 

2 

<1 

<1 

<1 

<1 

21 

12 

8 

11 

11 

14 

9 

10 

10 

27 

19 

20 

17 

6 

18 

11 

Ca 

% 

Cd Co 

ppm ppm 

6.58 <4 

0.66 <4 

1.17 <4 

2.10 <4 

2.01 <4 

4.54 8 

2.66 5 

2.36 <4 

0.05 <4 

4.77 8 

5.03 9 

5.69 4 

6.37 <4 

0.37 <4 

>10.00 <4 

>10.00 <4 

42 

12 

12 

16 

19 

45 

50 

24 

21 

40 

43 

40 

45 

5 

23 

23 

Cr 

ppm 

186 

87 

77 

75 

85 

80 

78 

59 

412 

19 

20 

52 

157 

421 

40 

140 

" The results included on this report relate only to the items tested 

* This Certificate of Analysis should not be reproduced except in full, without the written approval 

of the laboratory. 

*The methods used for these analysis are not accredited under ISOIIEC 17025 

Cu 

ppm 

Fe 

% 

K Li 

ppm 

Mg 

% 

Mn 

ppm 

Mo 

ppm 

Na 

% 

Ni 

ppm 

P 

ppm 

Pb Sb Se 

ppm ppm ppm 

Si 

% 

Sn Sr Ti TI V 

% 

200 7.11 0.05 

31 5.71 0.21 

38 4.13 0.21 

58 7.01 0.19 

44 4.87 0.16 

68 >10.00 0.02 

63 9.B2 0.10 

9 4.47 0.48 

253 5.41 0.04 

71 >10.00 <0.01 

72 >10.00 0.01 

149 8.07 0.01 

89 7.05 0.04 

688 0.B7 <0.01 

43 4.87 0.09 

142 4.56 0.03 

40 

19 

13 

31 

20 

38 

31 

6 

3 

25 

26 

36 

33 

4 

16 

12 

2.98 

0.55 

0.38 

0.90 

0.59 

2.21 

1.14 

0.69 

0.02 

2.03 

2.14 

2.82 

2.41 

0.04 

4.45 

2.39 

1421 

710 

673 

1136 

1190 

4274 

1661 

886 

727 

4270 

4462 

1678 

1366 

250 

2324 

1604 

8 

8 

7 

10 

7 

20 

13 

8 

10 

20 

20 

10 

9 

3 

4 

3 

Certified By: _______ _ 

0.09 

0.09 

0.08 

0.D7 

0.07 

0.02 

0.06 

0.08 

0.02 

0.01 

0.01 

0.02 

0.07 

0.02 

0.04 

0.04 

55 

19 

15 

15 

17 

46 

59 

13 

9 

17 

18 

41 

45 

10 

21 

20 

197 

415 

390 

304 

353 

620 

720 

2626 

517 

583 

629 

262 

176 

<100 

111 

<100 

210 

153 

111 

220 

131 

491 

291 

141 

151 

527 

539 

244 

204 

27 

153 

137 

<5 

<5 

<5 

<5 

<5 

7 

<5 

<5 

<5 

7 

9 

6 

<5 

7 

<5 

<5 

ppm ppm ppm ppm ppm 

<5 0.04 <10 

<5 0.03 <10 

<5 0.03 <10 

<5 0.04 <10 

<5 0.03 <10 

<5 0.04 <10 

<5 0.03 <10 

<5 0.05 <10 

<5 0.03 <10 

<5 0.03 <10 

<5 0.03 <10 

<5 0.04 <10 

<5 0.04 <10 

<5 0.02 <10 

<5 0.05 <10 

<5 0.04 <10 

54 <100 2 

57 <100 2 

75 <100 <1 

99 <100 3 

60 <100 4 

72 2194 6 

33 2754 5 

142 102 <1 

7 <100 4 

102 1650 5 

107 1628 7 

52 <100 2 

53 <100 2 

3 <100 2 

162 <100 2 

131 <100 2 

160 

43 

27 

27 

31 

386 

254 

34 

8 

246 

257 

275 

164 

6 

64 

62 

W 

ppm 

<10 

<10 

<10 

<10 

<10 

<10 

<iO 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

y 

ppm 

2 

2 

2 

3 

9 

<1 

1 

2 

2 

<1 

4 

2 
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Rainy River Res. 

Date Created: 07-06-2509:31 AM 

Job Number: 200741577 

Date Recieved: 5/28/2007 

Number of Samples: 160 

Type of Sample: Core 

I Date Completed: 6/14/2007 

Project 10: Off Lake 

I 

I 

I 

I 

I 

I 

I 

I 

I 

Accur. # Client Tag Ag 

ppm 

115626 

115627 

115628 

115629 

115630 

115631 

115632 

115633 

115634 

115635 

115636 

115637 

115638 

115639 

115640 

115641 

115642 

115643 

115644 

115645 

115646 

115647 

804126 <1 

804127 <1 

804128 <1 

804129 <1 

804130 <1 

804131 <1 

804132 <1 

804133 <1 

804134 <1 

804135 <1 

804135 <1 

804136 <1 

804137 <1 

804138 <1 

804139 <1 

804140 <1 

804141 <1 

804142 <1 

804143 <1 

804144 <1 

804145 <1 

804145 <1 

AI 

% 

0.87 

0.33 

1.23 

1.04 

4.66 

2.61 

1.39 

0.73 

0.80 

0.25 

0.25 

0.25 

0.84 

0.35 

1.03 

034 

0.21 

1.02 

0,70 

0.88 

1.11 

1,11 

As 

ppm 

<2 

<2 

7 

<2 

4 

5 

3 

<2 

<2 

20 

21 

10 

11 

12 

<2 

26 

24 

<2 

<2 

<2 

39 

40 

B Ba 

ppm ppm 

43 

44 

39 

39 

44 

45 

48 

43 

40 

43 

40 

42 

44 

41 

46 

40 

40 

50 

42 

44 

47 

45 

9 

16 

16 

17 

19 

5 

12 

58 

55 

44 

44 

58 

50 

46 

140 

62 

42 

126 

26 

13 

49 

48 

Be Bi Ca 

% 

Cd 

ppm ppm ppm 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

11 5,52 <4 

4 2,93 <4 

4 8.43 <4 

18 >10,00 4 

10 6.59 4 

8 1.54 <4 

7 1.47 4 

<1 1.07 <4 

<1 0.79 <4 

3 0.05 <4 

10 0,05 <4 

6 0,02 <4 

8 0,79 <4 

<1 0.03 <4 

6 1.11 <4 

19 0.06 <4 

13 0.03 <4 

<1 0.67 <4 

15 0.98 7 

2 1.15 <4 

3 0.20 <4 

<1 0.19 <4 

Co 

ppm 

12 

7 

19 

19 

45 

32 

108 

6 

5 

9 

8 

4 

9 

2 

8 

16 

29 

9 

81 

21 

10 

10 

Cr 

ppm 

263 

150 

143 

48 

237 

179 

108 

102 

146 

191 

208 

179 

143 

150 

138 

203 

253 

142 

123 

118 

91 

96 

* The results included on this report relate only to the items tested 

* This Certificate of Analysis should not be reproduced except in full, without the written approval 

of the laboratory. 

*The methods used for these analysis are not accredited under ISOIIEC 17025 

Cu 

ppm 

Fe 

% 

K 

% 

125 2,41 0.03 

133 1.69 0.02 

45 4,31 0.05 

18 6.66 0.04 

128 7.14 0.03 

63 4.76 0,01 

986 8.35 0.09 

1601 1.06 0.39 

256 0,97 0.26 

246 3,82 0.22 

249 3.87 0,22 

13 1.70 0.25 

153 1.94 0.35 

33 2.20 0.32 

48 1,29 0.71 

18 3.86 0.35 

17 6.42 0,20 

26 1.28 0.57 

573 >10.00 0.06 

211 4,12 0,04 

15 301 0.77 

15 3,02 0.77 

Li 

ppm 

15 

10 

18 

16 

69 

18 

9 

12 

13 

5 

5 

5 

13 

6 

15 

7 

5 

16 

7 

8 

18 

17 

Mg 

% 

0.88 

0.76 

2.37 

4.89 

3.31 

2.22 

0.86 

0.52 

0.53 

0.02 

002 

0.02 

070 

0.10 

0.76 

008 

0.02 

0.86 

0.59 

0,81 

0.98 

0.98 

Mn 

ppm 

794 

954 

1873 

3154 

1796 

1005 

261 

197 

271 

<100 

<100 

<100 

393 

<100 

242 

<100 

<100 

290 

221 

159 

393 

392 

Mo 

ppm 

3 

2 

4 

8 

3 

16 

4 

1 

17 

17 

23 

5 

12 

3 

80 

39 

8 

25 

5 

151 

152 
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Na 

% 

0,03 

0.02 

0.05 

0,04 

0.03 

0.06 

0.17 

0.06 

0.07 

0,02 

0,02 

0.04 

0.04 

0.06 

0.09 

0.02 

0.01 

0.08 

0.10 

0,12 

0.03 

0.03 

Ni 

ppm 

15 

4 

23 

11 

51 

42 

75 

7 

6 

14 

19 

<1 

14 

<1 

12 

8 

18 

19 

42 

15 

21 

20 

P 

ppm 

<100 

<100 

120 

<100 

252 

208 

876 

471 

455 

167 

159 

195 

491 

556 

544 

<100 

<100 

507 

751 

720 

319 

321 

Pb 

ppm 

80 

54 

120 

200 

219 

133 

237 

36 

26 

116 

115 

51 

61 

69 

39 

118 

179 

35 

429 

120 

87 

90 

Sb Se 

ppm ppm 

Si 

% 

Sn Sr 

ppm ppm 

<5 

<5 

<5 

<5 

5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

5 

<5 

<5 

<5 

<5 

<5 

<5 0,05 <10 51 

<5 0.03 <10 27 

<5 0.04 <10 54 

<5 0.04 <10 125 

<5 0.05 <10 53 

<5 0.07 <10 22 

<5 0.06 <10 10 

<5 0.02 <10 35 

<5 0.03 <10 70 

<5 0,02 <10 15 

<5 0,02 <10 16 

<5 0.02 <10 29 

<5 0.04 <10 37 

<5 0,02 <10 60 

<5 0.02 <10 72 

<5 0.02 <10 24 

<5 0.02 <10 9 

<5 0,02 <10 73 

<5 0.04 <10 7 

<5 0.04 <10 14 

<5 0.02 <10 36 

<5 0.02 <10 35 

Ti TI V 

ppm ppm ppm 

<100 1 30 

<100 5 14 

<100 5 55 

<100 3 39 

<100 3 212 

1981 2 81 

3256 2 149 

526 2 10 

503 2 8 

107 2 2 

110 4 2 

298 <1 3 

373 2 5 

477 1 4 

998 3 17 

<100 4 6 

<100 5 4 

919 <1 18 

3472 3 245 

3105 <1 118 

603 7 

595 <1 6 

W 

ppm 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

y 

ppm 

2 

1 

2 

3 

9 

3 

8 

2 

2 

<1 

<1 

<1 

2 

<1 

2 

<1 

<1 

2 

9 

8 

<1 

<1 
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LABORATORIES 

Rainy River Res. 

Date Created: 07-06-2509:31 AM 

Job Number: 200741577 

Date Recieved: 5/28/2007 

Number of Samples: 160 

Type of Sample: Core 

Date Completed: 6/14/2007 

Project 10: Off Lake 

Accur. # Client Tag Ag 

ppm 

AI 

% 

As 

ppm 

115648 

115649 

115650 

115651 

115652 

115653 

115654 

115655 

115656 

115657 

115658 

115659 

115660 

115661 

115662 

115663 

115664 

115665 

115666 

115667 

115668 

115669 

804146 <1 

804147 <1 

804148 <1 

804149 <1 

804150 <1 

804151 <1 

804152 <1 

804153 <1 

804154 2 

804155 <1 

804155 <1 

804156 <1 

804157 <1 

804158 <1 

804159 <1 

804160 <1 

804161 <1 

804162 <1 

804163 <1 

804164 <1 

804165 <1 

804165 <1 

1.64 

0.85 

1.54 

0.88 

2.94 

4.10 

2.24 

1.62 

2.01 

0.56 

0.56 

0.49 

0.39 

2.13 

1.06 

3.11 

0.77 

1.67 

0.44 

0.29 

1.79 

1.79 

<2 

<2 

<2 

<2 

<2 

4 

<2 

<2 

<2 

<2 

<2 

11 

7 

4 

<2 

<2 

<2 

<2 

12 

<2 

<2 

<2 

B Ba Be Bi 

ppm ppm ppm ppm 

42 

42 

41 

45 

43 

48 

41 

44 

49 

41 

42 

39 

37 

46 

43 

42 

39 

41 

38 

42 

42 

40 

72 

19 

172 

37 

244 

174 

31 

45 

22 

48 

49 

76 

60 

11 

50 

28 

62 

48 

207 

9 

11 

11 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

4 

<1 

2 

8 

17 

8 

4 

6 

<1 

7 

2 

4 

13 

6 

21 

2 

1 

5 

6 

10 

5 

Ca 

% 

0.86 

0.47 

1.30 

1.20 

1.11 

0.61 

4.11 

1.82 

1.39 

0.14 

0.14 

0.09 

0.17 

1.39 

0.70 

0.93 

0.58 

4.06 

0.05 

0.03 

0.18 

0.18 

Cd 

ppm 

<4 

<4 

<4 

<4 

<4 

5 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

4 

<4 

5 

<4 

<4 

<4 

<4 

<4 

<4 

Co 

ppm 

9 

38 

31 

18 

34 

49 

28 

18 

33 

8 

8 

8 

10 

78 

24 

101 

21 

33 

7 

8 

14 

14 

Cr 

ppm 

90 

97 

150 

86 

70 

95 

109 

53 

32 

117 

99 

94 

221 

76 

86 

75 

87 

51 

110 

117 

131 

133 

* The results included on this report relate only to the items tested 

* This Certificate of Analysis should not be reproduced except in full, without the written approval 

of the laboratory. 

*The methods used for these analysis are not accredited under ISOIIEC 17025 

Cu 

ppm 

79 

281 

71 

235 

105 

91 

95 

24 

77 

5 

5 

7 

6 

130 

4 

241 

7 

105 

9 

6 

11 

11 

Fe 
% 

2.01 

3.49 

4.12 

5.37 

7.03 

9.82 

3.53 

4.38 

6.58 

1.79 

1.76 

2.08 

1.63 

7.86 

2.23 

9.40 

3.12 

4.41 

1.82 

2.77 

3.67 

3.67 

K 

% 

0.51 

0.11 

0.50 

0.18 

0.57 

0.99 

0.14 

0.15 

0.08 

0.15 

0.15 

0.28 

0.23 

0.05 

0.16 

0.06 

020 

0.19 

0.29 

0.05 

0.05 

0.05 

Li 

ppm 

26 

13 

16 

6 

42 

50 

16 

11 

10 

7 

7 

5 

4 

15 

14 

45 

10 

10 

4 

4 

20 

21 

Mg 

% 

1.56 

0.95 

1.40 

0.65 

1.50 

1.48 

0.85 

0.71 

0.85 

0.27 

0.26 

0.12 

008 

1.43 

085 

2.97 

0.49 

0.78 

0.18 

0.11 

180 

180 

Mn 

ppm 

714 

187 

496 

302 

747 

726 

527 

553 

513 

113 

110 

<100 

<100 

907 

443 

1356 

330 

799 

<100 

<100 

373 

374 

Mo 

ppm 

2 

6 

4 

7 

8 

11 

3 

5 

7 

4 

3 

3 

3 

9 

2 

11 

4 

5 

5 

12 

5 

5 
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Na 

% 

0.05 

0.05 

0.09 

0.14 

0.15 

0.08 

0.22 

0.20 

0.20 

0.07 

0.07 

0.04 

0.03 

0.07 

0.04 

0.04 

0.05 

0.16 

0.05 

0.13 

0.14 

0.13 

Ni 

ppm 

10 

29 

25 

5 

44 

47 

37 

<1 

9 

<1 

<1 

<1 

<1 

45 

<1 

50 

<1 

34 

<1 

<1 

16 

20 

p 

ppm 

437 

285 

658 

1341 

962 

851 

491 

1204 

637 

302 

303 

312 

239 

579 

340 

585 

324 

575 

332 

316 

573 

575 

Pb Sb Se 

ppm ppm ppm 

Si 

% 

Sn Sr 

ppm ppm 

63 

107 

130 

154 

210 

293 

103 

109 

180 

60 

50 

64 

49 

225 

66 

290 

88 

136 

50 

78 

112 

107 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 0.03 <10 34 

<5 0.01 <10 6 

<5 0.06 <10 30 

<5 0.06 <10 7 

<5 0.05 <10 10 

<5 0.07 <10 9 

<5 0.04 <10 38 

<5 0.05 <10 9 

<5 0.03 <10 24 

<5 0.02 <10 15 

<5 0.02 <10 14 

<5 0.02 <10 28 

<5 0.02 <10 26 

<5 0.07 <10 33 

<5 0.02 <10 31 

<5 0.08 <10 41 

<5 0.02 <10 25 

<5 0.05 <10 23 

<5 0.02 <10 26 

<5 0.04 <10 9 

<5 0.08 <10 12 

<5 0.07 <10 11 

Ti TI V 

ppm ppm ppm 

726 3 13 

1261 <1 51 

2734 2 139 

2870 2 108 

2571 2 227 

2711 3 334 

1193 2 103 

1847 <1 63 

4547 <1 271 

439 <1 14 

439 2 13 

274 2 7 

167 1 3 

1940 2 158 

245 <1 11 

3292 182 

662 <1 13 

1716 2 109 

593 2 10 

<100 2 13 

<100 1 50 

<100 2 50 

W 

ppm 

13 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<:10 

<10 

<10 

<10 

<10 

<10 

<10 

<:10 

<10 

<10 

<10 

<10 

y 

ppm 

2 

4 

5 

18 

13 

8 

9 

19 

8 

<1 

<1 

<1 

<1 

4 

1 

4 

<1 

7 

<1 

<1 

<1 
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I 

I 
LAQOR.A.TORIES 

I Rainy River Res. 

Date Created: 07-06-2509:31 AM 

Job Number: 200741577 I Date Recieved: 5/28/2007 
Number of Samples: 160 

Type of Sample: Core 

I Date Completed: 6/14/2007 

Project ID: Off Lake 

I Accur. # Client Tag Ag 

ppm 

AI 

% 

As 

ppm 

I 

I 

I 

I 

I 

I 

I 

I 

115670 

115671 

115672 

115673 

115674 

115675 

115676 

115677 

115678 

115679 

115680 

115681 

115682 

115683 

115684 

115685 

115686 

115687 

115688 

115689 

115690 

i 15691 

804166 <1 

804167 <1 

804168 <1 

804169 <1 

804170 <1 

804171 <1 

804172 <1 

804173 <1 

804174 <1 

804175 <1 

804175 <1 

804176 <1 

804177 <1 

804178 <1 

804179 2 

804180 <1 

804181 <1 

804182 <1 

804183 <1 

804184 <1 

804185 <1 

804185 <1 

0.39 

0.57 

1.28 

0.85 

0.86 

0.83 

086 

1.13 

0.45 

0.52 

0.55 

0.34 

1.16 

3.33 

3.57 

0.54 

0.89 

1.92 

0.71 

0.62 

137 

1.36 

<2 

<2 

<2 

<2 

<2 

<2 

<2 

<2 

<2 

<2 

<2 

<2 

<2 

<2 

16 

<2 

<2 

<2 

<2 

3 

<2 

<2 

B Ba Be Bi 

ppm ppm ppm ppm 

41 

38 

38 

40 

38 

38 

39 

39 

39 

40 

39 

37 

45 

42 

47 

43 

43 

53 

42 

40 

41 

40 

19 

18 

61 

13 

53 

129 

76 

138 

96 

79 

82 

67 

15 

13 

28 

19 

18 

13 

76 

90 

7 

7 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

3 

7 

5 

<1 

4 

3 

<1 

<1 

5 

<1 

6 

7 

8 

<1 

<1 

<1 

5 

13 

18 

11 

Ca 

% 

0.07 

0.05 

0.30 

0.Q7 

0.48 

0.20 

0.06 

0.17 

0.17 

0.20 

0.21 

0.10 

0.06 

1.39 

1.86 

0.22 

1.06 

1.42 

0.23 

0.28 

1.15 

1.16 

Cd Co 

ppm ppm 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

5 

5 

34 

7 

15 

2 

4 

6 

4 

8 

3 

4 

5 

6 

2 

39 

65 

9 

27 

42 

10 

6 

35 

34 

Cr 

ppm 

163 

214 

182 

60 

86 

151 

169 

215 

139 

172 

182 

149 

107 

107 

93 

96 

106 

32 

183 

165 

61 

62 

* The results included on this report relate only to the items tested 

* This Certificate of Analysis should not be reproduced except in full, without the written approval 

of the laboratory. 

*The methods used for these analysis are not accredited under ISOIIEC 17025 

Cu 

ppm 

Fe 

% 

K U 

ppm 

Mg 

% 

Mn 

ppm 

Mo 

ppm 

Na 

% 

Ni 

ppm 

P 

ppm 

Pb Sb Se 

ppm ppm ppm 

Si 

% 

Sn Sr Ti TI V 

7 

12 

11 

6 

38 

6 

24 

13 

113 

6 

7 

12 

8 

126 

199 

39 

231 

101 

8 

7 

72 

71 

1.81 

2.52 

3.15 

1.51 

1.74 

2.07 

2.24 

2.41 

1.28 

0.81 

0.84 

1.17 

2.02 

6.99 

7.27 

1.70 

2.97 

6.83 

2.03 

1.96 

8.64 

8.63 

% 

0.07 

0.07 

0.21 

0.04 

0.18 

0.32 

0.20 

019 

0.24 

0.29 

031 

0.29 

0.07 

0.05 

0.05 

0.03 

0.03 

0.08 

0.14 

0.17 

0.02 

0.02 

5 

5 

20 

11 

10 

6 

17 

18 

6 

5 

6 

3 

24 

33 

58 

6 

10 

14 

7 

7 

13 

13 

0.27 

0.37 

1.57 

0.78 

0.51 

0.35 

0.75 

086 

0.30 

0.16 

0.16 

0.02 

158 

2.35 

2.65 

0.30 

0.65 

1.01 

0.49 

0.47 

115 

1.15 

<100 

119 

156 

158 

205 

101 

111 

122 

<100 

<100 

<100 

<100 

<100 

969 

1365 

104 

248 

518 

<100 

<100 

337 

335 

3 

4 

3 

1 

3 

3 

3 

2 

3 

3 

7 

<1 

7 

6 

73 

5 

9 

3 

3 

11 

11 

Certified By: ________ _ 

0.10 

0.14 

0.10 

0.08 

0.05 

0.06 

0.07 

0.13 

0.10 

0.09 

0.09 

0.01 

0.12 

0.08 

0.02 

0.24 

0.22 

0.16 

0.12 

0.09 

0.10 

0.10 

<1 

<1 

28 

<1 

<1 

4 

6 

14 

<1 

<1 

4 

<1 

5 

47 

62 

<1 

2 

17 

7 

4 

13 

13 

223 

449 

683 

332 

278 

276 

358 

557 

488 

272 

281 

320 

520 

594 

573 

359 

463 

491 

396 

458 

650 

633 

51 

74 

95 

41 

52 

58 

63 

67 

36 

23 

22 

33 

66 

204 

214 

50 

87 

193 

61 

61 

253 

242 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

5 

ppm ppm ppm ppm ppm 

<5 0.02 <10 

<5 0.04 <10 

<5 0.04 <10 

<5 0.04 <10 

<5 0.02 <10 

<5 0.02 <10 

<5 0.03 <10 

<5 0.03 <10 

<5 0.03 <10 

<5 0.02 <10 

<5 0.03 <10 

<5 0.02 <10 

<5 0.05 <10 

<5 0.07 <10 

<5 0.09 <10 

<5 0.10 <10 

<5 0.10 <10 

<5 003 <10 

<5 0.03 <10 

<5 0.03 <10 

<5 0.02 <10 

<5 0.02 <10 

6 178 2 

10 <100 <1 

39 686 3 

8 <100 2 

14 299 

33 408 <1 

14 110 <1 

31 307 2 

19 704 <1 

45 527 <1 

48 559 <1 

18 418 3 

11 206 2 

66 3722 2 

180 5644 <1 

14 803 

25 2100 

22 6499 <1 

34 763 <1 

31 779 <1 

42 5545 1 

42 5564 2 

9 

16 

35 

15 

6 

6 

10 

17 

9 

6 

6 

4 

26 

148 

164 

22 

53 

432 

14 

17 

243 

242 

W 

ppm 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

y 

ppm 

<1 

<1 

3 

<1 

<1 

<1 

<1 

2 

2 

<1 

<1 

<1 

2 

5 

6 

5 

7 

1 

9 

9 

Derek Demianiuk, H.Bsc. Page 3 of 8 

z~ 

ppr 

21 

31 

3~ 

2E 

1: 

6 

6 

6 

2 

1:' 
< • 
,~ 



• 
I 

I 
LASORA.TQRIES 

I Rainy River Res. 

Date Created: 07-06-2509:31 AM 
Job Number: 200741577 I Date Recieved: 5/28/2007 
Number of Samples: 160 

Type of Sample: Core 

I Date Completed: 6/14/2007 

Project 10: Off Lake 

I Accur. # Client Tag Ag 

ppm 

AI 

% 

As 

ppm 

I 

I 

I 

I 

I 

I 

I 

I 

115692 

115693 

115694 

115695 

115696 

115697 

115698 

115699 

115700 

115701 

115702 

115703 

115704 

115705 

115706 

115707 

115708 

115709 

115710 

115711 

115712 

115713 

804186 <1 

804187 2 

804188 <1 

804189 <1 

804190 <1 

804191 <1 

804192 <1 

804193 <1 

804194 <1 

804195 <1 

804195 <1 

804196 <1 

804197 1 

804198 1 

804199 3 

804200 <1 

804201 <1 

804202 <1 

804203 <1 

804204 <1 

804205 <1 

804205 

2.04 

2.55 

0.47 

0.46 

1.52 

1.67 

0.69 

2.26 

0.69 

2.47 

2.33 

2.25 

1.86 

0.18 

1.87 

0.34 

187 

0.55 

1.25 

0.82 

2.75 

2.64 

<2 

3 

<2 

<2 

3 

<2 

<2 

<2 

<2 

7 

7 

2 

4 

7 

5 

<2 

2 

<2 

<2 

<2 

<2 

<2 

B 8a Be Bi 

ppm ppm ppm ppm 

51 

44 

45 

25 

64 

67 

43 

39 

42 

43 

41 

40 

42 

42 

42 

42 

41 

44 

41 

45 

38 

40 

25 

12 

8 

20 

27 

23 

97 

10 

23 

54 

52 

7 

14 

44 

8 

9 

6 

5 

73 

110 

18 

18 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

6 

11 

5 

<1 

8 

12 

6 

14 

<1 

8 

10 

5 

6 

<1 

<1 

<1 

10 

<1 

3 

<1 

3 

<1 

Ca 

% 

1.18 

1.00 

2.22 

0.22 

1.94 

1.72 

1.11 

1.62 

0.29 

1.18 

1.13 

0.84 

1.17 

0.16 

1.97 

0.21 

1.31 

0.33 

0.15 

1.01 

1.24 

1.19 

Cd Co 

ppm ppm 

<4 

5 

<4 

<4 

5 

5 

<4 

5 

<4 

17 

16 

6 

6 

<4 

4 

<4 

7 

<4 

<4 

<4 

<4 

<4 

37 

29 

9 

4 

31 

33 

9 

29 

8 

35 

33 

25 

45 

13 

48 

5 

51 

8 

9 

9 

37 

35 

Cr 

ppm 

29 

57 

375 

177 

66 

78 

108 

41 

289 

118 

102 

109 

182 

81 

128 

507 

142 

343 

119 

134 

20 

18 

" The results included on this report relate only to the items tested 

" This Certificate of Analysis should not be reproduced except in full. without the written approval 

of the laboratory. 

"The methods used for these analysis are not accredited under ISO/IEC 17025 

Cu 

ppm 

Fe 

% 

K 

% 

99 6.29 0.11 

380 8.15 0.02 

324 2.48 0.02 

9 1.99 0.05 

808 8.72 0.06 

774 >10.00 0.06 

11 1.55 0.17 

1212 9.75 0.01 

36 2.32 0.09 

605 8.43 0.02 

581 8.01 0.02 

606 5.31 0.02 

191 8.49 0.05 

34 2.32 0.16 

272 6.84 0.05 

116 2.04 0.04 

2862 >10.00 <0.01 

208 2.43 0.02 

64 2.54 0.16 

14 1.16 0.22 

9 4.91 0.03 

8 4.75 0.03 

Li 

ppm 

17 

32 

7 

5 

15 

18 

7 

19 

5 

18 

18 

22 

17 

2 

10 

3 

12 

5 

17 

6 

18 

18 

Mg 

% 

1.28 

2.36 

0.30 

0.21 

1.19 

1.21 

0.57 

2.28 

0.44 

2.46 

2.39 

2.29 

1.52 

002 

1.08 

0.20 

1.47 

0.39 

120 

0.55 

211 

205 

Mn 

ppm 

557 

439 

168 

<100 

622 

574 

126 

438 

101 

472 

454 

466 

510 

<100 

603 

102 

538 

142 

270 

207 

814 

784 

Mo 

ppm 

7 

16 

6 

12 

14 

14 

2 

17 

5 

10 

11 

7 

11 

43 

9 

10 

20 

4 

2 

<1 

4 

4 
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Derek Demianiuk, H.Bsc. 

Na 

% 

0.07 

0.05 

0.05 

0.23 

0.10 

0.13 

0.09 

0.05 

0.25 

0.04 

0.04 

0.03 

0.05 

0.13 

0.09 

0.08 

0.08 

0.02 

0.06 

0.11 

0.07 

0.06 

Ni 

ppm 

14 

30 

10 

<1 

22 

21 

10 

35 

4 

47 

41 

20 

37 

<1 

53 

7 

64 

7 

6 

6 

35 

33 

P 

ppm 

551 

893 

198 

451 

624 

607 

614 

652 

317 

626 

596 

391 

607 

228 

519 

106 

578 

107 

415 

352 

363 

341 

Pb Sb Se 

ppm ppm ppm 

Si 

% 

181 

247 

72 

58 

248 

295 

45 

298 

68 

251 

231 

140 

249 

67 

188 

62 

376 

71 

74 

33 

152 

143 

<5 

<5 

<5 

<5 

<5 

5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 0.03 

<5 0.06 

<5 0.08 

<5 0.08 

<5 0.04 

<5 0.05 

<5 0.03 

<5 0.03 

<5 0.06 

<5 0.07 

<5 0.07 

<5 0.05 

<5 0.06 

<5 0.03 

<5 0.03 

<5 0.03 

<5 0.05 

<5 0.04 

<5 0.03 

<5 0.03 

<5 0.05 

<5 0.05 

Sn Sf 

ppm ppm 

<10 12 

<10 112 

<10 69 

<10 33 

<10 27 

<10 53 

<10 25 

<10 53 

<10 17 

<10 63 

<10 60 

<10 43 

<10 70 

<10 10 

<10 52 

<10 15 

<10 61 

<10 30 

<10 8 

<10 94 

<10 91 

<10 86 

Ti '-1 V 

ppm ppm ppm 

5149 251 

5843 <1 126 

1496 <1 23 

1373 4 27 

3910 <1 225 

4849 9 225 

674 <1 14 

5154 <1 250 

1091 31 

4610 187 

4364 <1 177 

2858 114 

5396 1 132 

7159 2 96 

4469 2 133 

749 1 20 

4614 2 187 

1270 <1 33 

<100 <1 18 

843 <1 13 

5246 2 130 

5079 <1 125 

W 

ppm 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

22 

21 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

y 

ppm 

8 

6 

2 

9 

12 

3 

10 

2 

8 

8 

5 

6 

3 

7 

<1 

10 

6 

6 
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LABORATORIES 

Rainy River Res. 

Date Created: 07-06-2509:31 AM 

Job Number: 200741577 

Date Recieved: 5/28/2007 

Number of Samples: 160 

Type of Sample: Core 

I Date Completed: 6/14/2007 

Project ID: Off Lake 

I 

I 

I 

I 

I 

I 

I 

I 

I 

Accur. # Client Tag Ag 

ppm 

115714 

115715 

115716 

115717 

115718 

115719 

115720 

115721 

115722 

115723 

115724 

115725 

115726 

115727 

115728 

115729 

115730 

115731 

115732 

115733 

115734 

115735 

804206 <1 

804207 <1 

804208 <1 

804209 <1 

804210 <1 

804211 

804212 <1 

804213 <1 

804214 <1 

804215 <1 

804215 <1 

804216 <1 

804217 <1 

804218 <1 

804219 <1 

804220 <1 

804221 <1 

804222 <1 

804223 <1 

804224 <1 

804225 <1 

804225 <1 

AI 

% 

2.26 

3.53 

4.31 

2.30 

2.76 

2.74 

2.68 

1.30 

1.79 

2.07 

2.06 

1.64 

2.23 

2.73 

0.57 

1.74 

2.93 

2.20 

1.54 

0.94 

0.42 

0.41 

As 

ppm 

4 

3 

3 

<2 

<2 

<2 

<2 

<2 

<2 

<2 

<2 

<2 

<2 

<2 

<2 

<2 

<2 

2 

<2 

5 

<2 

<2 

B Ba Be Bi 

ppm ppm ppm ppm 

40 

43 

40 

40 

41 

41 

41 

43 

43 

42 

47 

44 

40 

40 

41 

42 

41 

41 

47 

41 

42 

43 

6 

50 

101 

22 

10 

28 

40 

142 

51 

33 

33 

4 

16 

7 

2 

9 

6 

5 

98 

70 

122 

119 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

5 

12 

18 

13 

3 

17 

7 

3 

6 

9 

3 

<1 

2 

7 

2 

7 

<1 

4 

6 

14 

8 

2 

Ca 

% 

0.78 

3.69 

2.58 

1.23 

1.15 

1.88 

1.83 

2.46 

0.88 

2.25 

2.25 

0.78 

0.82 

0.40 

0.08 

0.79 

1.53 

0.10 

0.52 

0.10 

0.05 

0.05 

Cd Co 

ppm ppm 

<4 

5 

6 

5 

<4 

5 

5 

<4 

4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

44 

52 

53 

47 

43 

54 

59 

24 

45 

35 

34 

24 

35 

46 

6 

30 

45 

43 

13 

21 

8 

8 

Cr 

ppm 

155 

60 

70 

14 

13 

3 

4 

206 

<1 

16 

16 

30 

2 

18 

211 

13 

54 

1518 

39 

97 

101 

91 

~ ",' 

* The results included on this report relate only to the items tested 

* This Certificate of Analysis should not be reproduced except in full, without the written approval 

of the laboratory. 

*The methods used for these analysis are not accredited under ISOIIEC 17025 

Cu 

ppm 

204 

114 

131 

74 

151 

204 

188 

36 

247 

863 

874 

13 

66 

130 

60 

145 

115 

34 

89 

194 

5 

5 

Fe 

% 

4.45 

8.25 

9.64 

9.74 

6.80 

8.93 

9.01 

2.71 

6.97 

5.27 

5.26 

3.57 

5.89 

4.68 

1.45 

3.40 

6.68 

3.47 

4.26 

4.45 

3.16 

3.12 

K 

% 

<0.01 

0.23 

0.54 

0.08 

0.02 

0.02 

0.03 

0.53 

0.19 

0.12 

0.12 

0.01 

0.04 

0.01 

<0.01 

0.02 

0.02 

<0.01 

0.22 

0.14 

0.24 

0.23 

Li 

ppm 

11 

25 

33 

15 

13 

15 

15 

15 

11 

13 

12 

8 

6 

22 

5 

11 

10 

2 

69 

5 

5 

3 

Mg 

% 

1.97 

2.47 

2.93 

1.61 

1.74 

1.80 

1.'74 

1.43 

1.20 

1.41 

1.41 

1.10 

138 

2.55 

0.54 

1.44 

1.82 

3.76 

0.62 

0.42 

010 

010 

Mn 

ppm 

744 

1314 

1359 

1248 

1041 

1280 

1296 

521 

656 

929 

928 

562 

983 

626 

166 

463 

1007 

382 

208 

145 

<100 

<100 

Mo 

ppm 

3 

9 

11 

10 

7 

11 

11 

3 

10 

8 

10 

3 

6 

3 

1 

3 

6 

<1 

6 

8 

6 

5 

Certified By: ________ _ 

Derek Demianiuk, H.Bsc. 

Na 

% 

0.02 

0.03 

0.02 

0.04 

0.05 

0.05 

0.07 

0.16 

0.05 

0.05 

0.05 

0.04 

0.04 

0.03 

0.02 

0.04 

0.03 

0.01 

0.08 

0.09 

0.12 

0.12 

Ni 

ppm 

48 

48 

59 

<1 

19 

7 

4 

27 

12 

14 

14 

5 

7 

75 

2 

22 

44 

361 

<1 

10 

<1 

<1 

P 

ppm 

298 

507 

502 

540 

467 

315 

385 

771 

427 

443 

452 

431 

476 

245 

<100 

256 

502 

115 

735 

350 

340 

337 

Pb Sb Se 

ppm ppm ppm 

Si 

% 

147 

257 

309 

283 

195 

260 

262 

83 

201 

143 

138 

105 

157 

121 

41 

88 

184 

117 

132 

127 

88 

87 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

8 

<5 

<5 

<5 

<5 

<5 0.04 

<5 0.04 

<5 0.04 

<5 0.05 

<5 0.04 

<5 0.05 

<5 0.05 

<5 0.07 

<5 0.05 

<5 0.04 

<5 0.05 

<5 0.04 

<5 0.05 

<5 0.04 

<5 0.04 

<5 0.06 

<5 0.05 

<5 0.03 

<5 0.03 

<5 0.03 

<5 0.02 

<5 0.02 

Sn Sr 

ppm ppm 

<10 21 

<10 128 

<10 72 

<10 50 

<10 26 

<10 48 

<10 47 

<10 174 

<10 40 

<10 63 

<10 62 

<10 13 

<10 13 

<10 7 

<10 <3 

<10 14 

<10 32 

<10 <3 

<10 15 

<10 7 

<10 21 

<10 20 

Ti TI v 
ppm ppm ppm 

2385 2 

4652 <1 

4211 1 

4499 3 

4178 2 

6739 <1 

6784 <1 

1649 2 

4084 <1 

4308 2 

4310 1 

2490 2 

3797 2 

1464 <1 

214 <1 

2200 2 

5440 2 

336 <1 

1844 3 

987 <1 

749 4 

750 3 

62 

170 

208 

222 

133 

351 

332 

83 

321 

229 

230 

78 

106 

47 

11 

52 

120 

62 

14 

27 

10 

9 

W 

ppm 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

y 

ppm 

4 

6 

4 

7 

8 

6 

8 

5 

6 

6 

6 

6 

6 

2 

<1 

3 

7 

<1 

14 

<1 

<1 

<1 
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I 

I 

I 
~ LABORATORIEs 

I Rainy River Res. 

Date Created: 07-06-2509:31 AM 

Job Number: 200741577 I Date Recieved: 5/28/2007 

Number of Samples: 160 

Type of Sample: Core 

I Date Completed: 6/14/2007 

Project 10: Off Lake 

I 
Accur. # Client Tag Ag 

ppm 

AI 

% 

As 

ppm 

I 

I 

I 

I 

I 

I 

I 

I 

115736 

115737 

115738 

115739 

115740 

115741 

115742 

115743 

115744 

115745 

115746 

115747 

115748 

115749 

115750 

115751 

115752 

115753 

115754 

115755 

115756 

115757 

804226 <1 

804227 <1 

804228 

804229 <1 

804230 <1 

804231 <1 

804232 <1 

804233 <1 

804234 <1 

804235 <1 

804235 <1 

804236 <1 

804237 <1 

804238 <1 

804239 <1 

804240 <1 

804241 <1 

804242 <1 

804243 <1 

804244 <1 

804245 <1 

804245 <1 

0.39 

0.46 

1.89 

0.63 

0.30 

0.45 

0.48 

0.42 

0.36 

0.36 

0.36 

0.50 

0.39 

2.17 

143 

1.63 

0.69 

1.38 

1.81 

0.99 

0.71 

0.73 

<2 

<2 

<2 

<2 

<2 

<2 

<2 

<2 

<2 

<2 

<2 

<2 

<2 

<2 

<2 

<2 

<2 

17 

3 

8 

7 

9 

B Ba Be Bi 

ppm ppm ppm ppm 

40 

39 

39 

36 

37 

36 

38 

38 

35 

36 

37 

36 

39 

40 

29 

40 

36 

37 

36 

36 

35 

35 

79 

70 

48 

87 

66 

109 

108 

88 

146 

98 

98 

65 

74 

33 

15 

17 

56 

63 

154 

96 

54 

56 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

4 

5 

<1 

9 

3 

2 

3 

<1 

2 

<1 

<1 

4 

6 

6 

<1 

5 

3 

<1 

2 

Ca 

% 

0.14 

0.93 

1.76 

0.45 

0.34 

0.22 

0.46 

042 

0.02 

0.13 

0.13 

0.97 

0.14 

2.00 

133 

0.94 

0.08 

0.09 

1.41 

0.32 

0.05 

0.05 

Cd Co 

ppm ppm 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

4 

12 

32 

9 

6 

21 

6 

7 

4 

6 

6 

27 

15 

63 

36 

48 

3 

7 

13 

9 

4 

4 

Cr 

ppm 

59 

107 

105 

98 

45 

113 

57 

64 

54 

59 

76 

96 

73 

35 

63 

40 

51 

51 

40 

44 

72 

72 

* The results included on this report relate only to the items tested 

.. This Certificate of Analysis should not be reproduced except in full, without the written approval 

of the laboratory. 

"The methods used for these analysis are not accredited under ISO/IEC 17025 

Cu 

ppm 

20 

17 

84 

17 

3 

29 

176 

4 

7 

4 

4 

5 

16 

400 

105 

190 

35 

45 

18 

31 

8 

8 

Fe 

% 

1.87 

2.37 

6.05 

1.25 

1.08 

3.36 

0.77 

0.93 

2.12 

1.15 

1.15 

1.65 

1.76 

7.60 

4.33 

6.72 

2.05 

6.44 

4.19 

2.33 

320 

325 

K 

% 

0.19 

0.19 

0.34 

0.31 

0.20 

0.25 

0.28 

0.27 

0.29 

0.24 

0.24 

0.21 

0.21 

0.15 

0.08 

0.08 

0.30 

0.23 

0.20 

0.17 

0.21 

0.21 

Li 

ppm 

4 

4 

6 

7 

4 

6 

5 

4 

3 

2 

2 

4 

3 

10 

5 

8 

1 

5 

6 

6 

2 

2 

Mg 

% 

0.18 

0.27 

0.96 

0.34 

0.04 

0.19 

0.22 

0.10 

0.03 

0.03 

0.03 

0.24 

0.15 

1.46 

0.87 

1.08 

0.12 

0.48 

0.42 

0.32 

0.13 

0.13 

Mn 

ppm 

<100 

114 

559 

<100 

<100 

<100 

<100 

<100 

<100 

<100 

<100 

102 

<100 

975 

554 

716 

102 

389 

676 

352 

<100 

<100 

Mo 

ppm 

2 

3 

6 

1 

2 

5 

<1 

1 

16 

3 

3 

2 

2 

8 

4 

8 

4 

9 

6 

3 

6 

6 
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Derek Demianiuk, H.Bsc. 

Na 

% 

0.07 

0.08 

0.19 

0.07 

0.05 

0.07 

0.06 

0.07 

0.05 

0.08 

0.08 

0.07 

0.09 

0.06 

0.09 

0.08 

0.04 

0.06 

0.07 

0.06 

0.06 

0.06 

Ni 

ppm 

<1 

3 

26 

<1 

<1 

6 

<1 

<1 

<1 

<1 

<1 

10 

<1 

49 

33 

35 

<1 

9 

4 

<1 

<1 

p 

ppm 

362 

273 

509 

298 

277 

291 

259 

302 

225 

340 

344 

330 

301 

265 

340 

335 

274 

443 

520 

493 

306 

315 

Pb Sb Se Si Sn Sr 

ppm ppm ppm % ppm ppm 

58 

65 

166 

36 

31 

95 

21 

23 

65 

31 

33 

44 

51 

216 

107 

178 

55 

172 

122 

73 

100 

103 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 0.02 <10 15 

<5 0.02 <10 43 

<5 0.02 <10 23 

<5 0.02 <10 37 

<5 0.02 <10 12 

<5 0.02 <10 14 

"5 0.02 <10 32 

<5 0.02 <10 19 

<5 0.02 <10 6 

<5 0.02 <10 9 

<5 0.02 <10 9 

<5 0.02 <10 31 

<5 0.02 <10 28 

<5 0.03 <10 12 

<5 0.02 <10 12 

<5 0.04 <10 8 

<5 0.01 <10 9 

<5 0.03 <10 11 

<5 0.02 <10 68 

<5 0.02 <10 27 

<5 0.01 <10 17 

<5 0.01 <10 17 

Ti TI V 

ppm ppm ppm 

782 1 11 

557 1 9 

4007 2 133 

550 <1 7 

474 3 5 

489 2 7 

445 <1 4 

370 3 4 

493 3 3 

419 2 4 

422 3 4 

527 2 7 

457 2 6 

1865 <1 92 

2643 3 77 

2250 <1 74 

<100 3 9 

<100 2 40 

<100 4 28 

<100 <1 18 

<100 <1 8 

<100 2 9 

W 

ppm 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

y 

ppm 

<1 

<1 

7 

<1 

<1 

<1 

<1 

<1 

<i 

<1 

<1 

<1 

4 

4 

4 

<1 

<1 

3 

2 

<1 

<1 
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I 
LABORATOR!ES 

I Rainy River Res. 

Date Created: 07-06-2509:31 AM 

Job Number: 200741577 I Date Recieved: 5/28/2007 

Number of Samples: 160 

Type of Sample: Core 

I Date Completed: 6/14/2007 

Project ID: Off Lake 

I Accur. # Client Tag Ag 

ppm 

AI 

% 

As 

ppm 

I 

I 

I 

I 

I 

I 

I 

I 

115758 

115759 

115760 

115761 

115762 

115763 

115764 

115765 

115766 

115767 

115768 

115769 

115770 

115771 

115772 

115773 

115774 

115775 

115776 

115777 

115778 

115779 

804246 <1 

804247 <1 

804248 <1 

804249 <1 

804250 <1 

804251 <1 

804252 <1 

804253 <1 

804254 <1 

804255 <1 

804255 <1 

804256 <1 

804257 <1 

804258 <1 

804259 <1 

804260 <1 

804261 <1 

804262 <1 

804263 <1 

804264 <1 

804265 <1 

804265 <1 

0.85 

2.21 

2.41 

2.44 

0.89 

4.34 

137 

4.28 

3.61 

1.00 

1.00 

2.75 

1.56 

5.53 

1.96 

1.83 

2.04 

1.39 

1.17 

2.41 

1.81 

191 

8 

3 

4 

<2 

17 

3 

<2 

3 

4 

14 

14 

7 

<2 

7 

<2 

4 

<2 

<2 

<2 

<2 

<2 

<2 

B Ba Be Bi 

ppm ppm ppm ppm 

34 

44 

41 

40 

31 

39 

14 

38 

40 

39 

39 

37 

38 

35 

38 

35 

39 

37 

39 

38 

41 

49 

49 

12 

5 

9 

82 

8 

26 

12 

8 

29 

29 

63 

37 

8 

12 

99 

116 

59 

236 

153 

100 

104 

<1 

<1 

2 

<1 

<1 

2 

<1 

<1 

<1 

<1 

<1 

2 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

14 

16 

5 

10 

27 

7 

15 

23 

9 

7 

12 

8 

16 

11 

10 

8 

4 

<1 

2 

2 

Ca 

% 

0.74 

3.87 

>10.00 

3.49 

0.21 

1.72 

1.45 

3.82 

5.93 

0.17 

0.17 

3.38 

6.25 

0.21 

0.85 

5.45 

1.27 

1.19 

2.04 

1.75 

1.33 

1.41 

Cd Co 

ppm ppm 

<4 

4 

9 

5 

<4 

13 

<4 

8 

8 

4 

4 

5 

<4 

7 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

8 

22 

30 

43 

16 

28 

12 

41 

29 

5 

6 

33 

23 

30 

28 

32 

37 

40 

41 

38 

41 

42 

Cr 

ppm 

54 

20 

2 

1 

50 

4 

174 

3 

9 

63 

63 

7 

17 

342 

49 

228 

141 

98 

134 

111 

74 

92 

* The results included on this report relate only to the items tested 

* This Certificate of Analysis should not be reproduced except in full, without the written approval 

of the laboratory. 

*The methods used for these analysis are not accredited under ISOIIEC 17025 

Cu 

ppm 

Fe 

% 

K 

12 2.09 0.19 

33 7.97 0.03 

162 >10.00 0.02 

87 8.67 0.01 

75 4.33 0.21 

175 >10.00 0.01 

6 629 0.01 

129 >10.00 <0.01 

220 >10.00 0.02 

28 7.87 0.15 

28 7.92 0.15 

65 9.08 0.09 

17 6.39 0.07 

111 >10.00 0.02 

61 4.23 0.03 

32 5.70 0.19 

114 6.14 0.37 

107 4.75 0.14 

505 2.64 0.48 

49 5.38 0.54 

234 5.19 0.33 

242 5.45 0.34 

Li 

ppm 

3 

10 

15 

9 

3 

4 

2 

6 

8 

2 

3 

13 

7 

14 

13 

13 

10 

7 

13 

10 

13 

14 

Mg 

% 

0.21 

0.95 

2.11 

2.14 

0.45 

1.39 

0.49 

1.57 

1.81 

0.31 

0.31 

1.23 

1.64 

3.31 

1.44 

2.89 

0.87 

1.06 

1.48 

1.36 

1.30 

138 

Mn 

ppm 

515 

2777 

7958 

1046 

201 

7504 

3388 

5518 

6405 

435 

428 

2452 

2532 

2966 

632 

1848 

643 

519 

491 

862 

540 

573 

Mo 

ppm 

3 

9 

22 

10 

6 

27 

8 

18 

19 

11 

11 

11 

8 

16 

4 

15 

11 

5 

<1 

6 

6 

8 
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Derek Demianiuk, H.Bsc. 

Na 

% 

0.06 

0.06 

<0.01 

0.05 

0.03 

<0.01 

<0.01 

<0.01 

0.03 

0.05 

0.05 

0.04 

0.05 

<0.01 

0.05 

0.02 

0.19 

0.14 

0.11 

0.13 

0.20 

0.22 

Ni 

ppm 

<1 

3 

6 

16 

12 

<1 

9 

13 

<1 

<1 

6 

<1 

38 

38 

96 

40 

51 

120 

55 

56 

60 

P 

ppm 

396 

815 

332 

418 

155 

180 

262 

765 

578 

382 

380 

855 

674 

191 

717 

1487 

567 

592 

766 

595 

756 

766 

Pb Sb Se Si 

% ppm ppm ppm 

61 

233 

505 

266 

141 

598 

164 

458 

433 

226 

232 

264 

166 

425 

102 

158 

170 

123 

80 

138 

163 

158 

<5 

<5 

5 

<5 

<5 

7 

<5 

5 

5 

<5 

<5 

<5 

<5 

7 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 0.02 

<5 0.04 

<5 0.02 

<5 0.03 

<5 0.02 

<5 0.04 

<5 0.04 

<5 0.03 

<5 0.03 

<5 0.02 

<5 0.02 

<5 0.04 

<5 0.03 

<5 0.05 

<5 0.04 

<5 0.03 

<5 0.03 

<5 0.03 

<5 0.04 

<5 0.05 

<5 0.05 

<5 0.05 

Sn Sr 

ppm ppm 

<10 44 

<10 64 

<10 259 

<10 117 

<10 11 

<10 48 

<10 36 

<10 107 

<10 103 

<10 25 

<10 25 

<10 41 

<10 85 

<10 <3 

<10 37 

<10 277 

<10 48 

<10 23 

<10 53 

<10 23 

<10 19 

<10 20 

Ti 1'1 V 

ppm ppm ppm 

<100 3 

<100 3 

296 6 

2388 

<100 <1 

272 10 

304 6 

820 6 

621 4 

<100 2 

<100 <1 

<100 3 

118 

1678 2 

2970 <1 

<100 3 

1857 1 

1841 1 

1937 2 

2812 <1 

2084 <1 

2221 

7 

181 

159 

191 

15 

52 

73 

220 

200 

28 

28 

161 

122 

238 

55 

39 

152 

92 

73 

111 

116 

121 

W 

ppm 

<10 

<10 

<10 

<10 

<10 

12 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

y 

ppm 

2 

3 

2 

12 

<1 

3 

4 

4 

<1 

5 

4 

4 

3 

8 

6 

6 

4 

4 

11 

11 
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• 
I 

I 
lABORATORIES 

I Rainy River Res. 

Date Created: 07-06-2509:31 AM 

Job Number: 200741577 I Date Recieved: 5/28/2007 

Number of Samples: 160 

Type of Sample: Core 

I Date Completed: 6/14/2007 

Project ID: Off Lake 

I Accur. # Client Tag Ag 

ppm 

AI 

% 

As 

ppm 

I 

I 

I 

I 

I 

I 

I 

I 

115780 

115781 

115782 

115783 

115784 

115785 

115786 

115787 

115788 

115789 

115790 

115791 

115792 

115793 

115794 

115795 

115796 

115797 

115798 

115799 

115800 

115801 

804266 <1 

804267 <1 

804268 <1 

804269 

804270 <1 

804271 <1 

804272 <1 

804273 <1 

804274 <1 

804275 <1 

804275 <1 

804276 <1 

804277 47 

804278 

804279 <1 

804280 4 

804281 4 

804282 <1 

804283 <1 

804284 <1 

804285 <1 

804285 <1 

1.35 

0.98 

2.50 

2.36 

0.71 

0.42 

0.25 

1.04 

2.45 

2.48 

2.45 

2.02 

0.85 

1.82 

1.19 

2.49 

4.07 

2.91 

2.70 

2.11 

4.20 

4.27 

<2 

<2 

<2 

<2 

<2 

3 

4 

<2 

<2 

<2 

<2 

<2 

27 

<2 

<2 

11 

<2 

<2 

<2 

<2 

<2 

<2 

B Ba Be Bi 

ppm ppm ppm ppm 

42 

44 

47 

40 

41 

43 

41 

41 

42 

44 

47 

52 

45 

45 

46 

49 

48 

43 

41 

42 

39 

38 

45 

69 

154 

231 

93 

24 

61 

58 

46 

148 

149 

160 

50 

107 

9 

12 

57 

80 

52 

65 

42 

43 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

4 

13 

7 

4 

<1 

2 

7 

12 

9 

3 

79 

6 

10 

22 

7 

5 

6 

5 

16 

15 

Ca 

% 

1.36 

1.05 

0.75 

0.94 

1.70 

0.87 

0.47 

1.05 

0.39 

0.79 

0.79 

1.03 

2.60 

1.04 

1.20 

0.44 

0.33 

1.16 

1.44 

1.46 

0.83 

0.84 

Cd Co 

ppm ppm 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

9 

<4 

<4 

<4 

152 

6 

6 

10 

10 

4 

<4 

<4 

4 

4 

32 

34 

36 

32 

19 

95 

68 

37 

54 

38 

40 

42 

53 

35 

23 

51 

42 

36 

28 

29 

69 

69 

Cr 

ppm 

89 

56 

87 

94 

425 

120 

95 

157 

63 

100 

100 

100 

195 

118 

40 

87 

70 

100 

83 

125 

128 

132 

* The results included on this report relate only to the items tested 

* This Certificate of Analysis should not be reproduced except in full, without the written approval 

of the laboratory. 

*The methods used for these analysis are not accredited under ISOIIEC 17025 

Cu 

ppm 

Fe 

% 

K 

% 

83 5.80 0.14 

73 7.35 0.23 

138 7.30 0.30 

60 6.19 1.14 

199 1.62 0.18 

875 2.76 0.10 

717 3.26 0.11 

130 3.20 0.24 

176 7.31 0.17 

108 6.73 0.52 

107 6.68 0.51 

92 6.36 0.67 

1898 6.23 0.21 

129 6.25 0.50 

139 3.51 0.04 

424 >10.00 0.07 

312 >10.00 0.60 

99 7.40 0.33 

82 6.26 0.25 

118 5.08 0.19 

153 7.57 0.13 

155 7.65 0.13 

Li 

ppm 

7 

5 

21 

16 

5 

2 

<1 

6 

12 

13 

13 

16 

8 

24 

6 

40 

54 

26 

19 

16 

36 

37 

Mg 

% 

0.93 

0.79 

2.19 

1.78 

1.32 

0.64 

0.40 

0.95 

2.16 

1.59 

1.56 

1.49 

0.90 

1.44 

0.90 

1.40 

2.48 

1.08 

0.97 

0.89 

2.97 

3.02 

Mn 

ppm 

584 

493 

820 

783 

311 

119 

<100 

382 

837 

681 

672 

569 

1123 

576 

392 

1130 

1277 

1086 

985 

645 

1041 

1052 

Mo 

ppm 

7 

9 

9 

7 

<1 

3 

4 

5 

9 

7 

6 

7 

7 

9 

4 

14 

12 

9 

7 

6 

9 

7 

Certified By: ________ _ 

Derek Demianiuk, H.Bsc. 

Na 

% 

0.17 

0.12 

0.04 

0.08 

0.05 

0.06 

0.04 

0.08 

0.04 

0.06 

0.06 

0.12 

0.05 

0.09 

0.15 

0.02 

0.04 

0.14 

0.14 

0.17 

0.01 

0.01 

Ni 

ppm 

24 

3 

36 

30 

85 

95 

107 

50 

32 

28 

28 

34 

93 

25 

14 

29 

15 

34 

21 

20 

53 

54 

P 

ppm 

720 

980 

732 

639 

253 

319 

250 

164 

406 

734 

745 

702 

149 

743 

372 

683 

688 

758 

723 

779 

305 

310 

Pb Sb Se Si 

% 

Sn Sr 

ppm ppm ppm ppm ppm 

153 <5 <5 0.03 <10 10 

213 <5 <5 0.02 <10 9 

204 <5 <5 0.04 <10 49 

168 <5 <5 0.04 <10 32 

51 <5 <5 0.03 <10 85 

76 <5 <5 0.05 <10 39 

94 <5 <5 0.03 <10 37 

92 <5 <5 0.04 <10 15 

372 <5 <5 0.04 <10 8 

199 <5 <5 0.04 <10 17 

189 <5 <5 0.04 <10 16 

182 <5 <5 0.03 <10 14 

>5,000 <5 6 0.06 <10 19 

466 <5 <5 0.05 <10 26 

401 <5 <5 0.03 <10 16 

1120 <5 <5 0.03 <10 9 

513 <5 <5 0.05 <10 9 

229 <5 <5 0.05 <10 16 

181 <5 <5 0.02 <10 14 

139 <5 <5 0.02 <10 12 

213 <5 <5 0.03 <10 11 

216 <5 <5 0.03 <10 12 

Ti TI V 

ppm ppm ppm 

1936 1 128 

2508 2 148 

2764 3 144 

3845 <1 118 

507 2 30 

996 <1 23 

1009 <1 21 

1582 <1 64 

1461 3 133 

2928 <1 134 

2930 2 132 

2503 <1 113 

769 <1 27 

3419 <1 101 

1241 2 91 

2556 6 177 

3081 233 

2111 <1 156 

2138 2 123 

1909 <1 110 

1188 127 

1242 128 

W 

ppm 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

373 

<10 

<10 

13 

12 

16 

<10 

<10 

26 

23 

y 

ppm 

10 

14 

4 

5 

<1 

2 

3 

5 

5 

5 

2 

6 

7 

5 

6 

8 

8 

8 

7 

8 
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• 
I 

I 
LABORATORIES 

I Rainy River Res. (Expl) 

Date Created 07-10-0512:37:35 PM 

I 
Job Number. 200743539 

Date Received Aug 20, 2007 

Number of Samples: 11 

Type of Sample Rock 

I Date Completed Oct 2, 2007 

Project ID 

I 

I 

I 

I 

I 

I 

I 

I 

I 

Accur. # Client Tag Ag 

ppm 

247821 

247822 

247823 

247824 

247825 

247826 

247827 

247828 

247829 

247830 

247831 

247832 

809522 1 

809523 2 

809524 <1 

809525 7 

809526 5 

809527 5 

809528 1 

809529 2 

809530 <1 

809531 5 

809531 3 

809532 4 

AI 

% 

4.02 

3.85 

4.18 

5.26 

0.12 

1.12 

4.45 

0.11 

4.79 

3.21 

2.97 

5.57 

As 

ppm 

2 

5 

5 

7 

3 

16 

8 

5 

10 

34 

32 

6 

B Ba Be Bi 

ppm ppm ppm ppm 

45 

56 

49 

60 

53 

57 

51 

62 

50 

52 

49 

51 

35 

15 

9 

23 

6 

94 

2 

23 

9 

76 

71 

195 

3 

3 

3 

3 

3 

3 

3 

3 

3 

3 

3 

3 

10 

11 

14 

30 

3 

4 

17 

7 

11 

9 

12 

13 

Ca 

% 

048 

1.10 

0.62 

0.72 

0.03 

0.73 

3.58 

0.12 

0.53 

1.57 

1.42 

0.98 

* The results included on this report relate only to the items tested 

* This Certificate of Analysis should not be reproduced except in full, without the written approval 

of the laboratory. 

*The methods used for these analysis are not accredited under ISOIIEC 17025 

Cd Co Cr CU 

ppm ppm ppm ppm 

Fe 

% 

K 

% 

Li 

ppm 

Mg 

% 

Mn Mo 

ppm ppm 

Na 

% 

Ni 

ppm 

P 

ppm 

Pb Sb Se 

ppm ppm ppm 

Si 

% 

Sn Sr Ti TI V 

ppm ppm ppm ppm ppm 

<4 

<4 

<4 

10 

<4 

<4 

7 

<4 

<4 

5 

4 

5 

33 

42 

38 

91 

5 

82 

68 

8 

57 

37 

35 

69 

37 144 6.15 0.05 

106 209 5.28 0.02 

130 118 6.11 0.02 

179 4840 >10.00 0.09 

405 880 2.08 0.08 

334 >5,00( 7.20 0.14 

101 270 >10.00 <0.01 

731 89 2.21 0.02 

26 31 6.84 0.01 

495 363 9.16 0.37 

452 340 8.63 0.35 

145 156 9.59 1.56 

31 

29 

34 

22 

3 

14 

43 

3 

34 

25 

24 

81 

3.10 

2.93 

3.35 

2.79 

0.08 

0.70 

3.74 

0.08 

4.52 

2.03 

1.92 

3.88 

823 

805 

927 

1592 

<100 

201 

924 

495 

1127 

412 

385 

1198 

7 

8 

8 

26 

32 

42 

18 

5 

10 

17 

17 

11 

0.03 51 

0.06 77 

0.04 54 

0.07 65 

0.02 16 

0.12 47 

0.06 41 

0.02 23 

0.06 179 

0.03 48 

0.03 45 

0.12 85 

Certified By: _______ _ 

Derek Demianiuk, H.Bsc. 

262 

362 

271 

633 

174 

1533 

872 

376 

163 

771 

734 

834 

185 

149 

190 

547 

59 

236 

384 

67 

199 

288 

268 

343 

<5 

<5 

<5 

7 

<5 

<5 

5 

<5 

<5 

7 

7 

7 

<5 0.15 <10 

<5 0.34 <10 

<5 0.25 <10 

37 0.26 <10 

<5 0.03 <10 

<5 0.09 <10 

<5 0.33 <10 

<5 0.04 <10 

<5 0.23 <10 

<5 0.25 <10 

<5 0.25 <10 

<5 0.26 <10 

19 2084 <1 55 

24 3140 <1 80 

14 2359 <1 78 

23 6165 326 

9 126 <1 7 

48 3554 <1 100 

48 2202 2 363 

9 <100 <1 10 

<3 1501 <1 94 

177 

<1 163 

133 8812 <1 

119 8201 

34 4559 <1 282 

W 

ppm 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

y 

ppm 

2 

5 

2 

10 

<1 

27 

15 

<1 

4 

8 

8 

8 

Zn 

ppm 

49 

44 

51 

185 

5 

52 

111 

12 

80 

67 

64 

471 
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• 
I 

I 
I..A80RATORI£S 

I Rainy River Resources 
Date Created: 06-06-1609:25 AM 
Job Number: 200640803 I Date Recieved: 6/7/2006 

Number of Samples: 9 
Type of Sample: Rock 

I Date Completed: 6/13/2006 

Project 10: 

I 

I 

I 

I 

I 

I 

I 

I 

I 

Accur. # Client Tag Ag 

ppm 

52534 

52535 

52536 

52537 

52538 

52539 

52540 

52541 

52542 

52543 

398028 <1 

398029 <1 

398030 <1 

398031 <1 

398032 <1 

398054 <1 

398055 <1 

398056 <1 

398057 <1 

398057 <1 

AI 

% 

0.09 

1.76 

3.64 

0.58 

3.30 

0.78 

2.03 

146 

5.27 

5.51 

As 

ppm 

21 

8 

33 

7 

37 

15 

38 

3 

16 

14 

B Sa Se Ca 

% ppm ppm ppm 

46 

47 

47 

50 

45 

46 

47 

42 

45 

48 

2 

4 

10 

48 

8 

40 

43 

35 

29 

30 

0.02 

<1 1.75 

4 <001 

<1 0.51 

3 <0.01 

<1 0.14 

<1 6.48 

<1 0.18 

2 4.16 

2 4.21 

Cd 

ppm 

107 

9 

29 

<4 

25 

5 

9 

<4 

18 

19 

Co 

ppm 

115 

52 

54 

15 

16 

5 

37 

11 

69 

72 

Cr 

ppm 

371 

112 

112 

109 

137 

142 

338 

260 

104 

107 

.. The results included on this report relate only to the items tested 

.. This Certificate of Analysis should not be reproduced except in full. without the written approval 
of the laboratory. 

"The methods used for these analysis are not accredited under ISO/IEC 17025 

Cu 

ppm 

Fe 

% 

K 

% 

1873 9.27 <0.01 

216 9.10 001 

247 >10.00 0.08 

16 3.52 0.13 

104 >10.00 0.03 

21 6.27 0.24 

69 9.40 0.19 

39 3.76 0.11 

277 >10.00 0.06 

286 >10.00 0.06 

U 

ppm 

1 

3 

6 

9 

7 

1 

26 

16 

38 

40 

Mg 

% 

Mn 

ppm 

0.05 184 

0.59 505 

0.44 426 

0.40 175 

0.47 395 

0.26 156 

2.88 1506 

0.87 307 

1.49 1511 

1.53 1548 

Mo 

ppm 

11 

10 

28 

10 

24 

8 

58 

14 

40 

51 

Na 

% 

<0.01 

0.05 

0.01 

0.10 

0.02 

0.04 

0.03 

0.04 

0.04 

0.04 

Certified By: ________ _ 

Derek Demianiuk. H.Bsc. 

Ni 

ppm 

134 

29 

36 

20 

20 

7 

181 

16 

91 

95 

p 

ppm 

<100 

788 

315 

614 

262 

487 

1324 

457 

969 

990 

Pb Sb Sa 

ppm ppm ppm 

Si 

% 

Sn 

ppm 

18 

16 

44 

8 

36 

13 

15 

8 

23 

20 

<5 

<5 

<5 

<5 

5 

<5 

<5 

<5 

<5 

<5 

13 0.02 <10 

<5 0.04 <10 

6 0.04 <10 

<5 0.03 <10 

<5 0.05 <10 

<5 0.03 <10 

<5 0.04 <10 

<5 0.03 <10 

<5 0.07 <10 

<5 0.06 <10 

Sr Ti TI 

ppm ppm ppm 

<3 <100 <1 

28 6661 3 

5 157 <1 

23 <100 4 

<3 <100 <1 

42 1366 <1 

490 <100 

23 1318 <1 

34 1264 2 

35 1270 

V 

ppm 

8 

142 

61 

7 

48 

23 

38 

22 

266 

274 

w y Zn 

ppm ppm ppm 

190 

<10 

12 

<;10 

16 

<;10 

<10 

<10 

<;10 

12 

<1 >4,000 

14 123 

<1 146 

20 

<1 216 

<1 28 

5 88 

63 

4 159 

4 163 
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• 
I 

I 
LABORATORIES 

I Rainy River Resources 

Date Created: 06-06-2809:15 AM 

Job Number: 200640906 I Date Recieved: 6/15/2006 
Number of Samples: 12 

Type of Sample: Rock 

I Date Completed: 6/23/2006 

Project 10: CJ Baker 

I Accur. # Client Tag Ag 

ppm 

AI As B Ba Be Bi 

I 

I 

I 

I 

I 

I 

I 

I 

57636 

57637 

57638 

57639 

57640 

57641 

57642 

57643 

57644 

57645 

57646 

57647 

57648 

398057 

398058 <1 

398059 <1 

398060 8 

398061 <1 

398062 <1 

398063 <1 

398064 <1 

398065 <1 

398066 <1 

398066 <1 

398067 <1 

398068 2 

% ppm ppm ppm ppm ppm 

No Sample Received 

3.24 <2 <10 99 <1 

1.18 <2 <10 120 <1 

1.40 <2 <10 51 <1 

4.64 7 <10 134 <1 

5.77 42 <10 170 4 

5.26 12 <10 55 2 

6.18 26 <10 25 3 

2.61 <2 <10 41 <1 

1.69 <2 <10 66 <1 

1.67 <2 <10 65 <1 

1.34 <2 <10 19 <1 

2.39 <2 <10 16 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

Ca 

% 

4.10 

0.28 

1.53 

2.77 

0.06 

0.90 

0.02 

0.02 

2.80 

2.76 

2.72 

3.14 

Cd 

ppm 

13 

<4 

8 

12 

28 

19 

31 

12 

7 

6 

14 

16 

Co 

ppm 

58 

8 

34 

80 

47 

34 

19 

11 

32 

32 

36 

253 

Cr 

ppm 

94 

102 

116 

446 

237 

107 

167 

458 

176 

180 

220 

173 

* The results included on this report relate only to the items tested 

* This Certificate of Analysis should not be reproduced except in full, without the written approval 

of the laboratory. 

*The methods used for these analysis are not accredited under ISOIIEC 17025 

Cu 

ppm 

Fe 

% 

K 

% 

78 >10.00 0.23 

10 4.36 0.42 

673 8.23 0.22 

71 >10.00 <0.01 

110 >10.00 0.23 

13 >10.00 0.08 

148 >10.00 0.07 

144 >10.00 0.03 

>5,000 3.88 0.18 

>5,000 3.82 0.18 

1253 >10.00 0.02 

2224 >10.00 <0.01 

Li 

ppm 

2 

<1 

<1 

22 

<1 

22 

<1 

<1 

9 

7 

<1 

3 

Mg 

% 

1.70 

058 

1.06 

4.84 

2.81 

2.59 

3.12 

1.31 

1.66 

1.65 

0.66 

1.38 

Mn 

ppm 

1458 

284 

267 

2009 

1181 

1364 

1576 

897 

371 

365 

400 

437 

Mo 

ppm 

30 

6 

43 

13 

75 

46 

80 

32 

8 

8 

39 

38 

Certified By: ________ _ 

Derek Demianiuk, H.Bsc. 

Na 

% 

0.22 

0.04 

0.15 

0.06 

0.04 

0.04 

0.03 

0.02 

0.11 

0.11 

013 

0.04 

Ni 

ppm 

11 

7 

17 

104 

35 

41 

15 

12 

64 

84 

46 

90 

P Pb Sb Se 

ppm ppm ppm ppm 

807 

512 

605 

338 

758 

500 

506 

324 

1067 

1059 

765 

833 

<1 

<1 

<1 

<1 

10 

7 

28 

<1 

<1 

<1 

<1 

2 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

Si Sn Sr Ti 

ppm 

TI 

ppm % ppm ppm 

0.21 <10 

0.06 <10 

0.23 <10 

0.16 <10 

0.20 <10 

0.15 <10 

0.24 <10 

0.30 <10 

0.21 <10 

0.24 <10 

0.14 <10 

0.14 <10 

31 5243 <1 

98 1499 <1 

47 5579 <1 

24 169 <1 

12 403 <1 

8 143 <1 

<3 596 <1 

<3 289 <1 

122 7944 <1 

121 7675 <1 

151 >10,00C <1 

274 8774 <1 

v W 

ppm ppm 

281 <10 

17 <10 

101 <10 

289 <10 

124 <10 

96 <10 

106 <10 

63 <10 

130 <10 

129 <10 

227 <10 

178 <10 

y 

ppm 

20 

<1 

9 

2 

2 

5 

2 

1 

13 

13 

19 

11 
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• 
I 

I 
lABORATORIES 

I Rainy River Res. 

Date Created: 07-06-1807:46 AM 

Job Number: 200741453 I Date Recieved: 5/22/2007 

Number of Samples: 75 

Type of Sample: Core 

I Date Completed: 6/612007 

Project 10: Off Lake 

I Accur. # Client Tag Ag 

ppm 

AI 

% 

As 

ppm 

I 

I 

I 

I 

I 

I 

I 

I 

107587 

107588 

107589 

107590 

107591 

107592 

107593 

107594 

107595 

107596 

107597 

107598 

107599 

107600 

107601 

107602 

107603 

107604 

107605 

107606 

107607 

107608 

804051 <1 

804052 <1 

804053 <1 

804054 <1 

804055 <1 

804056 <1 

804057 <1 

804058 <1 

804059 <1 

804060 <1 

804060 <1 

804061 <1 

804062 <1 

804063 <1 

804064 <1 

804065 <1 

804066 <1 

804067 3 

804068 2 

804069 5 

804070 <1 

804070 <1 

4.84 

4.85 

1.93 

4.11 

3.16 

1.97 

1.36 

1.62 

3.26 

1.99 

2.01 

2.53 

1.24 

1.58 

2.03 

4.06 

2.66 

127 

0.81 

1.56 

0.69 

073 

8 

11 

<2 

8 

7 

4 

6 

3 

5 

10 

8 

13 

6 

15 

7 

8 

6 

5 

<2 

2 

2 

3 

B Ba Be Bi 

ppm ppm ppm ppm 

40 

43 

28 

39 

40 

36 

37 

40 

42 

25 

27 

23 

18 

19 

23 

38 

31 

34 

36 

37 

30 

42 

27 

6 

64 

8 

27 

68 

54 

70 

24 

25 

25 

12 

33 

19 

33 

32 

24 

6 

10 

8 

20 

21 

2 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

2 

1 

<1 

<1 

<1 

14 

19 

8 

10 

32 

14 

<1 

10 

16 

16 

6 

8 

11 

16 

12 

16 

13 

12 

11 

15 

6 

<1 

Ca 

% 

0.03 

0.02 

180 

1.14 

4.31 

2.97 

1.46 

1.05 

3.43 

0.13 

0.13 

5.58 

0.08 

0.05 

0.10 

3.40 

2.63 

1.66 

1.50 

1.94 

0.96 

1.02 

Cd Co 

ppm ppm 

6 

8 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

4 

<4 

5 

4 

<4 

<4 

<4 

13 

24 

8 

56 

40 

20 

12 

19 

32 

14 

14 

37 

5 

7 

4 

28 

22 

62 

22 

37 

11 

11 

Cr 

ppm 

42 

43 

84 

246 

31 

43 

39 

54 

19 

29 

28 

273 

33 

53 

89 

27 

50 

123 

98 

126 

94 

103 

* The results included on this report relate only to the items tested 

* This Certificate of Analysis should not be reproduced except in full, without the written approval 

of the laboratory. 

*The methods used for these analysis are not accredited under ISOIIEC 17025 

Cu 

ppm 

Fe 

% 

K 

% 

130 >10.00 0.17 

89 >10.00 0.01 

13 3.26 0.42 

81 6.48 0.03 

25 8.96 0.09 

22 4.18 0.27 

23 2.17 0.20 

37 324 0.32 

32 9.02 0.02 

52 6.55 0.12 

53 6.50 0.13 

59 6.05 0.09 

11 3.31 0.15 

67 8.33 0.18 

11 3.44 0.14 

9 9.77 0.07 

52 7.31 0.07 

640 >10.00 0.03 

904 >10.00 0.01 

2745 6.90 0.04 

2437 1.27 0.05 

2638 1.35 0.05 

Li 

ppm 

22 

3 

9 

28 

32 

17 

12 

14 

47 

16 

15 

25 

9 

7 

15 

33 

20 

6 

4 

9 

7 

7 

Mg 

% 

1.79 

2.04 

0.57 

3.30 

2.20 

1.24 

0.62 

103 

1.87 

0.75 

0.76 

3.23 

0.43 

0.37 

0.75 

2.33 

1.50 

0.56 

0.34 

1.16 

054 

0.58 

Mn 

ppm 

1034 

2214 

817 

1160 

2542 

1206 

491 

726 

2891 

310 

298 

1378 

440 

171 

213 

2595 

2362 

280 

241 

314 

154 

166 

Mo 

ppm 

18 

20 

6 

4 

13 

8 

4 

10 

13 

10 

9 

3 

6 

13 

6 

14 

10 

21 

17 

21 

6 

6 

Certified By: ________ _ 

Na 

% 

0.04 

<001 

0.08 

0.08 

0.04 

0.10 

0.06 

0.08 

0.05 

0.11 

0.11 

0.16 

0.10 

0.10 

0.14 

0.03 

0.08 

0.14 

0.Q7 

0.16 

0.15 

0.16 

Ni 

ppm 

8 

24 

8 

66 

17 

12 

12 

19 

12 

11 

11 

96 

8 

7 

9 

20 

11 

52 

33 

40 

20 

22 

P 

ppm 

314 

229 

325 

244 

837 

508 

378 

381 

852 

348 

356 

164 

348 

399 

389 

742 

784 

483 

534 

484 

391 

417 

Pb Sb Se Si 

% 

Sn Sr Ti TI V 

ppm ppm ppm ppm ppm ppm ppm ppm 

372 

518 

85 

180 

261 

106 

69 

80 

270 

166 

184 

182 

93 

249 

107 

283 

232 

336 

307 

190 

37 

38 

5 <5 0.04 <10 

<5 6 0.04 <10 

<5 <5 0.03 <10 

<5 <5 0.04 <10 

<5 <5 0.04 <10 

<5 <5 0.04 <10 

<5 <5 0.03 <10 

<5 <5 0.03 <10 

<5 <5 0.04 <10 

<5 <5 0.02 <10 

<5 <5 0.02 <10 

<5 <5 0.03 <10 

<5 <5 0.03 <10 

<5 <5 0.02 <10 

<5 <5 0.03 <10 

<5 <5 0.04 <10 

<5 <5 0.04 <10 

6 <5 0.05 <10 

<5 <5 0.06 <10 

<5 <5 0.04 <10 

<5 <5 0.03 <10 

<5 <5 0.04 <10 

7 194 2 35 

<3 309 6 111 

51 190 <1 14 

33 2797 174 

73 893 2 197 

75 139 3 60 

50 <100 14 

65 1573 <1 27 

46 2349 2 304 

13 <100 3 22 

14 <100 <1 22 

39 <100 2 97 

11 <100 8 

13 <100 <1 21 

15 <100 <1 13 

53 975 2 238 

29 219 3 149 

109 6874 3 214 

76 6863 5 205 

69 6844 <1 183 

29 2103 <1 52 

32 2245 <1 55 

W 

ppm 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

y 

ppm 

<1 

<1 

2 

6 

5 

3 

2 

2 

5 

<1 

<1 

<1 

<1 

<1 

<1 

3 

3 

14 

14 

15 

4 

4 
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I 
lASOllATORIES 

I Rainy River Res. 

Date Created: 07-06~18 07:46 AM 

Job Number: 200741453 I Date Recieved: 5/22/2007 

Number of Samples: 75 

Type of Sample: Core I Date Completed: 6/612007 

Project 10: Off Lake 

I Accur. # Client Tag Ag 

ppm 

AI 

% 

As 

ppm 

I 

I 

I 

I 

I 

I 

I 

I 

107609 

107610 

107611 

107612 

107613 

107614 

107615 

107616 

107617 

107618 

107619 

107620 

107621 

107622 

107623 

107624 

107625 

107626 

107627 

107628 

107629 

107630 

804071 

804072 <1 

804073 <1 

804074 59 

804075 <1 

804076 <1 

804077 <1 

804078 <1 

804079 <1 

804080 <1 

804080 <1 

804081 <1 

804082 <1 

804083 <1 

804084 <1 

804085 <1 

804086 <1 

804087 <1 

804088 <1 

804089 <1 

804090 <1 

804090 <1 

295 

1.23 

2.47 

0.46 

1.34 

2.10 

3.06 

2.01 

3.69 

5.26 

5.20 

3.09 

0.77 

0.38 

099 

1.20 

1.73 

1.10 

251 

2.27 

3.04 

2.80 

9 

3 

3 

18 

<2 

4 

3 

3 

2 

8 

8 

6 

5 

4 

3 

6 

2 

4 

6 

8 

10 

7 

B Ba 

ppm ppm 

37 

31 

25 

33 

33 

31 

34 

29 

21 

34 

31 

29 

24 

30 

24 

30 

30 

34 

37 

31 

36 

32 

146 

116 

9 

51 

71 

66 

89 

50 

51 

23 

24 

26 

66 

30 

45 

89 

73 

76 

30 

44 

12 

11 

Be Bi 

ppm ppm 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

10 

6 

13 

27 

6 

10 

8 

13 

10 

12 

22 

12 

10 

7 

5 

5 

7 

10 

8 

11 

14 

14 

Ca 

% 

1.99 

1.12 

2.03 

0.02 

0.71 

1.98 

0.37 

0.23 

0.65 

2.87 

2.84 

2.37 

0.11 

7.78 

2.60 

0.85 

1.16 

0.96 

2.97 

0.98 

4.17 

3.85 

Cd 

ppm 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

5 

5 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

5 

5 

Co 

ppm 

43 

10 

28 

5 

9 

21 

20 

13 

37 

15 

15 

12 

4 

9 

7 

12 

14 

11 

25 

19 

42 

39 

Cr 

ppm 

78 

88 

71 

124 

62 

111 

131 

107 

220 

44 

35 

79 

51 

28 

59 

110 

83 

106 

77 

75 

22 

21 

* The results included on this report relate only to the items tested 

* This Certificate of Analysis should not be reproduced except in full, without the written approval 

of the laboratory. 

*The methods used for these analysis are not accredited under ISOIIEC 17025 

Cu 

ppm 

Fe 

% 

K 

% 

535 5.85 0.19 

23 1.53 0.34 

80 5.31 0.08 

144 1.75 0.23 

19 1.69 0.22 

52 3.36 0.18 

23 4.90 0.25 

24 2.82 0.18 

66 6.03 0.09 

29 >10.00 0.06 

30 >10.00 0.06 

20 688 0.10 

16 1.49 0.19 

11 3.59 0.19 

24 1.22 0.17 

21 2.11 0.22 

28 2.81 0.19 

21 1.58 0.54 

10 7.22 0.09 

42 8.00 0.11 

381 >10.00 0.02 

357 9.43 0.02 

Li 

ppm 

89 

11 

15 

2 

12 

17 

29 

17 

42 

44 

43 

25 

7 

3 

12 

12 

25 

8 

22 

17 

23 

21 

Mg 

% 

2.14 

0.53 

1.39 

0.02 

0.59 

1.06 

1.65 

0.95 

2.44 

1.57 

1.55 

0.95 

0.26 

2.07 

0.34 

0.27 

0.97 

0.54 

1.62 

0.78 

2.05 

1.90 

Mn 

ppm 

609 

440 

723 

<100 

403 

1050 

673 

368 

1327 

5019 

4975 

2800 

<100 

2026 

446 

433 

547 

403 

2261 

1127 

3528 

3305 

Mo 

ppm 

17 

3 

8 

8 

4 

6 

7 

4 

7 

16 

16 

10 

5 

4 

3 

4 

5 

3 

10 

10 

14 

12 

Certified By: ________ _ 

Na 

% 

0.03 

0.11 

0.29 

0.07 

0.08 

0.12 

0.11 

0.18 

0.07 

0.03 

0.03 

0.06 

0.08 

0.04 

0.11 

0.16 

0.10 

0.10 

0.14 

0.06 

0.07 

0.06 

Ni 

ppm 

64 

10 

27 

3 

6 

19 

32 

16 

56 

10 

10 

9 

5 

8 

6 

8 

16 

10 

13 

13 

26 

24 

p 

ppm 

623 

278 

677 

149 

354 

325 

417 

317 

299 

265 

263 

307 

291 

336 

223 

379 

346 

339 

753 

460 

827 

765 

Pb Sb Se 

ppm ppm ppm 

Si 

% 

166 

45 

151 

1131 

59 

107 

132 

87 

167 

331 

333 

186 

47 

104 

34 

63 

83 

50 

204 

256 

330 

296 

<5 

<5 

<5 

<5 

<5 

<5 

5 

<5 

<5 

<5 

8 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

7 

<5 0.03 

<5 0.03 

<5 0.05 

<5 0.03 

<5 0.04 

<5 0.04 

<5 0.03 

<5 0.03 

<5 0.03 

<5 0.04 

<5 0.04 

<5 0.03 

<5 0.03 

<5 0.03 

<5 0.03 

7 0.03 

<5 0.03 

<5 0.03 

<5 0.06 

<5 0.03 

<5 0.04 

<5 0.03 

Sn Sr Ti TI V 

ppm ppm ppm ppm ppm 

<10 162 4644 <1 

<10 42 831 <1 

<10 9 2557 2 

<10 11 <100 1 

<10 76 1441 <1 

<10 125 1707 2 

<10 33 <100 <1 

<10 53 376 <1 

<10 43 <100 4 

<10 57 136 8 

<10 56 133 8 

<10 52 191 5 

<10 47 <100 <1 

<10 325 <100 3 

<10 97 <100 

<10 74 <100 <1 

<10 41 389 <1 

<10 61 1513 <1 

<10 58 2217 

<10 20 1116 1 

<10 126 1815 2 

<10 117 1680 <1 

102 

9 

146 

6 

14 

38 

57 

33 

127 

30 

30 

33 

6 

3 

5 

8 

26 

23 

206 

126 

311 

286 

W 

ppm 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

y 

ppm 

8 

<1 

12 

<1 

<1 

2 

2 

3 

3 

4 

<1 

3 

2 

2 

2 

3 

4 

3 
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I 
lABORATOhl£S 

I Rainy River Res. 

Date Created: 07-06-1807:46 AM 

I 
Job Number: 200741453 

Date Recieved: 5/22/2007 

Number of Samples: 75 

Type of Sample: Core 

I Date Completed: 6/612007 

Project ID: Off Lake 

I 

I 

I 

I 

I 

I 

I 

I 

I 

Accur. # Client Tag Ag 

ppm 

107631 

107632 

107633 

107634 

107635 

107636 

107637 

107638 

107639 

107640 

107641 

107642 

107643 

107644 

107645 

107646 

107647 

107648 

107649 

107650 

107651 

107652 

804091 <1 

804092 <1 

804093 <1 

804094 <1 

804095 <1 

804096 <1 

804097 <1 

804098 <1 

804099 <1 

804100 <1 

804100 

804101 <1 

804102 <1 

804103 <1 

804104 <1 

804105 <1 

804106 <1 

804107 <1 

804108 <1 

804109 <1 

804110 <1 

804110 <1 

AI 

% 

4.62 

3.35 

1.80 

4.29 

0.41 

4.57 

0.87 

3.35 

2.73 

2.44 

2.62 

4.39 

507 

2.28 

3.45 

4.10 

3.50 

3.12 

0.80 

2.95 

2.40 

2.26 

As 

ppm 

20 

26 

8 

14 

4 

9 

4 

5 

11 

12 

11 

6 

10 

8 

6 

7 

10 

4 

7 

7 

5 

7 

B Ba Be Bi 

ppm ppm ppm ppm 

34 

32 

28 

28 

32 

29 

24 

24 

32 

32 

35 

29 

30 

26 

29 

<10 

38 

30 

101 

31 

23 

22 

19 

8 

166 

16 

11 

33 

102 

73 

41 

4 

4 

36 

29 

61 

64 

45 

50 

45 

10 

39 

82 

77 

2 

<1 

<1 

<1 

<1 

2 

<1 

2 

1 

<1 

<1 

<1 

<1 

23 

20 

16 

17 

8 

15 

4 

12 

7 

21 

31 

14 

12 

12 

17 

20 

18 

13 

7 

13 

9 

4 

Ca 

% 

1.08 

0.07 

3.42 

3.14 

0.06 

2.42 

170 

3.11 

6.08 

1.55 

1.62 

1,91 

1.15 

3.24 

4.73 

2.65 

5.46 

3.77 

0.11 

3.33 

1.87 

1.77 

Cd Co 

ppm ppm 

10 

7 

<4 

6 

<4 

5 

<4 

<4 

5 

11 

12 

<4 

6 

<4 

5 

5 

6 

4 

<4 

<4 

<4 

<4 

32 

24 

35 

85 

9 

54 

8 

26 

50 

22 

24 

31 

28 

32 

42 

28 

42 

31 

30 

35 

14 

14 

Cr 

ppm 

50 

55 

323 

24 

289 

79 

80 

46 

30 

32 

34 

61 

30 

61 

23 

34 

66 

59 

579 

75 

104 

96 

* The results included on this report relate only to the items tested 

* This Certificate of Analysis should not be reproduced except in full, without the written approval 

of the laboratory. 

*The methods used for these analysis are not accredited under ISOIIEC 17025 

Cu 

ppm 

293 

124 

22 

149 

32 

119 

9 

41 

303 

76 

80 

51 

75 

60 

87 

33 

79 

67 

127 

84 

41 

37 

Fe 

% 

K 

% 

>10.00 0.08 

>10.00 0.06 

5.31 0.15 

>10.00 0.03 

2.04 0.02 

>10.00 0.08 

1,49 0,32 

8.01 0.12 

9.39 0.08 

>10.00 <0.01 

>10.00 <0.01 

7.19 0.10 

>10.00 0.06 

6.38 0.11 

>10,00 0.13 

9.68 0.07 

>10.00 0.10 

8.27 0.09 

2,58 0,02 

7,00 0.12 

2,21 0.35 

2.10 0,33 

Li 

ppm 

38 

16 

19 

37 

4 

44 

3 

27 

20 

8 

8 

29 

24 

12 

27 

33 

36 

39 

6 

24 

19 

18 

Mg 

% 

1.38 

0,90 

2.21 

2.25 

0,14 

2.22 

0.4'1 

1.96 

228 

2,39 

2.47 

1.56 

1.55 

1.34 

2.09 

1,85 

2.16 

2.16 

0.23 

1.43 

0.57 

0.54 

Mn 

ppm 

1317 

645 

1520 

2859 

602 

1872 

334 

2467 

4517 

7994 

8477 

1595 

2146 

2122 

3349 

2702 

3265 

1896 

372 

1778 

496 

474 

Mo 

ppm 

17 

21 

4 

17 

4 

14 

3 

11 

12 

30 

31 

9 

16 

9 

12 

11 

12 

11 

5 

9 

5 

4 
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Derek Demianiuk, H.Bsc. 

Na 

% 

0,03 

0,03 

0.08 

0.Q3 

0.02 

0,04 

0.08 

0.08 

0.02 

0.01 

0.01 

006 

0.02 

0.05 

0.06 

0.02 

0.06 

0.05 

0.03 

0.08 

0,26 

0.24 

Ni 

ppm 

30 

28 

70 

25 

8 

17 

7 

11 

13 

10 

11 

14 

12 

12 

16 

13 

31 

24 

23 

45 

14 

14 

P 

ppm 

259 

306 

1234 

784 

121 

750 

311 

792 

577 

155 

166 

1114 

1008 

893 

750 

789 

700 

634 

244 

771 

389 

370 

Pb Sb Se Si 

% ppm ppm ppm 

359 

436 

148 

409 

70 

296 

43 

230 

279 

697 

746 

202 

347 

190 

329 

297 

322 

258 

82 

212 

70 

69 

6 

7 

<5 

8 

<5 

5 

<5 

<5 

<5 

9 

9 

<5 

<5 

<5 

5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 0.03 

<5 0.04 

<5 0.04 

5 0.03 

<5 0.02 

<5 0.04 

<5 0.04 

<5 0,04 

<5 0.03 

<5 0.03 

7 0.02 

<5 0,05 

<5 0.04 

<5 0.05 

<5 0.03 

<5 0.05 

<5 0.03 

<5 0.03 

<5 0.02 

<5 0.04 

<5 0,03 

<5 0.03 

Sn Sr 

ppm ppm 

<10 15 

<10 5 

<10 174 

<10 35 

<10 <3 

<10 34 

<10 40 

<10 39 

<10 78 

<10 22 

<10 24 

<10 29 

<10 14 

<10 59 

<10 61 

<10 23 

<10 47 

<10 32 

<10 <3 

<10 36 

<10 99 

<10 94 

Ti TI V 

ppm ppm ppm 

101 <1 

173 2 

<100 <1 

119 5 

<100 3 

107 5 

<100 <1 

<100 2 

1175 4 

168 9 

176 8 

<100 

1111 5 

<100 3 

<100 2 

<100 

<100 4 

<100 3 

<100 <1 

<100 <1 

<100 <1 

<100 <1 

56 

56 

64 

232 

23 

232 

5 

174 

173 

30 

32 

184 

228 

102 

178 

177 

210 

164 

40 

155 

22 

21 

W 

ppm 

18 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

y 

ppm 

4 

3 

<1 

3 

<1 

2 

3 

2 

2 

4 

4 
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<1 
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L.ABORATORIES 

I Rainy River Res. 

Date Created: 07-06-1807:46 AM 

Job Number: 200741453 I Date Recieved: 5/22/2007 

Number of Samples: 75 

Type of Sample: Core 

I Date Completed: 6/612007 

Project ID: Off Lake 

I Accur. # Client Tag Ag 

ppm 

AI 

% 

As 

ppm 

I 

I 

I 

I 

I 

I 

I 

I 

107653 

107654 

107655 

107656 

107657 

107658 

107659 

107660 

107661 

107662 

107663 

107664 

107665 

107666 

107667 

107668 

804111 <1 

804112 <1 

804113 <1 

804114 <1 

804115 <1 

804116 <1 

804117 <1 

804118 <1 

804119 <1 

804120 <1 

804120 <1 

804121 <1 

804122 <1 

804123 <1 

804124 <1 

804125 <1 

4.17 

2.23 

1.66 

3.09 

2.04 

5.05 

3.98 

1.31 

0.13 

4.59 

4.84 

5.01 

3.92 

0.09 

1.46 

1.14 

7 

10 

8 

5 

8 

10 

7 

6 

14 

7 

9 

4 

9 

5 

4 

4 

B Ba Be Bi Ca 

% 

Cd Co 

ppm ppm ppm ppm ppm ppm 

24 

25 

27 

29 

27 

38 

32 

37 

45 

35 

36 

34 

27 

29 

42 

38 

14 

64 

74 

33 

42 

10 

64 

234 

27 

3 

3 

12 

40 

7 

29 

10 

<1 

<1 

<1 

<1 

2 

<1 

2 

2 

<1 

<1 

<1 

<1 

21 6.58 <4 

12 0.66 <4 

8 1.17 <4 

11 2.10 <4 

11 2.01 <4 

14 4.54 8 

9 2.66 5 

10 2.36 <4 

10 0.05 <4 

27 4.77 8 

19 5.03 9 

20 5.69 4 

17 6.37 <4 

6 0.37 <4 

18 >10.00 <4 

11 >10.00 <4 

42 

12 

12 

16 

19 

45 

50 

24 

21 

40 

43 

40 

45 

5 

23 

23 

Cr 

ppm 

186 

87 

77 

75 

85 

80 

78 

59 

412 

19 

20 

52 

157 

421 

40 

140 

.. The results included on this report relate only to the items tested 

.. This Certificate of Analysis should not be reproduced except in full, without the written approval 

of the laboratory. 

"The methods used for these analysis are not accredited under ISOIIEC 17025 

Cu 

ppm 

Fe 

% 

K Li 

ppm 

Mg 

% 

Mn 

ppm 

Mo 

ppm 

Na 

% 

Ni 

ppm 

P 

ppm 

Pb Sb Se 

ppm ppm ppm 

Si 

% 

Sn Sr Ti TI V 

% 

200 7.11 0.05 

31 5.71 0.21 

38 4.13 0.21 

58 7.01 0.19 

44 4.87 0.16 

68 >10.00 0.02 

63 9.82 0.10 

9 4.47 0.48 

253 5.41 0.04 

71 >10.00 <0.01 

72 >10.00 0.01 

149 8.07 0.01 

89 7.05 0.04 

688 0.87 <0.01 

43 4.87 0.09 

142 4.56 0.03 

40 

19 

13 

31 

20 

38 

31 

6 

3 

25 

26 

36 

33 

4 

16 

12 

2.98 

0.55 

0.38 

0.90 

0.59 

2.21 

1.14 

0.69 

0.02 

2.03 

2.14 

2.82 

2.41 

0.04 

4.45 

2.39 

1421 

710 

673 

1136 

1190 

4274 

1661 

886 

727 

4270 

4462 

1678 

1366 

250 

2324 

1604 

8 

8 

7 

10 

7 

20 

13 

8 

10 

20 

20 

10 

9 

3 

4 

3 

Certified By: _______ _ 

0.09 

0.09 

0.08 

0.07 

0.07 

0.02 

0.06 

0.08 

0.02 

0.01 

0.01 

0.02 

0.07 

0.02 

0.04 

0.04 

55 

19 

15 

15 

17 

46 

59 

13 

9 

17 

18 

41 

45 

10 

21 

20 

197 

415 

390 

304 

353 

620 

720 

2626 

517 

583 

629 

262 

176 

<100 

111 

<100 

210 

153 

111 

220 

131 

491 

291 

141 

151 

527 

539 

244 

204 

27 

153 

137 

<5 

<5 

<5 

<5 

<5 

7 

<5 

<5 

<5 

7 

9 

6 

<5 

7 

<5 

<5 

ppm ppm ppm ppm ppm 

<5 0.04 <10 

<5 0.03 <10 

<5 0.03 <10 

<5 0.04 <10 

<5 0.03 <10 

<5 0.04 <10 

<5 0.03 <10 

<5 0.05 <10 

<5 0.03 <10 

<5 0.03 <10 

<5 0.03 <10 

<5 0.04 <10 

<5 0.04 <10 

<5 0.02 <10 

<5 0.05 <10 

<5 0.04 <10 

54 <100 2 

57 <100 2 

75 <100 <1 

99 <100 3 

60 <100 4 

72 2194 6 

33 2754 5 

142 102 <1 

7 <100 4 

102 1650 5 

107 1628 7 

52 <100 2 

53 <100 2 

3 <100 2 

162 <100 2 

131 <100 2 

160 

43 

27 

27 

31 

386 

254 

34 

8 

246 

257 

275 

164 

6 

64 

62 

W 

ppm 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

y 

ppm 

2 

1 

2 

2 

9 

<1 

1 

1 

2 

2 

<1 

4 

2 
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I 
I Rainy River Resources 

Date Created: 06-06-01 01 :43 PM 

Job Number: 200640697 

I Date Recieved: 5/25/2006 

Number of Samples: 10 

Type of Sample: Rock 

I Date Completed: 5/26/2006 

Project ID: 

I 

I 

I 

I 

I 

I 

I 

I 

I 

Accur. # Client Tag Ag 

ppm 

AI 

% 

47904 

47905 

47906 

47907 

47908 

47909 

47910 

47911 

47912 

47913 

47914 

398021 0.87 

398022 <1 3.03 

398023 <1 3.94 

398024 <1 3.20 

398025 <1 1.62 

398026 <1 1.38 

398027 <1 1.39 

398051 <1 1.19 

398052 1.32 

398053 <1 2.53 

398053 2 2.26 

As 

ppm 

4 

4 

5 

<2 

<2 

70 

69 

3 

<2 

3 

<2 

B Ba Be Ca 

% ppm ppm ppm 

71 11 

89 77 

96 9 

95 59 

83 20 

78 95 

78 97 

82 78 

76 121 

91 28 

102 8 

1.02 

4 0.43 

3 1.85 

3 1.72 

2 0.82 

3 0.15 

3 0.14 

4 0.03 

2 0.11 

3 1.04 

0.93 

Cd 

ppm 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

<4 

Co 

ppm 

2 

9 

23 

16 

4 

<1 

<1 

<1 

15 

7 

Cr 

ppm 

266 

223 

253 

225 

357 

423 

430 

169 

171 

456 

473 

r~/ 

* The results included on this report relate only to the items tested 

* This Certificate of Analysis should not be reproduced except in full, without the written approval 

of the laboratory. 

*The methods used for these analysis are not accredited under ISOIIEC 17025 

Cu 

ppm 

Fe 

% 

K 

% 

445 2.78 0.04 

924 >10.00 0.33 

756 7.16 0.06 

2B7 7.68 0.16 

138 3.21 0.05 

217 5.79 0.17 

214 5.84 0.16 

43 9.59 0.19 

B3 3.66 0.35 

547 6.77 0.21 

479 5.15 0.01 

Li 

ppm 

Mg 

% 

Mn 

ppm 

Me 

ppm 

4 0.39 281 2 

19 1.80 841 26 

28 2.64 1011 <1 

15 2.13 109B <1 

B 1.21 466 2 

15 0.40 1125 6 

14 0.41 1136 6 

7 0.44 134 18 

10 0.49 205 19 

10 1.76 679 1 

2 1.12594 3 

Na 

% 

0.02 

0.04 

0.16 

0.10 

0.03 

0.09 

0.09 

0.06 

0.05 

0.05 

0.02 

Ni 

ppm 

35 

99 

78 

109 

45 

15 

16 

12 

23 

171 

126 

P 

ppm 

143 

354 

445 

871 

215 

522 

508 

657 

722 

473 

335 

Pb 

ppm 

1 

25 

13 

1B 

9 

4 

2 

17 

15 

15 

<1 

Sb Se 

ppm ppm 

Si 

% 

Sn 

ppm 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

15 0.07 <10 

26 0.05 <10 

17 0.09 <10 

5 0.06 <10 

12 0.05 <10 

1B 0.04 <10 

15 0.04 <10 

<5 0.04 <10 

9 0.03 <10 

19 0.05 <10 

13 0.04 <10 

Sr Ti TI 

ppm ppm ppm 

7 1925 <1 

8 5236 <1 

24 4470 2 

48 49B5 <1 

17 2057 <1 

69 <100 <1 

68 <100 <1 

45 <100 <1 

84 <100 <1 

12 5094 <1 

<3 4154 <1 

t, l' '-.!' 

V 

ppm 

32 

138 

142 

113 

57 

21 

21 

39 

19 

144 

112 

w y 

ppm ppm 

1B 

72 

4B 

50 

21 

34 

34 

64 

24 

42 

42 

4 

3 

4 

6 

2 

<1 

<1 

<1 

<1 

7 

2 

Zn 

ppm 

77 

416 

609 

445 

239 

117 

116 

10B 

129 

464 

426 
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Rainy River Resources 

Date Created: 06-06-2809:15 AM 

Job Number: 200640906 

Date Recieved: 6/15/2006 

Number of Samples: 12 

Type of Sample: Rock 

Date Completed: 6/23/2006 

Project ID: CJ Baker 

! , 

Accur. # Client Tag Ag 

ppm 

AI As B Ba Be Bi 

57636 

57637 

57638 

57639 

57640 

57641 

57642 

57643 

57644 

57645 

57646 

57647 

57648 

398057 

398058 <1 

398059 <1 

398060 8 

398061 <1 

398062 <1 

398063 <1 

398064 <1 

398065 <1 

398066 <1 

398066 <1 

398067 <1 

398068 2 

% ppm ppm ppm ppm ppm 

No Sample Received 

3.24 <2 <10 99 <1 

1.18 <2 <10 120 <1 

1.40 <2 <10 51 <1 

4.64 7 <10 134 <1 

5.77 42 <10 170 4 

5.26 12 <10 55 2 

6.18 26 <10 25 3 

2.61 <2 <10 41 <1 

1.69 <2 <10 66 <1 

1.67 <2 <10 65 <1 

1.34 <2 <10 19 <1 

2.39 <2 <10 16 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

Ca 

% 

4.10 

0.28 

1.53 

2.77 

0.06 

0.90 

0.02 

0.02 

2.80 

2.76 

2.72 

3.14 

Cd 

ppm 

13 

<4 

8 

12 

28 

19 

31 

12 

7 

6 

14 

16 

Co 

ppm 

58 

8 

34 

80 

47 

34 

19 

11 

32 

32 

36 

253 

Cr 

ppm 

94 

102 

116 

446 

237 

107 

167 

458 

176 

180 

220 

173 

* The results included on this report relate only to the items tested 

* This Certificate of Analysis should not be reproduced except in full, without the written approval 

of the laboratory. 

*The methods used for these analysis are not accredited under ISO/IEC 17025 

Cu 

ppm 

Fe 

% 

K 

% 

78 >10.00 0.23 

10 4.36 0.42 

673 8.23 0.22 

71 >10.00 <0.01 

110 >10.00 0.23 

13 >10.00 0.08 

148 >10.00 0.07 

144 >10.00 0.03 

>5,000 3.88 0.18 

>5,000 3.82 0.18 

1253 >10.00 0.02 

2224 >10.00 <0.01 

Li 

ppm 

2 

<1 

<1 

22 

<1 

22 

<1 

<1 

9 

7 

<1 

3 

Mg 

% 

1.70 

0.58 

1.06 

4.84 

2.81 

2.59 

3.12 

1.31 

1.66 

1.65 

0.66 

1.38 

Mn 

ppm 

1458 

284 

267 

2009 

1181 

1364 

1576 

897 

371 

365 

400 

437 

Mo 

ppm 

30 

6 

43 

13 

75 

46 

80 

32 

8 

8 

39 

38 

~. /~~ 
Certified ~/ .----) 
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Na 

% 

0.22 

0.04 

0.15 

0.06 

0.04 

0.04 

0.03 

0.02 

0.11 

0.11 

0.13 

0.04 

Ni 

ppm 

11 

7 

17 

104 

35 

41 

15 

12 

64 

64 

46 

90 

P Pb Sb Se 

ppm ppm ppm ppm 

807 

512 

605 

338 

758 

500 

506 

324 

1067 

1059 

765 

833 

<1 

<1 

<1 

<1 

10 

7 

28 

<1 

<1 

<1 

<1 

2 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

<5 

Si 

% 

Sn Sr Ti 

ppm ppm ppm 

0.21 <10 

0.06 <10 

0.23 <10 

0.16 <10 

0.20 <10 

0.15 <10 

0.24 <10 

0.30 <10 

0.21 <10 

0.24 <10 

0.14 <10 

0.14 <10 

31 5243 

98 1499 

47 5579 

24 169 

12 403 

8 143 

<3 596 

<3 289 

122 7944 

121 7675 

151 >10.00( 

274 8774 

TI 

ppm 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

<1 

v w y 

ppm ppm ppm 

281 <10 

17 <10 

101 <10 

289 <10 

124 <10 

96 <10 

106 <10 

63 <10 

130 <10 

129 <10 

227 <10 

178 <10 

20 

<1 

9 

2 

2 

5 

2 

1 

13 

13 

19 

11 
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Rainy River Res. (Expl) 

Date Created: 06-07-1211:23 PM 

Job Number: 200641064 

Date Recieved: 7/4/2006 

Number of Samples: 21 

Type of Sample: Rock 

Date Completed: 7/11/2006 

Project ID: CJ Baker 

Accur. # Client Tag Ag 

ppm 

AI 

% 

64832 398080 <1 0.89 

As 

ppm 

<2 

B Ba Be 

ppm ppm ppm 

50 62 

Ca 

0/0 

Cd 

ppm 

0.46 <4 

Co 

ppm 

19 

Cr 

ppm 

139 

Cu 

ppm 

20 

,"\ 

* The results included on this report relate only to the items tested 

* This Certificate of Analysis should not be reproduced except in full, without the written approval 

of the laboratory. 

*The methods used for these analysis are not accredited under ISOIIEC 17025 

Fe 

% 

K 

0/0 

Li 

ppm 

Mg 

% 

Mn 

ppm 

Mo 

ppm 

Na 

% 

Ni 

ppm 

P 

ppm 

Pb Sb Se 

ppm ppm ppm 

Si 

% 

Sn 

ppm 

Sr Ti TI V 

ppm ppm ppm ppm 

.i ,_" ,'" 

W Y Zn 

ppm ppm ppm 

8 0.05 34 1060 <1 <5 <5 0.03 <10 38 988 <1 37 <10 3 29 

Certified~ 
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APPENDIX 5 - Sample Prep and Analytical Procedures 
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ACCURASSAY GOLD AND ICP PROCEDURES 

Principle of the Method: 

1. The rock samples are first entered into Accurassay Laboratories Local Information 
System (UMS). 

2. The samples are dried, if necessary and then jaw crushed to -Smesh, riffle split, a 
250 - 400gram cut is taken and pulverized to 90% -150mesh and then matted to 
ensure homogeneity. Silica sand is used to clean out the pulverizing dishes between 
each sample to prevent cross contamination. 

3. For soils the sample is dried and screened through -SO mesh portion is fired in the 
assay lab. 

4. For humus, it is dried and the entire sample is blended until larger parts are broken 
down and then sent to fire assay. 

5. The homogeneous sample is then fired in the fire assay lab. The sample is mixed 
with a lead based flux and fused for an appropriate length of time. The fusing 
process results in a lead button, which is then placed in a cupelling furnace where all 
of the lead is absorbed by the cupel and a silver bead (which contains any gold, 
platinum and palladium) is left in the cupel. The cupel is removed from the furnace 
and allowed to cool. 

6. Once the cupel has cooled sufficiently, the silver bead is placed in an appropriately 
labeled small test tube and digested using a 1:3 ratio of nitric acid to hydrochloric 
acid. The samples are bulked up with 1.0mls of distilled deionized water and 1.0 mls 
of 1 % digested lanthanum solution. The total volume is 3.0 mls. The samples cool 
and are vortexed. The contents are allowed to settle. Once the samples have 
settled they are analyzed for gold, platinum and palladium using atomic absorption 
spectroscopy. 

7. The AAS unit is calibrated for each element using the appropriate ISO 9002 certified 
standards in an air-acetylene flame. 

S. The results of the AAS are checked by the technician and then forwarded to data 
entry by means of electronic transfer and a certificate is produced. The Laboratory 
Manager checks the data and validates it if it is error free. The results are then 
forwarded to the client by fax, email, floppy or zip disk or by hardcopy in the mail. 
NOTE: This method may be altered by the client's demands. All changes in the 
method will be discussed with the client and approved by the laboratory manager. 

9. Base metals are prepared in the same way as precious metals but are digested 
using a multi acid digest (HN03,HF, Hel). The samples are bulked up with 2.0 mls 
of hydrochloric acid and brought to a final volume of 10.0 mls with distilled dionized 
water. The samples are vortexed and allowed to settle. Once the samples have 
settled they are analyzed for copper, nickel and cobalt using atomic absorption 
spectroscopy. 

Quality Control: 

Accurassay Laboratoties employs an internal quality control system that tracks certified 
reference material and in-house quality assurance standards. Accurassay Laboratories 
uses a combination of reference materials, including reference materials purchased from 
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CANMET, standards created in-house by the laboratory and certified calibration standards. 
Should any of the standards not fall within an acceptable range, reassays will be performed 
with a new certified reference material. The number of reassays depends on how far the 
certified reference material falls outside it's acceptable range. 

Additionally, Accurassay Laboratories verifies the accuracy of any measuring or dispensing 
device (Le. scales, dispensers, pipettes, etc.) on a daily basis and are corrected as required. 

ICP Analysis - Principle of the Method: 

1. The rock samples are first entered into Accurassay Laboratories Local Information 
System (UMS). 

2. The samples are dried, if necessary and then jaw crushed to -8mesh, riffle split. a 
250 - 400gram cut is taken and pulverized to 90% -150mesh and then matted to 
ensure homogeneity. A 10 gram cut is taken from the homogenized sample for base 
metals and ICP samples. Silica sand is used to clean out the pulverizing dishes 
between each sample to prevent cross contamination. 

3. For soils the sample is dried and screened through -SOmesh. The -SO portion is fired 
in the assay lab. 

4. For humus, it is dried and the entire sample is blended until larger parts are broken 
down and then sent to fire assay. 

5. The homogeneous sample is then weighed up in the wet lab for ICP analysis. 
6. The sample is then digested using a 1:3 ratio of nitric acid to hydrochloric acid. Each 

sample is allowed to cool and 2.0mls of hydrochloric acid and bulked to a final 
volume of 12.0mls with distilled deionized water and vortexed. The contents are 
allowed to settle. 

7. Once the samples have settled they are analyzed for a variety of metals using ICP
AES (Inductively Coupled Plasma - Atomic Emission Spectroscopy). The ICP-AES 
unit is calibrated for each element using the appropriate ISO 9002 certified standards 
in an argon plasma flame. 

S. The results for the ICP-AES are checked by the technician and then forwarded to 
data entry by means of electronic transfer and a certificate is produced. The 
Laboratory Manager checks the data and validates it if it is error free. 

9. The results are then forwarded to the client by fax, email, floppy or zip disk or by 
hardcopy in the mail. NOTE: this method may be altered according to the client's 
demands. All changes in the method will be discussed with the client and approved 
by the laboratory manager. 

Quality Control: 

Accurassay Laboratories employs an internal quality control system that tracks certified 
reference material and in-house quality assurance standards. Accurassay Laboratories 
uses a combination of reference materials, including reference materials purchased from 
CANMET, standards created in-house by the laboratory and certified calibration standards. 
Should any of the standards not fall within an acceptable range, reassays will be performed 
with a new certified reference material. The number of reassays depends on how far the 
certified reference material falls outside it's acceptable range. 
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Additionally, Accurassay Laboratories verifies the accuracy of any measuring or dispensing 
device (Le. scales, dispensers, pipettes, etc.) on a daily basis and are corrected as required. 

Calibration standards are made using NIST traceable stock solutions. Internal quality 
assurance standards are made using separate NIST traceable stock solutions. 

Accurassay Laboratory Manager, November 2005 
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